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High quality X-ray CT of flow battery felts
Felts imaged under a wide range of in situ compressions
Parameters such as porosity, pore size distribution and tortuosity evaluated for the
sample as a whole and at localised regions
For the first time, in situ imaging of compression gives a better understanding of the
porous media used in RFB electrodes
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Redox flow batteries offer a potential solution to an increase in renewable energy generation
on the grid by offering long-term, large-scale storage and regulation of power. However, they are
currently underutilised due to cost and performance issues, many of which are linked to the
microstructure of the porous carbon electrodes used. Here, for the first time, we offer a detailed study
of the in situ effects of compression on a commercially available carbon felt electrode. Visualisation
of electrode structure using X-ray computed tomography shows the non-linear way that these
materials compress and various metrics are used to elucidate the changes in porosity, pore size
distribution and tortuosity factor under compressions from 0% - 90%.
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Introduction
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Redox flow batteries (RFBs) operate by utilising two redox couples in liquid, aqueous or
gaseous phases at the positive and negative electrodes and represent a promising technology for gridscale energy storage as they are capable of decoupling power and energy due to the external storage of
the redox active materials in external vessels [1-6]. This allows design flexibility as the power can be
increased by increasing the size or number of cells, and the energy by increasing the amount of redox
active material in the tanks. Though the technology is not new, wide-spread adoption of RFBs has
been limited due to issues with the cost of materials, reliability and degradation in performance [7-10].
Many RFBs employ porous and conductive carbon-based electrodes either in the form of papers or
carbonized felts [11-14], and the microstructural properties of these materials can have a profound
effect on the flow characteristics, mass transport and pressure drop of the electrodes; all of which can
have a deleterious effect on the performance and efficiency of the battery, with RFBs generally
displaying lower power and energy densities compared with competing electrochemical energy
storage and conversion devices such as lithium-ion batteries and fuel cells. In particular, the parasitic
pumping loss in unoptimised systems can significantly reduce full-system efficiency [15]. Recent
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advances in alternative chemistries for flow batteries, and in particular organic or non-aqueous
systems, has led to a resurgence of interest in the technology, highlighting a need for greater
understanding of the materials used in current and future systems [16-19].
In assembled RFBs the electrodes are held under compression to decrease the electrical
resistance, provide sealing in the system and supply support to the membrane separator, but a detailed
study of the effect of compression on the microstructure of flow battery felts has yet to be conducted,
with the majority of studies either concentrating on the electrochemical performance only, using
numerical models, or employing two-dimensional techniques to study compression [20-24]. Transport
properties of porous materials are strongly linked to their microstructure, and detailed investigation of
these materials in 3D is required for a full understanding of many electrochemical systems [25, 26].
Recent advances in X-ray computed tomography (CT) have led to the technique being employed in
electrochemical systems such as lithium-ion batteries [27-37], polymer electrolyte membrane fuel
cells [38-42], solid oxide fuel cells [43-49] and supercapacitors [50]. Recently, X-ray CT has also
been applied to flow battery systems for both commercially available felts and electrospun carbonised
fibres [51-56]. X-ray CT uniquely allows determination of structure and related physical properties in
3D, avoiding many of the assumptions that have to be made from ‘2D’ techniques such as SEM, and
when employed in situ gives an insight into the changing properties of the whole material with
varying operating parameters.
Previous work has shown that the pressure drop through the thickness of the felt (z-direction)
only significantly increases between 55% and 70% compression [51] and used X-ray CT to obtain 3D
structures of the felts under three different compressions. However, the structures in this work were
obtained by using three different samples encapsulated and compressed in plastic tokens, and
therefore the in situ effects of compression on the fibres were not shown. To the authors’ knowledge,
only one other study exists where the effect of compression on flow battery felts is studied with X-ray
CT, though this study concentrated on the electrochemical modelling of the system, and assumed that
the thickness of the electrode remained constant, with only the porosity changing on compression [56].
Here we present a detailed X-ray CT study of in situ compression of a commercially available
flow battery felt commonly used in RFB electrodes [4, 11], using a compression rig and lab X-ray CT
system with subsequent visualisation of the compression of the fibres and effects on metrics such as
porosity, pore size distribution and tortuosity factor of the materials’ microstructure.
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Commercially available carbon felts made from polyacrylonitrile precursor with thickness of
4.6 mm (GFD, SGL Group, Germany) were heat treated in air according to a common method in the
literature [57] in order to account for any physical changes that might occur in the preparation of a
working RFB felt, and a cylindrical sample of diameter 3 mm was encapsulated in a Kapton tube with
Al pistons at either end to enact compression. This results in the entire diameter of the sample
remaining in the field-of-view so that edge effects of the compression can be monitored, and all
analysis contained in this work is on this whole cylindrical volume, except where it is stated that a
subsample is taken. An in situ compression rig (MICROTEST 5kN, Deben, UK), comprising a fixed
top jaw, a bottom jaw with fine motor control and glassy carbon sample environment designed
specifically for X-ray CT, was used to control the compression of the sample within the lab CT
system (Zeiss Xradia 520 Versa , Carl Zeiss X-ray Microscopy Inc., Pleasanton, CA). This set up is
shown in Figure 1. Using the 0.4 × magnification flat panel detector of the lab CT, which maximises
the available field of view, the jaws were closed such that the Al pistons were just touching the felt
without applying any compressive force, at a separation of 4.6 mm (the thickness of the felt).
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Radiographs of the felt were taken at angles throughout a 360 rotation of the sample using both the 4
× and 20 × objective lenses at felt compressions of 0%, 25%, 50%, 75% and 90% (based on the
movement extent of the bottom jaw and verified from the radiographs) A source voltage of 80 kV was
used for the 4 × scan and 2401 radiographs of 40 s exposure were acquired, resulting in a pixel size of
1.7879 μm and a field-of-view of 3.6352 mm (for 90% compression 2601 radiographs of 50 s
exposure were acquired due to the increase in density of fibres). For the 20 × scans the source voltage
was increased to 84 kV, a binning of every two pixels performed and the exposure increased to 75 s
(2401 radiographs), resulting in a pixel size of 0.848 μm and field-of-view of 0.8412 mm (the 90%
compression scan was acquired using 2601 radiographs of 80 s exposure). An additional, ex situ, scan
of the felt was conducted after compression to assess any damage or changes to the microstructure
that may have been caused by the extreme compression applied to the material. A filtered back
projection algorithm (FDK) was employed to reconstruct the series of radiographs into a virtual 3D
volume using a commercial image reconstruction software package (Zeiss XMReconstructor, Carl
Zeiss X-ray Microscopy Inc., Pleasanton, CA).
Avizo software (Thermo Fisher Scientific, France) was used to visualise the data and to
segment the greyscale images into binary data sets where pixels are assigned to the fibre and pore
phase through a thresholding procedure coupled with the removal of isolated islands of noise, such
that only the fibre structures (which are contiguous across many hundreds of voxels in three
dimensions) remain selected. Avizo and ImageJ [58] software packages were used on the binarised
data sets for the various quantitative analyses discussed in this work. The pore size distribution was
calculated using two methods, the local thickness method, described elsewhere [59] and a
modification of this method simulating mercury intrusion porosimetry (MIP). Both were calculated
using PoreSpy, a set of tools for characterising 3D images of porous materials [60] that has recently
been applied to flow battery materials [53, 54].

AC

CE

PT

Visualisation

ED

Results and Discussion

ACCEPTED MANUSCRIPT

AC

CE

PT

ED

M

AN
US

CR
IP
T

Figure 2 shows greyscale ortho slices of the reconstructions of the X-ray CT data at various
compressions. In this work, the planes parallel to the pistons are denoted as xy and the direction
perpendicular to the piston, and also the thickness of the felt (or through plane), is z. The compression
is applied by movement in the z-direction of the bottom piston, and the extent of compression is given
by the distance between the two pistons in z as a percentage of the thickness of the felt. Naturally, the
volumetric fibre density in the samples increases on compression and at the highest compressions, the
semi-flexible Kapton housing swells to accommodate this. Although most cell designs would
incorporate rigid housing for the felts, it is noticeable that there is not significant swelling until 75%
compression, beyond most flow battery operating conditions. The material can be seen to be made of
bundles of fibres, woven in two preferential directions; in the z-direction and the xy plane. This
creates channels of low fibre density in the through-plane direction where there would be a lower
resistance to flow. From the xy views of the 3D renderings in
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Figure 3, these channels of low fibre density can be seen between the bundles of fibres
aligned in the z-direction. This is particularly prevalent under low compression (0% and 25%), with
the fibre density increasing in these areas and the channels no longer being visible with increasing
compression.
The effect of the high compression used in this study was investigated by performing a ‘postmortem’ scan of the felt at 4 × and 20 × magnification, ex situ, after relieving the compression, and
the latter is shown in
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Figure 4. No evidence of change in morphology of the microstructure or breakage of fibres is
seen, though there is a slight increase in volume specific surface area of the fibres to 0.47 μm-1 and a
significant decrease in porosity to 85%, indicating a non-elastic deformation of the bulk felt. On
removal of the felt, the structural integrity of the macrostructure was slightly diminished, with a small
amount of carbon powder evident on the pistons, but this does not seem to significantly affect the
microstructure.
Figure 5 shows 2D projection images through the y-direction of the material as a sum of all
the xz planes in a 3D image stack. These were created using the binarised data set rather than the
greyscale data in order to discount any noise and attenuation variation through the fibre, and represent
a summation of the pixel values (0 and 1 for the pore and fibre phase, respectively) on a colour scale
normalized to the highest summed pixel value in the 75% compression sample (the fibre density at
90% compression is so high that if scaled to this data set, contrast is too low in the lower compression
and so the 90% compression is represented on its own colour scale). With this visualisation, it is clear
that the compression of the fibre bundles is highly irregular, with the relatively straight bundles in the
z-direction kinking on compression, and becoming more aligned in the xy plane. This has
consequences for the through-plane flow and would lead to an increase in resistance to flow in this
direction beyond what might be assumed from a simple decrease in porosity.

Porosity
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Figure 6 (black) shows the porosity of the material, calculated as a volume fraction of the
entire cylindrical volume in the field-of-view of the scan, decreasing exponentially with increasing
compression. Previous work has shown that increasing compression reduces the cell resistance [51],
and it is thought that as well as a reduction in contact resistance with the current collectors, there
could be increased fibre-to-fibre contact, facilitating greater electrical conductivity. To ascertain
whether this was the case, the volume specific surface area of the fibres was calculated and is also
shown in Figure 6 (red). Assuming the fibres are rigid under these applied forces, there is no change
in fibre volume on compression, but if the fibres increase contact with one another their total surface
area should decrease. However, this is not seen to be the case until the highest compression of 90%.
This could be because the highly porous nature of these materials affords ample space for the fibres to
occupy on compression, and a minimal amount of additional contact occurs until extreme
compressions. Given the material is over 90% porous, it follows that one shouldn’t expect significant
increase in fibre-fibre contact until the majority of the pore space has been removed by compression.
Figure 7 shows the slice-by-slice porosity of the felts under the various compressions,
obtained by calculating the porosity of each xy slice moving through z from the top piston to the
bottom (0 and 1 on the normalised z-direction shown in Figure 7, respectively). Initially, under no
compression, the felts appear to be more porous in the surface layers, displaying a porosity of around
95%, decreasing to around 90% through the thickness of the felt (it should be noted that the field-ofview is smaller than the felt thickness at 0% compression, and so the lower surface layers of the felt
are not represented in this analysis). On compression to 25%, this porosity is reduced, with most of
the compression affecting the region nearest the piston, and the core porosity remaining largely the
same, at around 90%. This is also the case when compressed to 50%, with the region nearest the
bottom piston (the piston that moves to enact the compression, relative distance of 1 in Figure 7)
reducing most in porosity to around 87%, and when compressed further to 75% it can be seen that the
local porosity both regions closest to the pistons (relative distances of 0 and 1) is lower than for their
respective neighbouring regions in the core of the felt. This shows that the compressive force does not
deform the felt evenly; instead the regions nearest the pistons take the brunt of the compression and
show the greatest reduction in porosity.
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In order to see the effect of the compression perpendicular to the applied force, the 3D
volume was sectioned into three concentric radial zones, shown in Figure 8; the outermost ring (blue),
the middle ring (red) and the core of the sample (yellow). As is clear from the graph, the outermost
region has the highest porosity, followed by the middle and then the core, with the core porosity being
lower than the average for the sample. This suggests that the fibres are compressing most in the
central core of the sample, with the compressive force reducing radially from this area. Both the xy
slice-by-slice porosity and the radial porosity show that compression in these materials is highly nonlinear, and the effect this has on diffusion and flow through the felts under compression is likely to be
similarly non-linear, leading to edge effects. A more rigid constraint of the felt at the edges could alter
this effect, though there is no visible deformation of the Kapton tube until 75% compression.
The pore size distribution was calculated using two methods on a 6003 voxel sub-sample of
the binarised data sets from the centre of the volume (the location of this sub-sample is shown in
Figure 13 (a), red outline); the local thickness method and simulated MIP, which are described in
more detail in recent work [53, 54]. The main difference in these two methods is that the simulated
MIP includes a shielding effect, whereby interior pores can be shielded by smaller pores closer to the
exterior of the sample, making them inaccessible until higher pressures are applied. The local
thickness method gives a more true account of the size of all the pores in the sample, whereas the
simulated MIP results give a pore size distribution closer that which would be obtained by the
experimental procedure. The pore size distribution by both methods is shown in Figure 9 (a), and,
unsurprisingly, the average pore size and number of large pores decreases with compression. The
values obtained by the local thickness method are all larger than their counterparts via simulated MIP,
and these pores are shown in 3D in Figure 9 (b and c, respectively). In these images, the pores have
been thresholded to the same pore radius values to remove the smaller pores and allow for a direct
comparison between the two methods. It is clear that the simulated MIP method does not account for
some of the larger internal pores that are shielded by the smaller pores. Example xy slices of the pores
are shown for the local thickness method in Figure 10, showing the size and shape of the pores used in
these calculations for compressions up to 75% and highlighting the decrease in pore size variation on
compression, with 75% compression showing much more evenly distributed pore sizes. Previous
work has shown that the permeability is closely related to the local porosity in flow battery electrodes
[53], and that decreasing porosity of the electrodes in general increases the pressure drop, particularly
in the direction of compression (defined as z in this work) [51] and therefore also the parasitic
pumping losses in the system as a whole, which must be balanced with the decrease in contact
resistance on compression (discussed below). Therefore, the localised porosity of the electrode is
highly influential on the performance of RFBs, and should be part of the design consideration of cell
architecture, flow field plates and compression in the system.

AC

Piston Contact
The 20 × scans give a detailed account of the nature of the fibre contact with the piston
(representing the current collector or flow-field in an RFB cell). An xy orthoslice adjacent to the
piston was selected (Figure 11, top right) and the fibre contact area assessed for each compression.
Figure 11 (bottom) shows that the contact with the piston largely follows the same trend as the
porosity – that is, the increased compression results in increased fibre contact in line with the general
increase in density of fibres on compression and there is no preferential alignment of fibres with the
piston in the area closest to it. An increase in piston contact will lead to a decrease in the contact
resistance with the current collector and subsequent improvement in over-all cell performance, but as
has been shown previously [51] this is effect is non-linear. As the volume-specific surface area of the
fibres did not change until extreme compressions of 90%, indicating no increase in fibre-fibre contact
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until this point, the reduction in cell resistance on compression in operating RFBs can be attributed
purely to an increase in fibre contact with the current collector or flow plates.
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Tortuosity is a measure of the extent to which a path is longer than the straight line distance
between its start and end, and is often employed in three dimensions in porous media to assess the
diffusion properties, with the dimensionless tortuosity factor, τ, representing the extent to which the
diffusion path deviates from its straight line distance [25, 61]. The MATLAB application TauFactor
[62] was used to predict the tortuosity factor from the images in the x, y and z directions by taking a
6003 pixel volume from the centre of the binary data set (the xy location of this sample is shown in
Figure 13(a) by the red outline). As the calculations in all three directions are reasonably
computationally intensive, a 6003 pixel volume was chosen as the largest volume with reasonable
processing time. Additionally, at 75% compression the volume is only slightly thicker than 600 voxels
and so this subsampling gives the same volume for each compression. The sub-volume for the 90%
compression has dimensions of 600 × 600 × 280 voxels, due to the high compression. Figure 12
shows the tortuosity factor in the pore phase for each direction. There is not a significant increase in
tortuosity factor until the felts are compressed to 75%, and the value in the z-direction is highest for
all cases, as has been seen experimentally in previous work on porous media for fuel cells [63]. The
tortuosity factor also more rapidly increases in the z-direction than the x or y, and from the xz summed
images in Figure 5 it can be seen that this is likely due to the kinking of the fibres, redirecting the
bundles previously aligned in z to having a greater alignment in the xy plane. This has consequences
in a working flow battery for the distribution of the electrolyte from the flow-field (for example, the
top piston in these data) to the membrane (the bottom piston), with flow in the xy planes being less
restricted, and could lead to significant areas of stagnation or concentration gradients throughout the
cell volume. The tortuosity of porous media also has an effect on the pressure drop, with a more
tortuous path leading to a higher pressure drop across the electrode [64] and, again, this is an
important factor in selection of electrode materials and compression amount in a working RFB system.
As these materials are inhomogeneous and sampling from the centre of the felt volume might
not be representative of the localised non-linear variations already shown by the slice-by-slice and
radial porosities, 3003 voxel sub-volumes were selected from various points in the sample for
localised tortuosity analysis. 3003 voxel sub-volumes were chosen in this case in order to give a wide
spread in sampling location, and to minimise the computational intensity of the calculations. Figure
13 (c) shows the location of these sub-volumes for 25%, 50% and 75% compression (the location for
0% compression is identical to that of 25% and so is omitted from the figure), with five sections
chosen in the corners and middle (Figure 13 (a), numbered) at z positions in the top (yellow), middle
(blue) and bottom (red) (due to the thickness of the 75% sample, the middle position is not used). An
example 3D sub-volume is shown in Figure 13 (b). Figure 14 shows the tortuosity factor in the zdirection for all sub-sample positions numbered as in Figure 13 (a), for the top, middle and bottom
sections at compressions from 0% to 75%. The z-direction is chosen as it shows the highest increase
and deviation on compression, with the tortuosity in the x and y-direction increasing less, and in a
more linear fashion. It is clear that, as with the 6003 central samples, the tortuosity factor increases
most at 75% compression. There is also, overall, a slightly higher value in the top and bottom sections
than in the middle section, due to the compressive force acting preferentially in the regions nearest the
piston, though there are significant local variations. Position 3, the middle position of the five subsamples and representing the core of the felts, shows the highest tortuosity factor in z, particularly at
50% and 75% compression. This is likely due to the kinking shown in Figure 5 aligning more fibres in
the xy plane and making the z pathway more tortuous, as well as the decreased porosity in the core of
the samples shown by the radial porosity in Figure 8.
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Flow battery felts have been imaged with X-ray CT under varying in situ compression for the
first time known to the authors. If was found that there was no significant increase in fibre-fibre
contact until the highest compression of 90%, and that the fibre contact with the current collector
increases with compression in a manner mirroring the decrease in overall porosity of the sample. The
slice-by-slice and radial porosity of the samples show a non-linear compression effect, with the
regions closest to the pistons and the core of the sample having lowest porosity. This has an effect on
the local tortuosity of the sample, which was analysed at various positions in the felt under multiple
compressions, as does the kinking effect of the bundles of fibres aligned in the z-direction, causing an
increased alignment of fibres in the xy plane with compression.
As well as providing insight into the design of FRB felts, the analysis conducted here presents
a platform capability for the study of fibrous materials under varying conditions of compression, and
their subsequent quantification using geometrical and image based modelling tools. Future work will
focus on extension of this methodology to novel fibre geometries for RFBs and polymer electrolyte
fuel cells, and the study of in-situ felt compression in the presence of electrolyte.
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Figure 1 The experimental set up showing the compression rig in the CT machine (a) and an X–ray
radiograph of the felt at 50% compression, fully in the field-of-view of the scan with 4 × magnification (b).
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Figure 2 Greyscale orthoslices of the reconstructed X-ray CT data in both the xy and xz planes, for
compression 0% – 90%, obtained at 4 × magnification. Inset: xy, xz and yz orthoslices of the 50% compression. The
walls of the Kapton tubing containing the felt can be seen as a ring in the xy slices, or vertical walls in the xz plane.
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Figure 3 3D rendering of the 4 × binarised data sets for 0% (blue), 25% (red), 50% (yellow), 75% (green)
and 90% (orange) compression, in both the xz and xy view. Darker areas in the xy views of 0% and 25% compression
show channels through the material that become less pronounced with higher compression.
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Figure 4 3D rendering (left) and orthoslices (right) of the ex situ felt after compression, shown here for the
20 × scan. No significant change in the fibre morphology or microstructure is seen, though an inelastic deformation of
the bulk felt occurs on compression, reducing the porosity of the sample to 85%.
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Figure 5 Summation of the xz orthoslices (summed in the y-direction) of the binarised 4 × data sets for
compressions 0% - 90%. The colour scale of the image is linked to the pixel value and normalised to the highest value
of the 75% compression image, and the pixel value represents the number of xz slices that contain a pixel of the fibre
phase, i.e, density of fibres in the y-direction. The image for the 90% compression has a separate colour scale to
better visualise the data for this highly dense sample. Significant kinking of the vertical bundles of fibres can be seen
on compression, signifying a general shift in orientation to the xy plane for these fibres.
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Figure 6 Change in porosity (black) and the volume specific surface area (red) of the felt with compression.
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Figure 7 Slice-by-slice porosity of the xy slices at 0% (black), 25% (red), 50% (blue) and 75% (pink)
compression. Due to the changing thickness of the felt (z-dimension) on compression, the data have been normalised
to a relative distance in z, where 0 is the top piston position and 1 is either the opposite extreme of the volume or the
bottom piston, depending on compression. It should be noted that the bottom piston is out of the field-of-view for the
0% and 25% compressions, though only slightly in the case of the latter (3.33 mm of the 3.45 mm felt thickness is
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visible).
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Figure 8 Radial porosity of the felt at 0% (black), 25% (red), 50% (blue), 75% (pink) and 90% (green)
compression taken from the volume fraction of the outer (blue), middle (red) and inner (yellow) regions of the
volume, indicated by the 3D rendering of the 0% compression 4 × scan in the top half of the figure (xz, left, and xy,

AC

right, views).

Figure 9 Pore size distribution (a) for 0% (red), 25% (cyan), 50% (purple) and 75% (grey), obtained using
both the local thickness (dashed) and simulated MIP (solid) methods. The 3D rendering of the local pore sizes for the
local thickness (b) and MIP (c) methods at 0% compression is also shown, with the smaller pores thresholded out to
the same value in both images. The local thickness method arrives at a truer pore size distribution due to the absence
of the shielding effect in the MIP simulation. Data obtained from a 600 3 voxel subsample taken from the centre of the
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volume (see Figure 13 (a), red outline, for the xy location of this sample)
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Figure 10 Example xy orthoslices of calculated pore size using the local thickness method for compressions
0% - 75%.
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Figure 11 Fibre and piston contact area with compression (bottom, black) obtained from the 20 × scans (3D
renderings of the binarised data and xz orthoslices of the greyscale data are shown for the 0% and 75% compressions,
top left and top middle, respectively) by examining an xy orthoslice adjacent to the piston area (top, right). The data
sets were transformed so that they were as parallel to the piston contact as possible.
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Figure 12 Tortuosity factor with compression in the x (black), y (red) and z (blue) direction for the pore
phase. Calculations were performed using TauFactor on 600 3 voxel sub-volume samples from the centre of the
volume of the binarised 4 × data sets (the xy location of these sub-volumes is shown in Figure 13 (a), red outline, and
from the middle distance in z).

AC

CE

Figure 13 3003 voxel sub-volumes of the 4 × binarised data sets were used for localised tortuosity
calculations. The xy locations of these volumes are shown and labelled 1-5 in (a), along with the location of the 6003
voxel sub-volume used in the analysis shown in Figure 9, Figure 10 and Figure 12 (red outline). A 3D rendering of an
example sub-volume is shown in (b). Both (a) and (b) are examples taken from the 0% compression data. The
location of all the sub-volumes is shown in 3D (c) for compressions 25% (top), 50% (middle) and 75% (bottom) (the
location for the 0% compression is identical to 25%), with the five xy locations from (a) sampled at the top (yellow),
middle (blue) and bottom (red) of the sample (except for the 75% compression where the sample is so compressed
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that only the top and bottom are required).
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Figure 14 Tortuosity factor in the z-direction for all the locations of the 3003 voxel sub-volumes shown in
Figure 13 (positions 1-5 and top (yellow), middle (blue) and bottom (red)) for compressions 0% - 75% (top to

bottom).
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Compressed RFB felts were imaged in situ allowing visualisation of the fibres under compression and
extraction of porosity, pore size distribution and tortuosity of the electrode.

