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Abstract 

The fatigue behavior of as-cast and cast-forged ZK60 magnesium alloy was investigated via 

fully-reversed strain controlled fatigue tests at different strain amplitudes. Microstructure 

analysis, texture measurement, and SEM fracture surface characterization were performed to 

discern the reason of fatigue behavior improvement via forging, and also to explain the 

mechanism underlying crack initiation in both cast and cast-forged conditions. It was perceived 

that the forged alloy contains less amount of porosities and second phase particles in its 

microstructure. In general, the forged alloy showed longer fatigue life for all strain amplitudes, 

especially when the strain amplitude is lower than 0.4%. The forging process increased the 

fatigue strength at 10
7
 cycles from 0.175% to 0.22% strain amplitude. The microstructure 

obtained after fatigue test showed that twinning can be activated in the cast-forged alloy, once 

strain amplitude is higher than 0.4%. The interaction of twin bands with the grain boundaries can 

also adversely affect the fatigue life of the forged alloy. Also, the residual twins can develop 

tensile mean stress which affects the fatigue life negatively. Finally, the Coffin-Manson fatigue 

model and an energy-based fatigue model were employed to model the life of as-cast and cast-

forged materials. While some of the predicted lives by the former were out of the ±2x boundary 

bounds, the latter’s results were tightly clustered in ±1.5x bounds. 
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1. Introduction 

Since the 1920s, steel has been an integral material utilized in cars [1]. However, environmental 

concerns have driven new interests for cutting down on the vehicles’ mass. It was reported that 

10% reduction of the vehicles’ weight would lead to the saving of the cars’ fuel consumption 

rates of approximately 5% [2]. Therefore, magnesium (Mg), which is the lightest commercially 

available metal, has attracted the interest of the automotive industry [3]–[6]. 

Magnesium has a hexagonal closed-pack (HCP) crystallographic microstructure which brings 

about limited deformability at ambient temperature. According to the Taylor criterion, five 

independent deformation modes are needed to accommodate strains during a deformation for a 

polycrystalline material [7]; however, the HCP crystal structure provides Mg with a limited 

number of deformation modes which are active at low temperatures. Thus, twins are activated for 

homogeneous deformation which form strong basal texture and reduce the deformability at room 

temperature[8][9]. On the contrary, this mode of deformation cannot be activated along all the 

loading directions [10][11]. Workability will be improved at higher temperatures, as additional 

slip systems are sufficiently activated [12][13]. 

Die-casting is the most prevalent method of manufacturing of Mg parts for its economic 

advantages [14]. Nonetheless, it leaves casting defects such as porosities and inclusions in the 

microstructure which are deleterious to the material’s mechanical behavior [15]. Therefore, for 

structural applications, where high strength and workability are required, wrought Mg alloys are 

preferred over cast Mg alloys [6]. Wrought alloys have shown superior fatigue response and 

higher strength and ductility as a result of grain refinement and containing lower amount of 

defects with second phase particles [16][17][18][19][20]. 

Currently, the application of Mg alloys in the automotive industry is limited to non-load 

bearing components such as instrument panel, seat frame, and housing parts [6]. However, to 

accomplish the target of mass reduction, expanding its applications to the load-bearing 

components is indispensable. Accordingly, studying the mechanical behavior of wrought Mg 

alloys, and in particular, the fatigue behavior, has been the topic of a number of studies in the last 

decade. Main attention has been devoted to AZ-series of Mg alloys as compared to ZK-series. 

ZK- series Mg alloys have shown high strength and formability due to the presence of Zr as 

grain refiner [21][22][23]. Liu et al. [24] investigated the tensile and high cycle fatigue (HCF) 



  

behavior of extruded and T5 heat treated ZK60 under load-controlled fatigue. They reported that 

the T5 heat treatment refined the grain structure from bimodal to more equiaxed grains with 

higher pole figure intensity of fiber texture which basically improved the performance of ZK60; 

especially the fatigue strength improved from 140 to 150 MPa. Other studies [25][26][27] 

investigated the cyclic behavior of the extruded ZK60 along the extrusion direction through 

fully-reversed stress and strain controlled cyclic tests to understand the twining/detwinning 

activity. They revealed that the activation of twinning and detwinning during the cyclic loading 

increased with increasing the strain amplitude beyond 4% due to the asymmetric behavior in 

tension-compression, while the slip was dominated at lower stress/strain amplitude. 

Several manufacturing processes have been employed to achieve grain refinement 

through forming of Mg alloys [19][28][29] [30][31]. Among a wide variety of processing 

methods, forging is of particular interest because it has shown its promise to produce 

components with complex geometries [32][33][34]. However, only a few studies have been 

performed to isolate the contribution of the forging process to the cyclic behavior of Mg alloys. 

Vasilev et al. [35] carried out a study on the effects of multiaxial isothermal forging (MIF) on the 

microstructure and fatigue behavior of as-cast ZK60. The results demonstrated that nearly 80% 

of coarse grains volume fraction was refined after MIF, which causes better fatigue response in 

both LCF and HCF regimes. However, limited number of studies has been contributed to the 

effects of forging process on the as-cast Mg alloys in particular as-cast ZK60. Recently, Gryguc 

et al. [36], [37] and Toscano et al. [38] studied the influence of forging on the mechanical 

properties, and in particular cyclic response, of AZ80 and AZ31B Mg alloys, respectively. They 

revealed that a significant grain refinement was achieved in forged components, which improved 

the fatigue life of the cast or extruded Mg alloy.   In another study,  the authors have 

characterized the quasi static  tensile and compressive behavior of cast-forged ZK60 [39] and 

showed ZK60’s great potentials to be utilized in load-bearing components of vehicles. However, 

the fatigue behavior of the forged ZK60 alloy has not yet been comprehensively investigated. In 

this paper we investigate the fatigue behavior of cast and cast-forged ZK60. Toward this 

objective, strain controlled fully reversed push-pull fatigue tests have been performed. Texture 

and microstructural analysis, and SEM fracture surface analysis were carried out to discern the 

mechanical behavior, and to identify the mechanism underlying crack initiation and failure. 

Moreover, two common fatigue models were utilized to discuss the obtained fatigue results. 



  

2. Material and Methods  

 

The starting material in the present study was an as-cast ZK60 ingot with the dimensions of 300 

mm diameter and 500 mm length. The chemical composition of the alloy is presented in [39]. 

The ingot was then machined into cylinders with a diameter of 63.5 mm and a length of 65 mm, 

which were used as forging billets. Each billet was heated at the temperature of 450C for 3.5 

hours, and transferred to the forging anvil, which was also heated up to the same temperature. 

The open-die forging process was then performed at the ram speed of 390 mm/min along the 

radial direction, as shown schematically in Figure 1. As discussed in our previous study [39], the 

temperature of 450C was selected for the forging, as it is above the lowest melting temperature 

of the eutectic phase for ZK60, 339.5C [40]. It is therefore expected that the second phase 

particles were dissolved into the matrix, which could lead to a better forging response. Also, 

Hadadzadeh et al. [41] investigated the same material exploiting a Gleeble
®
 3500 thermal-

mechanical simulation testing system, and observed no incipient melting in the microstructure at 

450C. Regarding the ram speed of 390 mm/min, it should be stated that forging trials had been 

performed at four different speeds of 0.39 mm/min, 3.9 mm/min, 39 mm/min, and 390 mm/min 

[42]. It was observed that the mechanical behavior of the materials under compression loading is 

the same. Hence, for practical purposes, and to save the time and energy, the highest ram speed 

was chosen for investigation in this study. 

Microstructures and texture analysis were carried out on samples collected from both as-

cast and forged conditions. The samples were initially ground with SiC sand papers, and later 

polished with 6, 3, 1, and 0.1 micron diamond pastes. After that, polishing was performed using 

colloidal silica. Finally, the samples were etched utilizing an acetic-picral etchant. Texture 

measurement was done with a Bruker D8 Discover X-ray diffractometer equipped with an 

advanced 2D-detector using CuKα beam radiation at the voltage of 40 kV and current of 40 mA. 

The obtained diffraction patterns were evaluated using Bruker trademark software 

DIFFRAC.EVA. Further details about the texture analysis are explained in [43]. 

Smooth dog-bone samples were machined from the as-cast and forged ZK60 materials. 

The specimen locations and corresponding labelling are shown in Figure 2(a) and (b) for the as-

cast and forged ZK60, respectively. The as-cast specimens were cut along two different 



  

directions, i.e., radial (RD) and longitudinal (LD) directions. To avoid inconsistency, all the 

samples from the as-cast billet were cut at the distance of the 75% of the billet radius. However, 

the specimens from the forged material were cut along only one direction, i.e., LD. The FD in 

Figure 2(b) represents the forging direction. The specimen geometry can be found in [39].  

Fatigue tests were performed under standard laboratory condition, as per ASTM 

E606/E606M-12 standard, using an Instron 8874 servo-hydraulic frame having a load capacity of 

±25 kN. Engineering strain values were measured during the tests using a uniaxial epsilon 

extensometer with a gauge length of 8 mm and travel distance of ±0.8 mm. All the experiments 

were conducted under fully revered (R = -1) strain controlled condition. The loading frequency 

was selected between 0.2 and 1 Hz to achieve the same strain rate of 10
-2

 sec
-1

 throughout the 

fatigue tests. At very low strain amplitudes and after the material’s behavior was stabilized, the 

tests were shifted to load controlled mode at a higher frequency of up to 30 Hz and continued up 

to 10
7
 cycles. Tests with no failure at 10

7
 cycles were stopped and considered as run-out tests. 

Fatigue life was assumed to be the life at rupture. Each test was at least once duplicated to verify 

the reproducibility of the results. The number of test specimens and percent replication was 

based on ASTM E739-10 standard. Finally, fracture surfaces were analyzed under SEM to 

describe the mechanism underlying the crack initiation, propagation, and final failure. 

 

3. Results and Discussion 

3.1. Texture and Microstructure 

Figure 3(a) and (b) depict the microstructure of the as-cast ZK60 in the un-etched and etched 

conditions, respectively. As seen, the microstructure of ZK60 cast is laden with dendrites and 

porosities. A secondary dendritic arm spacing (SDAS) of 35±6 µm and a grain size of 104 ±25 

µm was observed in the as-cast material. The presence of Zn- and Zr- rich intermetallics (MgZn2 

and Zn2Zr) in the microstructure has already been reported in the literature, detected using EDX 

line scanning and XRD analysis [39][40]. For the forged material, however, as shown in Figure 

3(c) and (d), grains were finer with the average size of 2–5 µm, and the porosity fraction was 

reduced significantly. Moreover, the volume fraction of second phase particles was reduced in 

the microstructure of forged alloy in comparison to the as-cast alloy, since during the forging 



  

process some intermetallics dissolve back into the matrix. While 15% volume fraction of the 

microstructure of as-cast ZK60 contained porosities and second phase particles, that amount was 

promisingly reduced to 5% for the forged alloy. This can lead to better fatigue response, as 

intermetallic particles are notable sites for crack initiation due to stress concentration [44]. 

Porosities can also play a major role in premature failure. These vacancies can coalesce and 

make a void leading to a crack that can cause the final fracture [45]. In addition, dendrites can 

accommodate pores and play as walls between the grains, and decreasing the SDAS results in 

superior strength of the material [46]. 

Figure 4 shows the texture measurement results for the as-cast and forged materials. 

While the as-cast alloy shows a random texture, where grains are not orientated mainly along any 

specific direction, a strong basal texture can be observed in the forged alloy. Specifically, the 

pole figures (PF) for the basal (0002) and prismatic         planes indicated a maximum 

intensity of 5.7 and 2.21, respectively; thereby, the HCP unit cell of the forged alloy are 

primarily aligned such that the c-axis is parallel to the forging direction. 

 

3.2. Quasi-static uniaxial tensile behavior 

A comprehensive investigation of the quasi-static uniaxial behavior of the as-cast and forged 

ZK60 alloys has already been delivered in the previous study by the authors [39]. Table 1 shows 

the tensile properties of the as-cast and forged alloy under uniaxial tensile loading along LD 

direction. As reported in [39], the quasi-static uniaxial behavior of ZK60 is similar in both, LD 

and RD directions at both as-cast and forged conditions. 

3.3. Cyclic behavior 

Fatigue tests were performed under strain control mode at different strain amplitudes ranging 

from 0.15% to 0.9%. Detailed summary of uniaxial cyclic tests is presented in Table 2 which 

includes the applied strain amplitudes (elastic and plastic strain amplitudes), the total life, the 

maximum and minimum stresses, and the elastic and plastic strain energy densities for the half-

life cycles. Figure 5 depicts the typical engineering stress-strain hysteresis loops for the second 

and half-life cycles at the total strain amplitudes of 0.3%, 0.5%, and 0.7% for the as-cast and 

cast-forged conditions. It is noticed that the cyclic behavior of as-cast ZK60 is symmetric during 

the whole cyclic life at different strain amplitudes (Figure 5(a), (b), and (c)), 3 distinct types of 



  

behavior can be inferred for the forged alloy. They are (i) symmetric (ii) partially symmetric and 

(ii) asymmetric behavior in hysteresis loops. Firstly, for the strain amplitudes lower than 0.4%, 

Figure 5(d), the forged alloy exhibits symmetric hysteresis loop in the second cycle, whereas no 

plateau in the compression reversal can be seen, which signifies that the twinning is not activated 

[11][47][48]. Moreover, while marginal strain hardening is occurring during the history of cyclic 

loading, as the tensile peak stress is increased in the half-life hysteresis, still no sign of twinning 

is present in the compression reversal. At higher strain amplitude of 0.5%, Figure 5(e), it is seen 

that twinning is driving the deformation under compression loading after the strain of ~ -0.3%, 

and detwining is active till about the strain of 0.03% in the second cycle. In contrast, the half-life 

hysteresis loop indicates that the strain is primarily accommodated by the slip mode of 

deformation, since no zero-work hardening plateau can be seen under compressive loading. It is 

believed that this remarkable change in the hysteresis loop shape is owing to the exhaustion of 

the new extension twinning happening, which is also seen for other wrought Mg alloys at 

different strain amplitudes [16][27]. Finally, as seen in Figure 5(f), the second and half-life 

hysteresis loops at the strain amplitude of 0.7% show sigmoidal shapes indicating the activation 

of extension twin and detwining under compressive and tensile loading, respectively. 

Additionally, an investigation on the evolution of internal stress during the cyclic deformation by 

               extension twins in the extruded ZK60 reported that the local intergranular stress 

drives the activation of detwining [49], thereby detwinning along the c-axis is starting in the 

reverse tensile loading with small external stress at the stress of ~ -100 MPa. 

Figure 6 shows the half-life hysteresis loops for the as-cast ZK60 for different strain amplitudes. 

It is noted that the shape of hysteresis loops as well as the peak stresses are symmetric in tension 

and compression reversals. This behavior is an evidence of slip being the dominant plastic 

deformation [26][50], which is attributed to the random texture in the cast Mg alloy. To be more 

specific, returning to the texture measurement (Figure 4(a)), ZK60 cast has no preferred unit cell 

orientation inside its microstructure. Therefore, extension twins will not take over during low 

deformation. Nevertheless, the hysteresis loop at the strain amplitude of 0.9% tends to be 

marginally sigmoidal shape, which is evidence for the mild activation of extension twins and 

detwinning at higher deformation levels. In fact, in a randomly textured material, some grains 

would have an orientation that is favorable for activation of twinning. As a result, at high strain 

amplitudes, some twining might happen for which the hysteresis loop would be sigmoidal; 



  

however, the hysteresis loop is still symmetric at the strain amplitude of 0.9%, as the amount of 

twinning may not be significant. Comparing with the half-life hysteresis loops in as-cast 

condition (Figure 6), the forged half-life hysteresis loops (Figure 7) exhibit asymmetric behavior 

above the strain amplitude of 0.4%.As seen in Figure 7, the hysteresis loops are almost 

symmetric up to the strain amplitude of 0.4% in terms of both the shape of hysteresis loop and 

the peak stresses. However, at the strain amplitudes higher than 0.4%, the hysteresis loops tend 

to be asymmetric. Such an asymmetric behavior stems from the strong basal texture developed 

during the forging process. According to Figure 2(b) and Figure 4(b), tensile loading on the 

fatigue specimen (along LD) applies contraction along the c-axis of HCP unit cells, then no 

twining occurs. However, compressive loading brings about extension along the c-axis, thereby 

twining takes over [47]. The twinning deformation is often characterized by very low hardening 

rates [48]. Thus, the strain hardening rate decreases by increasing the strain amplitude. On the 

other hand, under tensile loading, detwinning occurs inside the twinned grains which also 

accompanies with low strain hardening rate [51]. By contrast, following the detwining 

exhaustion, strain hardening rate increases dramatically. The increase in the hardening rate is 

attributed to the new orientation of HCP unit cells inside the grains of the alloy after detwinning 

that causes the activation of higher order non-basal slip systems, which has significantly higher 

critical resolved shear stress (CRSS), and compression twinning systems [52][53][54]. 

Figure 8 presents the cyclic tension and cyclic compression curves for the as-cast and 

cast-forged ZK60. The curves were obtained by connecting the peak stresses of the half-life 

hysteresis loops at different strain amplitudes. The tensile and compressive peak stresses for the 

as-cast alloy were almost similar in comparison to the forged alloy. For the forged alloy, 

however, the tensile peak stresses were higher than the compressive ones for strain amplitudes 

higher than 0.4%. This concurs well with Figure 6 and Figure 7 where symmetric and 

asymmetric cyclic behaviors were observed for the as-cast and forged samples, respectively. 

The tensile quasi-static and cyclic behavior of as-cast and cast-forged alloys are depicted 

in Figure 9. It is noticed that at low strain values, the quasi-static and cyclic behaviors are 

approximately the same; however, with increasing the strain values, the cyclic curves become 

harder than the monotonic curves, which confirms the cyclic hardening behavior for the two 

materials. Figure 10(a) and (b) also show the evolution of stress amplitude during strain 



  

controlled test for the as-cast and forged ZK60, respectively. For the both conditions, as-cast and 

forged, the stress amplitude is almost constant at lower strain amplitudes up to 0.3%. However, 

stress amplitude has an increasing trend for higher strain amplitudes, which demonstrates cyclic 

hardening behavior. The variation of stress amplitude with the number of cycles has already been 

studied for extruded ZK60 [26]. The results for the extruded alloy were the same as the results of 

this study for the forged alloy. The stress amplitude did not change up to strain amplitude of 

0.35%, it started to increase for the strain amplitudes of 0.4% and higher. It was also reported 

that increasing the loading cycles increased the dislocation density which act as barriers against 

the movement other dislocation which builds up the resistance to plastic deformation resulting in 

cyclic hardening [55][56]. Moreover, at higher strain amplitudes, and in particular for the forged 

alloy, twining is an active mode of deformation under compression loading. Twin deformations 

in the compressive reversal are partially reversed in the subsequent tensile reversal, but some 

residual twins remain. The interactions of dislocation-twin besides twin-twin brings about the 

strain hardening [47][55][57].  

Figure 10(b) shows a drop in the stress amplitude at the strain amplitude of 0.9%. Also, in both 

Figure 8 and Figure 9, a decrease in the tensile peak stress is observed at the total strain 

amplitude of 0.9%. This behavior might be due to the micro-cracks formation near grain 

boundaries and twin tips, as has been previously observed for pure Mg [57]. With increasing 

strain amplitude, and accordingly the applied load, some micro-cracks may initiate inside the 

microstructure reducing the material’s ability to endure tensile loading. On the contrary, the 

compressive peak stress has increased at the strain amplitude of 0.9% (as seen in Figure 8), 

which can be due to crack closure occurring. Hence, micro-cracks deteriorates the strength of 

material under tension but not under compression. Aside from this, the drop in the maximum 

tensile peak had already been seen for extruded ZK60 Mg alloy after the strain amplitude of 

0.8% [26][27].  

The number of cycles to failure, Nf, against the applied total strain amplitudes (Δɛt/2) for 

the ZK60 Mg alloy in as-cast and forged conditions is depicted in Figure 11, along with some 

data available in literature for extruded ZK60 [25]. The as-cast alloy obtained lower fatigue life 

to that of the forged ZK60 Mg alloy at high strain amplitudes and significantly lower life 

compared to the forged alloy at low strain amplitudes. Also, the extruded ZK60 shows shorter 



  

fatigue life for the similar testing condition. It should be mentioned that the fatigue life is always 

higher in forged samples compared to the extruded materials above a total strain amplitude of 

0.4%. Additionally, a couple of run-out tests were run to assess the strain amplitude leading to 

10
7
 cycles (run-out). The run-out life was achieved at the total strain amplitude of 0.175% for the 

as-cast alloy, while the forged ZK60 could endure higher strain amplitude of 0.22%, which 

confirms the improvement of HCF response. It is reported that the high cycle fatigue life is 

controlled by the strength of materials [35][58]. Therefore, it is believed that higher strength of 

the forged alloy compared to the as-cast alloy can lead to the superior fatigue strength in the 

HCF regime. Additionally, the presence of intermetallics in the microstructure can cause stress 

concentration, which facilitates crack nucleation. As explained earlier, the forged ZK60 

contained less amount of porosities and intermetallics, which can contribute to the longer HCF 

life [58]. On the other hand, for strain amplitudes higher than 0.4%, twinning is active for the 

forged alloy due to the strong developed basal texture (as seen in Figure 4(b)). Twinned lamellas 

can be a zone for crack initiation leading into a premature fracture happening [57]. Moreover, the 

tension-compression asymmetry stemming from the induced texture (and not hydrostatic stress 

as is in the case of strength differential effect of high strength metals [59]) brings about tensile 

mean stress which affects the fatigue life adversely. Therefore, the similar fatigue lives for as-

cast and forged ZK60 in the LCF regime might be due to combination of different factors: i) 

improvement of fatigue response as a result of grain refinement and lower density of porosities 

and intermetallics, ii) the adverse effects of strong basal texture induced during the forging 

process. 

 

3.4 Fracture surface analysis  

SEM images of the fatigue fracture surface of as-cast and cast-forged samples at two strain 

amplitudes of 0.5% and 0.9% are presented in Figure 12. Fatigue crack initiation (FCI), fatigue 

crack growth (FCG), and final fracture (FF) areas are demarcated as the main features of the 

fracture surface. It is clear that the forged samples tested at different strain amplitudes shows 

multiple FCI sites while the as-cast sample exhibits lower number of FCI sites. In general, 

increasing the strain amplitudes, the FCG zone decreased which is the indication of shorter 

fatigue life as seen in Figure 11. At the same time, a wider FCG zone can be detected on the 



  

fracture surface of the forged sample compared to the as-cast sample indicating the longer 

fatigue life of the forged sample.  This can be due to the fact that the microstructure of the forged 

alloy contains finer grains and also that less volume fraction of porosities and inclusions exists in 

the material (Figure 3). Figure 13 depicts the crack initiation site of the as-cast alloy at higher 

magnifications. Most of the cracks have initiated from the open surface area as a consequence of 

the extrusion/intrusion of the slip bands formation, known as persistent slip band (PSB), or 

casting porosities. These porosities can join together and make voids leading to a crack 

formation. At the same time, the interactions between grains and PSB, which are made by cyclic 

irreversible slips, are reported to be a major drive for crack initiation in different metals, 

especially in HCF regime [60][61][62]. However, other studies [63] also stated that in the LCF 

regime, crack initiation and propagation proceed along PSB through dendritic cells in the as-cast 

alloys as well. Figure 14 shows the crack initiation sites of the forged alloy at the similar two 

total strain amplitudes at higher magnifications. As shown in Figure 14 (b), oxide layers are 

observed on the FCI sites. It is also noticed that the matrix was delaminated and formed a step 

like morphology during crack propagation. In addition, secondary cracks were also noticed in the 

matrix which is an indication of strengthening of the matrix (Figure 14(d)). As seen in Figure 15, 

micro-cliffs, step like morphologies parallel to the fatigue cracks, and fatigue striation (FS) are 

the main characteristics which are marked by arrows of the FCG zone. It is well established that 

the fatigue cracks are propagating perpendicular to the FS and parallel to the micro-cliffs [64]. 

Each striation mark denotes the fatigue crack propagation in each cycle. It is noticed that the FS 

marks on the fracture surface of the forged alloy are finer than those on the surface of as-cast 

alloy under the same strain amplitude. For instance, at the total strain amplitude of 0.5%, the 

average distance between the striations on the fracture surface of as-cast ZK60 is ~1.2 µm, while 

the forged material exhibits FS with average distance of ~0.65 µm. This corresponds well with 

the longer fatigue life of the forged alloy. At the same time, it is noticed that with increasing the 

strain amplitude (Figure 15(b) and Figure 15(d)), FS marks become coarser (~2.6 µm and 0.9 µm 

between the striations for the as-cast and forged ZK60, respectively, at the total strain amplitude 

of 0.9%) because more cracks opening lead to greater plasticity on each cycle. Figure 16 

represents the magnified FF zones on the fatigue fracture surface of the as-cast and forged ZK60. 

It is worth to mention that FF area for all testing conditions show tensile like morphology as 

illustrated in [39]. As depicted in Figure 16, the as-cast alloy resembles a quasi-cleavage surface 



  

with some dimples besides tear ridges. In contrast, more dimples can be observed on the fracture 

surface of the forged alloy. This is in correlation with the result obtained under tensile monotonic 

results (Table 1) that the forged alloy exhibits higher ductility. At the same time, the SEM 

images at the FF evident that intermetallics played a great roll in fatigue life (Figure 17). As 

discussed earlier that the volume fraction of intermetallics in the as-cast sample is higher than the 

forged sample (Figure 3). As displayed in Figure 17(a, b), the identified intermetallics on the 

fracture surfaces of as-cast samples tested at the different stress amplitude of 0.5% and 0.9% 

were ZnZr2 and MgZn2, which exhibits multiple cracks were the potential sites of the nucleation 

of cracks results premature failure and shorter the fatigue life. In contrast, the fracture surfaces of 

forged samples (Figure 17(c, d)) tested at the similar strain amplitudes shows less volume 

fraction of the intermetallic (only ZnZr2) results lower nucleation sites for the cracks leading to 

the longer fatigue life. The combined action of grain refinement, modification of texture and 

strengthening of the matrix by dissolving the intermetallics (solid solution strengthening) and 

reducing the defects has caused the forged sample to obtain longer fatigue life compared to the 

as-cast ZK60. Similar type of fatigue life enhancement was observed in cast forged AZ31B [38]. 

 

3.5 Fatigue modeling 

Fatigue is the primary failure mechanism in most engineering components hence the accurate 

prediction of the fatigue life of an in-service component is of critical importance. Several fatigue 

models were established to predict the fatigue life leading to the fatigue damage per cycle and 

compared with the experimental obtained fatigue life data [65]–[68]. The suggested models are 

either stress- strain- or energy-based. In this study, the stress based approached may not be 

suitable for modelling the ZK60 alloy subjected to strain-controlled fatigue testing [69]. At the 

same time, the well-established fatigue models presently available in literature were either for 

isotropic materials, or for other forms of wrought Mg alloys (such as rolling or extrusions) with 

different characteristics than the current forged ZK60 alloy. Therefore the present study adopted 

the following models to describe the cyclic behavior of the studied ZK60 alloy. 

The strain-life response of metals is often modeled by Coffin-Manson-Basquin 

(Morrow’s) equation [70][71]. The elastic strain and plastic strain amplitudes are defined by the 

Basquin and Coffin-Manson equations, respectively as: 



  

           
  

 

 
     

  (1) 

             
      

  (2) 

where,            and            are the elastic and plastic strain amplitudes, respectively. E is the 

modulus of elasticity, which is approximately 45 GPa for ZK60 Mg alloy [67] and close to the 

average modulus of elasticity obtained from cyclic tests, and    is the fatigue life.   
  and b are 

the fatigue strength coefficient and fatigue strength exponent, respectively, and   
  and c are 

fatigue ductility coefficient and fatigue ductility exponent, respectively. The total strain 

amplitude,   , is then obtained from:  

   
  

 

 
     

    
      

  (3) 

 

Eq. (1) and (2) were employed to calculate the Coffin-Manson Parameters which are listed in 

Table 3. Figure 18 represents the fatigue life predicted by the Coffin-Manson model versus the 

life obtained from the experiments. According to this figure, the majority of data points are 

located between the factor of 2 bound lines. However, two data points corresponding to    

      lay outside this domain. 

The Jahed-Varvani model (JV) [72] [73] was also employed in this study to predict the 

fatigue life of as-cast and forged ZK60. The JV model relates the fatigue life to a measure of 

strain energy, as opposed to the Coffin-Manson model relating the life to strain amplitude. The 

JV model accounts for the mean stress effects. Because energy is a scalar parameter, the strain 

energy corresponding to different stress/strain components can be manipulated algebraically, 

without the concern of different material orientation or loading direction [67]. According to this 

model, the total strain energy density is expressed by two terms: i) the positive elastic strain 

energy density,    
 , and ii) the plastic strain energy density,     [74]. The former part which 

accounts for the effect of mean stress can be calculated by Eq. 4, where      is the tensile peak 

stress of the hysteresis loop. In addition, the plastic strain energy density is calculated from the 

area inside the half-life hysteresis loop.  
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Figure 19 displays the schematic of the total energy density obtained from the half-life hysteresis 

loop. 

 The strain energy density is then related to the fatigue life as: 

     
      

    
      

  (5) 

 

where   
 , B,   

 , and C are the fatigue strength coefficient, the fatigue strength exponent, the 

fatigue toughness coefficient, and the fatigue toughness exponent, respectively. The values of 

these parameters are calculated and listed in Table 4.  

Figure 20 displays the correlation between the predicted fatigue life and the experimentally 

obtained fatigue life of the as-cast and forged materials. As can be seen, the majority of the data 

points are banded within the lines of factor of 1.5 which shows the promise of JV model to 

predict the fatigue life of as-cast and forged ZK60 under uniaxial loading. 

 There was more scatter seen in the Coffin-Manson results due to the fact that Coffin-

Manson equation does not account for the mean stress effect, whereas mean stress are generated 

during fully reversed strain-controlled tests due to asymmetry. However, in the JV model, as 

indicated previously, the elastic part of the total strain energy density accounts for the means 

stress effect. . 

 

4. Conclusions 

In the present study, the cyclic behavior of as-cast and cast-forged ZK60 was studied at different 

strain amplitudes. From the above results and discussion, the following conclusions are made: 

1- While as-cast ZK60 displays symmetric hysteresis loops at different strain amplitudes, 

the shape of hysteresis loops for the forged material depends on the applied strain 

amplitude. For the strain amplitudes lower than 0.4%, the shape of the hysteresis loops is 

symmetric and dislocation slip governs the deformation. At the strain amplitude of 0.4%-

0.5%, twinning is activated under the compression reversal and detwinning occurs during 



  

the subsequent tension reversal during the first few cycles; therefore, the hysteresis loop 

shape is sigmoidal. However, the half-life hysteresis loop is symmetric, as no more 

twinning/ detwinning is happening. For strain amplitudes more than 0.5%, the applied 

stress is large enough to make twinning/ detwinning occurring during the whole life as a 

result of the basal texture, thereby the half-life hysteresis loop as well as the second cycle 

hysteresis loop is asymmetric. 

2- In general, forged ZK60 is exhibiting superior fatigue strength compared to the as-cast 

alloy owing to the grain refinement happening in the forged material and lower amount of 

porosities and second-phase particles inside its microstructure. 

3- Different mechanisms of crack initiation for the forged material are proposed. At high 

cycle fatigue regime, persistent slip bands (PSB) and intermetallics are the major cause of 

crack nucleation. On the other hand, for the strain amplitudes higher than 0.4%-0.5%, 

that twinning is occurring, the interaction between twin-twin bands besides twin-

dislocation can also form cracks leading to final fracture. 

4- The Coffin-Manson fatigue model and the energy-based JV model were assessed in terms 

of the fatigue life prediction for the as-cast and forged ZK60. Both models yielded 

predictions with the 2x band, however, due to consideration of mean stress through 

elastic strain energy density, the JV model predictions were confined within 1.5x band. 
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Table Captions: 

Table 1. Mechanical properties of as-cast and forged ZK60 under monotonic tensile loading 

Table 2. Cyclic tests summary for the half-life cycle for as-cast and forged ZK60 Mg alloy 

Table 3. Coffin-Manson parameters for the as-cast and cast-forged ZK60 magnesium alloy 

Table 4. The energy parameters of JV fatigue model for the tested as-cast and cast-forged ZK60 

magnesium alloy 

  



  

Figure Captions: 

Figure 1. (a) Schematic illustration of the open-die forging process; (b) the final ZK60 sample 

after forging at 450⁰C with the ram speed of 390 mm/min  Note: LD-longitudinal 

direction, RD-radial direction and FD-forging direction. 

Figure 2. Schematic depiction of the specimen locations and directions in (a) as-cast and (b) 

forged ZK60 

Figure 3 Typical optical microstructures of as-cast ZK60 in unetched (a), and etched conditions 

(b) and forged ZK60 in unetched (c) and etched conditions (d) 

Figure 4. The (0002) basal and         prismatic pole figures (PF) for (a) as-cast ZK60, (b) cast-

forged ZK60 Mg alloy [39] 

Figure 5. Typical engineering stress-engineering strain hysteresis loops for the as-cast (a, b, c) 

and forged (d, e, f) ZK60 Mg alloy at different total strain amplitudes of 0.3% (a, d), 

0.5% (b, e), and 0.7% (c, f) 

Figure 6. Half-life hysteresis loops for as-cast ZK60 obtained from fully-reversed strain 

controlled fatigue tests at different strain amplitudes of (a) 0.2 -0.5% and (b) 0.6-0.9%. 

Figure 7. Half-life hysteresis loops for forged ZK60 obtained from fully-reversed strain 

controlled fatigue tests at different strain amplitudes of (a) 0.2 -0.4% and (b) 0.5-0.9%. 

Figure 8. Cyclic behavior of as-cast and forged ZK60 obtained by connecting the peak stresses of 

the half-life hysteresis loops at different strain amplitudes. Note: T is for tensile peaks on 

and C is for compressive peaks 

Figure 9. Comparison of the cyclic tensile and quasi-static tensile behavior for as-cast and forged 

ZK60 

Figure 10. The variation of stress amplitude vs. number of cycles for (a) as-cast and (b) forged 

ZK60 under different strain amplitudes 

Figure 11. Strain-life data obtained from fully-reversed strain controlled cyclic tests for cast and 

cast-forged ZK60 

Figure 12. SEM images of fatigue fracture surfaces of ZK60 Mg alloy at different strain 

amplitudes (a) as-cast at    0.5%, (b) as-cast at    0.9%, (c) forged at    0.5%, and 

(d) forged at    0.9% (Yellow arrows indicate the position of FCI sites, and the dashed 

lines represent the boundary between the FCG and the FF zones) 

Figure 13. SEM images of FCI locations in as-cast ZK60 tested at strain amplitudes of εa=0.5% 

(a-c), and εa=0.9% (d, e) 

Figure 14. SEM images of fatigue fracture surfaces for cast forged ZK60 tested at a strain 

amplitude of 0.5% (a, b) and 0.9% (c, d) showing the crack initiation sites with (d) 

secondary cracks and delamination of the matrix. 



  

Figure 15. SEM images of the FCG regions of ZK60 under different strain amplitudes (a) as-cast 

at εa=0.5%, (b) as-cast at εa=0.9%, (c) forged at εa=0.5%, and (d) forged at εa=0.9% 

Figure 16. SEM images of the FF regions of ZK60 under different strain amplitudes (a) as-cast at 

εa=0.5%, (b) as-cast at εa=0.9%, (c) forged at εa=0.5%, and (d) forged at εa=0.9% 

Figure 17. SEM images with EDX spectrums of the FF regions of ZK60 under different strain 

amplitudes (a) as-cast at    0.5%, (b) as-cast at    0.9%, (c) forged at    0.5%, and 

(d) forged at    0.9% 

Figure 18. Predicted life vs. experimental life for as-cast and forged ZK60 Mg alloy using the 

Coffin-Manson model 

Figure 19. Schematic illustration of positive elastic and plastic strain energy densities [74] 

Figure 20. Predicted life versus the experimental life for as-cast and forged ZK60 Mg alloy using 

the JV fatigue model 

 

 

 

  



  

 

 

 

 

    

 

 

 

Figure 1. (a) Schematic illustration of the open-die forging process; (b) the final ZK60 sample 

after forging at 450C with the ram speed of 390 mm/min  

Note: LD-longitudinal direction, RD-radial direction, and FD-forging direction. 

 

  

Figure 2. Schematic depiction of the specimen locations and directions in (a) as-cast and (b) 

forged ZK60  

 

LD 

LD LD LD LD LD LD LD LD 

RD 

(b) (a) 

LD 

RD 

LD 

RD 

FD 

0.75R 

D1=135 mm 

H=13 mm 

(a) (b) 

D2

=1

30 

m

m 
63.5 mm 

65 mm 

LD 
RD 

FD 



  
     

  

  

 

Figure 3 Typical optical microstructures of as-cast ZK60 in unetched (a), and etched conditions 

(b) and forged ZK60 in unetched (c) and etched conditions (d) 
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Figure 4. The (0002) basal and          prismatic pole figures (PF) for (a) as-cast ZK60, (b) cast-

forged ZK60 Mg alloy [39] 
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Figure 5. Typical engineering stress-engineering strain hysteresis loops for the as-cast (a, b, c) 

and forged (d, e, f) ZK60 Mg alloy at different total strain amplitudes of 0.3% (a, d), 0.5% (b, e), 

and 0.7% (c, f) 
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Figure 6. Half-life hysteresis loops for as-cast ZK60 obtained from fully-reversed strain-

controlled fatigue tests at different strain amplitudes of (a) 0.2 -0.5% and (b) 0.6-0.9%. 
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Figure 7. Half-life hysteresis loops for forged ZK60 obtained from fully-reversed strain-

controlled fatigue tests at different strain amplitudes of (a) 0.2 -0.4% and (b) 0.5-0.9%. 
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Figure 8. Cyclic behavior of as-cast and forged ZK60 obtained by connecting the peak stresses of 

the half-life hysteresis loops at different strain amplitudes 

Note: T is for tensile peaks on and C is for compressive peaks 

 
Figure 9. Comparison of the cyclic tensile and quasi-static tensile behavior for as-cast and forged 

ZK60 
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Figure 10. The variation of stress amplitude vs. number of cycles for (a) as-cast and (b) forged 

ZK60 under different strain amplitudes 
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Figure 11. Strain-life data obtained from fully-reversed strain controlled cyclic tests for cast and 

cast-forged ZK60 

  

0 

0.1 

0.2 

0.3 

0.4 

0.5 

0.6 

0.7 

0.8 

0.9 

1 

1.E+02 1.E+03 1.E+04 1.E+05 1.E+06 1.E+07 1.E+08 

S
tr

a
in

 A
m

p
li

tu
d

e
 

/2
 (

%
) 

Life (Nf) 

As-Cast 

Forged 

ZK60 Extrusion [25] 



  
  

  

Figure 12. SEM images of fatigue fracture surfaces of ZK60 Mg alloy at different strain 

amplitudes (a) as-cast at    0.5%, (b) as-cast at    0.9%, (c) forged at    0.5%, and (d) 

forged at    0.9% (Yellow arrows indicate the position of FCI sites, and the dashed lines 

represent the boundary between the FCG and the FF zones) 
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Figure 13. SEM images of FCI locations in as-cast ZK60 tested at strain amplitudes of    0.5% 

(a-c), and    0.9% (d, e)  
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Figure 14. SEM images of fatigue fracture surfaces for cast forged ZK60 tested at a strain 

amplitude of 0.5% (a, b) and 0.9% (c, d) showing the crack initiation sites with (d) secondary 

cracks and delamination of the matrix.  
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Figure 15. SEM images of the FCG regions of ZK60 under different strain amplitudes (a) as-cast 

at    0.5%, (b) as-cast at    0.9%, (c) forged at    0.5%, and (d) forged at    0.9%  
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Figure 16. SEM images of the FF regions of ZK60 under different strain amplitudes (a) as-cast at 

   0.5%, (b) as-cast at    0.9%, (c) forged at    0.5%, and (d) forged at    0.9%  
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Figure 17. SEM images with EDX spectrums of the FF regions of ZK60 under different 

strain amplitudes (a) as-cast at    0.5%, (b) as-cast at    0.9%, (c) forged at    0.5%, 

and (d) forged at    0.9% 
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Figure 18. Predicted life vs. experimental life for as-cast and forged ZK60 Mg alloy using the 

Coffin-Manson model 
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Figure 19. Schematic illustration of positive elastic and plastic strain energy densities [74] 
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Figure 20. Predicted life versus the experimental life for as-cast and forged ZK60 Mg alloy using 

the JV fatigue model 
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Table 2. Mechanical properties of as-cast and forged ZK60 under monotonic tensile loading 

 

0.2% offset yield 

strength (MPa) 

Ultimate tensile 

strength (MPa) 

Fracture strain 

(%) 

As-Cast 138 ± 0 279 ± 3 15 ± 1 

Forged 163 ± 10 286 ± 4 26 ± 3 

 

  



  

    Table 3. Cyclic tests summary for the half-life cycle for as-cast and forged ZK60 Mg alloy 

Specimen 
condition 

Strain 
amplitude 

(%) 

Elastic 
strain 

amplitude 
(%) 

Plastic 
strain 

amplitude 
(%) 

max 
stress 
[MPa] 

min 
stress[MPa] 

Life 
Elastic strain 

energy 
density[MJ/m3] 

Plastic strain 
energy 

density[MJ/m3] 

As-cast 

0.9 0.439 0.461 198 -197 750 0.44 1.95 

0.9 0.428 0.472 203 -183 709 0.46 1.95 

0.8 0.420 0.380 191 -188 1338 0.40 1.47 

0.8 0.421 0.379 192 -186 818 0.41 1.48 

0.7 0.407 0.293 187 -167 1563 0.39 0.99 

0.7 0.398 0.302 187 -171 1194 0.39 0.99 

0.6 0.391 0.209 185 -167 1388 0.38 0.67 

0.6 0.384 0.216 179 -166 2040 0.36 0.67 

0.5 0.359 0.141 164 -160 2858 0.30 0.49 

0.5 0.363 0.137 164 -163 2321 0.30 0.49 

0.4 0.315 0.085 160 -123 4149 0.28 0.24 

0.4 0.314 0.086 149 -134 4996 0.25 0.23 

0.3 0.271 0.029 122 -121 14417 0.17 0.07 

0.3 0.269 0.031 128 -114 15299 0.18 0.07 

0.3 0.256 0.044 114 -117 27137 0.15 0.06 

0.2 0.184 0.016 81 -84 516579 0.07 0.01 

0.2 0.190 0.010 85 -87 165385 0.08 0.01 

0.175 0.175 0.000 73 -74 >10000001 0.06 0.00 

0.15 0.150 0.000 66 -64 >10000000 0.05 0.00 

Forged 

0.9 0.416 0.484 197 -179 832 0.43 1.81 

0.7 0.420 0.280 220 -161 1707 0.54 1.01 

0.7 0.427 0.273 221 -164 1674 0.54 0.99 

0.5 0.359 0.141 180 -144 3976 0.36 0.37 

0.5 0.355 0.145 176 -143 7041 0.34 0.38 

0.4 0.324 0.076 154 -139 13090 0.26 0.28 

0.4 0.295 0.105 138 -130 17152 0.21 0.28 

0.3 0.256 0.044 125 -116 58490 0.17 0.11 

0.3 0.268 0.032 115 -117 82445 0.15 0.11 

0.25 0.238 0.012 105 -110 105616 0.12 0.03 

0.25 0.221 0.029 97 -104 536971 0.10 0.03 

0.22 0.220 0.000 92 -93 >10000000 0.09 0.00 

0.2 0.200 0.000 88 -88 >10000000 0.09 0.00 

 

 



  

Table 4. Coffin-Manson parameters for the as-cast and cast-forged ZK60 magnesium alloy 

fatigue parameter As-cast ZK60 Forged ZK60 

  
  (MPa) 442 510 

b -0.12 -0.12 

  
  0.31 0.37 

c -0.62 -0.59 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



  

Table 5. The energy parameters of JV fatigue model for the tested as-cast and cast-forged ZK60 

magnesium alloy 

fatigue parameter As-cast ZK60 Forged ZK60 

  
  (MJ/m

3
) 4.20 4.30 

B -0.30 -0.27 

  
  (MJ/m

3
) 1525.50 290.60 

C -0.92 -0.70 

 

 

  



  

 

 

Highlights 

 Cyclic behavior of ZK60 Mg alloy cast prior to and after forging process is studied. 

 

 Microstructure modification after forging leads to better fatigue response. 

 

 Forged alloy asymmetric fatigue behavior is due to the induced sharp basal texture. 

 

 ZnZr2 and MgZn2 intermetallics are main source of crack initiation. 

 

 An energy-based fatigue life model closely estimated the cyclic life. 

 


