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Abstract  

Al/CuO is a well-studied thermite system enabling high energy release and production of 

pure copper from the reaction. Common Al/CuO thermites include composites of Al and CuO 

micro- and nano-particles, multi-layered Al and CuO structures, and agglomeration of particles. 

There is a gap in fabrication and characterization of individual and spherical Al/CuO core-shell 

particles that have promising application in mobile delivery of energy. 

A new synthesis method for producing spherical Al/CuO particles with a core-shell 

structure is introduced in this thesis. The compositions and microstructures of as-produced samples 

are investigated during fabrication and over the thermite reaction through which the core-shell 

geometry is characterized and the reaction mechanism is studied. 

Spherical Al particles with two distinct diameters – 40 nm and 1 𝜇𝑚 – are coated with CuO 

shell. Their thermochemical properties are measured in with Thermogravimetric analysis and 

Differential Scanning Calorimeter. With the help of XRD, XPS, TEM and SEM/EDS, the 

microstructures and the compositions are investigated. The combustion properties of these two 

samples are studied using laser ignition and a high-speed camera. 

It is concluded that the developed synthesis method is able to produce the core-shell 

samples with satisfying ignition parameters and energy release. The reaction mechanism and 

combustion properties of those representative core-shell particles with different sizes are different, 

where the micro-sized sample could be dominant by condensed phase reaction and nano-sized 

sample could be dominant by heterogeneous reaction. 
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1.0 Introduction 

1.1Motivation and Problem statement 

Metal-based energetic materials, also known as thermites composites, have shown a 

promising application in metal refining, welding, pyrotechnics and munitions since their higher 

energy density is compared to other energetic materials.1,2 Thermites composed of fuel (metal) and 

oxidiser (metal oxide) which release stored chemical energy upon external stimulation, such as 

heat or current. Aluminium is the most commonly used fuel material due to its abundance on the 

earth and high oxidation energy release, and magnesium, zinc and titanium are also investigated 

as a fuel source.3,4 For the oxidiser, many different types of materials could be utilised including 

CuO, Fe2O3, MoO3 and NiO.  

Nowadays, more applications for thermites in Microelectromechanical systems (MEMS) 

require more precise control of the characteristics of the thermites, including heat release, gas 

generation and initiation temperature. The main product of this thesis, core-shell spherical particles, 

in contrast to other structures, such as films and arrays, are attractive in applications involving 

mobile particles. Meanwhile, the low cost of raw materials would assist in promoting large-scale 

production for application in more areas.  

The performance of microparticle and nano-particle composites depends heavily on mixing 

and packing, and different thermites with unique features could be applied in some certain areas 

like molecular delivery systems. Thus, it is vital to explore how structures, sizes and composition 

affects the characteristic of this thermite and to develop more advanced thermites based on these 

conclusions. Additionally, the investigation of the reaction mechanism for both microparticles and 

nano-particles composites would support the future modification on this type of thermites.  
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1.2 Research Objects 

The successful synthesis of Al/CuO thermites with spherical core-shell structures is the 

first goal of this thesis, since most updated core-shell structures are based on wires and sputtering. 

Both micro- and nano-scale Al particles would be utilized as the raw material, since they could 

target different requirements. Microscale products whose thermal characteristics are comparable 

with some nano-thermites could be used for the large-quantity requirement with advanced 

properties and low cost at the same time, while nano-scale products are more suitable for even 

smaller devices with an extremely high-performance requirement. Importance should be placed on 

how different structures, equivalence ratio and sizes would influence the thermal performance of 

the thermites. The performance of thermites under laser ignition has also been measured to explore 

the difference of the thermites under high heating rates. The reaction mechanism for both micro-

thermites and nano-thermites of Al/CuO would be discussed based on the thermal performance 

under different heating rates, and some literature modelling results would be utilised to compare 

the experimental data. 

1.3 Thesis Organization 

 Chapter 2 provides a literature review of relevant thermites, and their different synthesis 

methods, characterization methods, and an introduction of proposed applications for thermites. In 

chapter 3, the fabrication method for producing spherical Al/CuO core-shell particles is introduced 

first, then a detailed description of the compositions and microstructures of samples will be given. 

In chapter 4, the experimental results and corresponding discussion will be outlined, in which the 

thermochemical properties of two distinct samples will be discussed through DSC measurement 

and laser ignition results. Then the reaction mechanisms for these two samples will be studied 



3 

 

based on previous experiments in chapter 4. A summary of all the results and contributions of this 

thesis will be shown in chapter 5, along with the future work discussion. 
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2.0 Literature Review 

2.1 Introduction to energetic materials 

There are many types of energetic materials that could store much energy, since they have 

been developed for hundreds of years. TNT, RDX and CL-20 are common species of the 

monomolecular compound of energetic materials, which are famous for fast reaction rates,5 while 

the relatively low energy densities of this type material make metal-based energetic material 

suitable for application with requirement of high energy release. The comparison of energy 

densities for different types of energetic materials is shown in Figure 2.1.5 

 

 

Figure2. 1 Reaction enthalpy of monomolecular energetic materials and metal fuels5 

 

In 1908, Goldschmidt first defined the word “thermit” as the exothermic oxidation-

reduction reaction between aluminium and a metallic oxide, which could generate a large amount 

of heat rapidly.6 Later, the concept of thermite reaction was broadened to the oxidation-reduction 

reaction of a metal and metallic or non-metallic oxide. The oxygen from the oxide will form more 



5 

 

stable bonds with the metal during the reaction, and the reaction is shown below. In this equation, 

M and AO are the metal (fuel) and the oxide, where MO and A represent the newly formed oxide 

and metal/non-metal respectively, and ∆𝐻 is the heat generated by this reaction. 

 

𝑀 + 𝐴𝑂 → 𝑀𝑂 + 𝐴 + ∆𝐻                                                       (Eq. 2-1) 

 

One important application of traditional termites is to weld metal components by melting 

the joining one.7 Moreover, the thermite material used for this application is usually mixed with 

microscale powder to lower the cost. Due to the longer diffusion distance of mass and heat, a 

micro-sized powder mixture would have lower reaction rates and longer ignition delay compared 

to those of monomolecular energetic compounds.8 The slower reaction rate results in a heat loss, 

which could cause a quenching effect sometimes. Moreover, micro-sized powder thermites are not 

very sensitive to triggers, such as impact, friction and electrostatic discharge, creating stricter 

ignition conditions.9 For example, to join the railways, pre-heating sources are required to ignite 

the thermite reaction and heating sources are also required during the process to maintain the 

thermite reaction due to the huge heat loss, while the research on the relationship between size and 

thermal properties concluded that smaller scale of thermites with a higher surface to volume ratio 

could lead to lower activation energy and a lower reaction speed.10 Researchers developed some 

new structures introducing nano-particles to meet new requirements for thermites, and the 

diffusion distance for both mass and heat would be shortened consequently. The homogeneous 

mixtures of nano-particles significantly improved the performance of thermite reactions. For 

example, Aumann used 20-50nm Al/MoO3 nano-thermites to obtain a reaction 1,000 times faster 

than the conventional thermites.11 Since the performance of nano-thermites is similar to 
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monomolecular energetic material, they are also called metastable intermolecular composites 

(MIC).  

The development of a core-shell structure further increased the performance of thermites 

due to the even larger contact area and shorter diffusion distance for mass. Silicon is the commonly 

used substrate material and the oxide would grow on the substrate. The metal would be deposited 

on top of oxide through magnetron sputtering or vapour deposition.12,13 As illustrated by Figure 

2.2, the contact areas for all three core-shell structures between metal and oxide are significantly 

increased when compared to power mixtures and, thus, the thermite reaction would have a lower 

onset temperature.  

 

 

Figure2. 2 Comparison of different structures of thermites. 

 

2.2 Types of thermites 

 There are various pairs of metal and oxide materials investigated for thermites, and 

they would have different features meeting various requirements. Common metal materials are 

aluminium, boron, zinc, silicon and magnesium. More types of oxide have been introduced into 
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this system, including Fe2O3, NiO, CuO, MoO3 and WO3, and the characteristic of the thermite 

reaction is highly material dependent. Table 1 compares the heat of reaction, adiabatic reaction 

temperature, state of products and gas production for thermites: Al/CuO, Mg/CuO, Al/Fe2O3 and 

Al/NiO. Even though Mg/CuO has higher energy release, Al is the more commonly used material, 

since Mg is more expensive, and Mg is sometimes too reactive. The oxide layer of Al2O3 outside 

of Al gives Al the advantage of stability and safety when compared to other highly reactive fuels. 

The heat flow traces of different Al-based thermites with a mixture of nano-powders are shown in 

Figure 2.3 and they are the major species of research interest in the past.14 

 

Figure2. 3 DSC traces for different thermites prepared with mixing of Al and oxidizer 

nanopowder14 
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Table 2- 1 Properties of selected thermites, modified from Fischer et al.15 

Reactants 
Heat of reaction 

(cal/g) 

Adiabatic reaction temperature 

(K) 

State of products Gas production 

(gas / reactant) Oxide metal 

2Al+3CuO 974.1 5718 liquid l-g 0.3431 

Mg+CuO 1102 6502 solid l-g 0.5201 

2Al+Fe2O3 945.4 4382 liquid l-g 0.0784 

2Al+3NiO 822.3 3968 liquid l-g 0.0063 

 

 

The amount of gas production by the material indicates the explosiveness of the material. 

If the material has a large amount of gas production, like Mg/CuO, it would be more suitable for 

producing explosives like fireworks, while it would not satisfy the welding or joining requirements, 

since too much bubble would be generated during the process. Al/CuO thermites have a relatively 

high-energy release and moderate amount of gas production, which makes them a well-studied 

type of thermite. Many theoretical and experimental studies have been conducted on the Al/CuO 

system, but the exact reaction mechanism behind has not been well explained since the thermite 

reaction involves many reactions, phase transformations and decompositions, which are shown 

below as equations, modified from Baijot et al.16 

 

 2	𝐶𝑢𝑂(/) ↔ 𝐶𝑢2𝑂(/) 	+ 	
1
2𝑂2(4) 

(Eq. 2-2) 

 𝐶𝑢2𝑂(/) 	→	𝐶𝑢2𝑂	(5)	 (Eq. 2-3) 

 𝐶𝑢2𝑂(5) ↔ 2𝐶𝑢(5) 	+ 	
1
2𝑂2(4) 

(Eq. 2-4) 
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 𝐶𝑢(/) → 𝐶𝑢(5) ↔ 𝐶𝑢(4) (Eq. 2-5) 

 4𝐴𝑙(4) + 3𝑂2 → 2𝐴𝑙2𝑂9 (Eq. 2-6) 

 𝐴𝑙(/) 	
::;	℃
=⎯⎯?	𝐴𝑙	(5) 	↔ 	𝐴𝑙(4) (Eq. 2-7) 

 3𝐶𝑢𝑂 + 2𝐴𝑙 → 3𝐶𝑢 + 𝐴𝑙2𝑂9 (Eq. 2-8) 

  

Equation 2-2 shows the decomposition of CuO, which could be a reaction step before the 

thermite reaction. The phase change of Cu2O is represented in equation 2-3 and it usually happens 

at 1232℃. Since the thermite reaction is fast and a huge amount of energy would be released during 

reaction, it is difficult to determine the phases of compositions. Equation 2-4 shows a further 

decomposition of Cu2O and equation 2-5 shows the phase change of Cu. Equation 2-6 represents 

the combination of Al and O2. The phase changes of Al are shown in equation 2-7 and this melting 

peak would be observed after thermite reaction in this series of experiments. Equation 2-8 

represents the overall thermite reaction for Al and CuO. 

  

Usually, thermite reaction for micro-composites appears after the melting of Al and the 

onset temperature is significantly affected by the particle size of Al,17 while for micro-composites 

with core-shell structures, the onset temperature of thermite reaction could reduce to a temperature 

below the melting point of Al, indicating a condensed phase reaction for metal and oxide. Nano-

thermites usually have advanced thermal properties when compared to micro-thermites, while the 

price of nano-particles remains high until now, besides the cost of the advanced machine to 

synthesise nano-thermites like the magnetron sputtering machine. The traditional application of 

thermites like pyrotechnics and munitions usually requires a large amount, so the product should 

be suitable for large-scale production with low costs and stability for transportation. Core-shell 
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spherical thermites with micro Al are developed for this purpose, whose thermal properties are 

similar to nano-powder thermites. Meanwhile, the core-shell spherical nano-thermites are 

investigated for more advanced applications like MEMS involving moving particles with higher 

requirements for the energy release. As mentioned previously, Al-CuO is a well-studied system in 

the last decade for all their promising properties, as a thermite and many different features of the 

material and the reaction have been well addressed, both theoretically and experimentally. We are 

introducing a relatively new structure with its advantages and drawbacks, and the reaction 

mechanism would be discussed as associated with the structure features.  

 

2.3 Applications of thermites 

Welding is the most important application for thermite material, due to the large amount of 

heat released, and the little amount of gas produced during thermite reaction. The thermite of the 

Al/Fe2O3 powder mixture has been applied in railway welding for a long time. During the welding 

procedures, molten Fe and Al2O3 would be produced and the iron would flow into the welding area 

due to the density difference and gravity. The application for thermites could be extended to 

underwater construction, such as wet welding and thermal drilling due to the zero-oxygen 

balance.18That feature makes thermites also suitable for welding in other low-oxygen or vacuum 

environments like spacecraft maintenance.  

 

Propulsion and thrust is another popular direction for the application of thermites, since a 

large amount of heat would be produced and much gas would be generated for some types of 

thermites. For example, Gustavo et al. proposed a micro-actuator with elastic membrane, which 

could eject a few nano-litres of fluid under the high pressure generated by thermites; this micro-
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actuator is suitable for a disposable lab-on-a-chip, as illustrated in Figure 2.4.19 The application of 

thermites for the high-speed propulsion of underwater vehicles has been investigated by Hacker et 

al.20 The gas generation and heat release for thermites could be well controlled by adjusting the 

structures and the compositions, so they could be utilised for the course correction of 

microsatellites, since they require a high precision of gas generation to avoid rotating.21 Integrated 

with MEMs, many applications of thermites in biological areas have been developed, including 

intranuclear molecular transport and antimicrobial energetic systems.22,23 Since the biological 

systems required precise control and low toxicity, thermites with specific compositions could meet 

these criteria.   

 

 Figure2. 4 (a) 3D view of the structure of the micro-actuator. (b) Schematic of the working 

principle for micro-actuator from Gustavo et al.19 

 

Thermites could also be used in metal refining, since the oxide will be reduced to 

corresponding metal during the thermite reaction. For instance, a Fe-Cr alloy will be heated with 

Na2CO3 and sulphur to form chromium oxide. Then, the oxide will be reduced to pure Cr by a 

thermite reaction.24 While the products of oxide and metal could be hardly separated, this 

problem negatively impacts the promotion of thermites in metal refining. Moreover, the self-

propagating thermite reaction could be utilized for melting of municipal solid waste incinerator 

fly ash. According to experimental results, fly ash of less than 30% in total mass of mixture with 
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thermites could start a self-propagating reaction and meanwhile, most of iron was retrieved as 

alloy while the rest of non-reductive oxides as slag.25 

  

Figure2. 5 schematic of reactor for melting of municipal solid waste incinerator fly ash by waste-

derived thermite reaction25  

 

Thermites reaction will release a large amount of heat, while the thermite reaction also 

requires a high temperature and much energy to trigger, which limits the developments of thermites 

in portable and disposable devices. Jang et al. proposed an efficient assembly method of thermites 

with a polymeric lens, which could be ignited by a remote low-power pointer with a low input 

power of about 500 mW.26 As shown in Figure 2.6, a thin polydimethylsiloxane membrane can be 

incorporated with the optical igniter containing thermites to form a pressure-driven membrane 

actuator, which is reproducible and cost-efficient. Thermites with these new ignition techniques 

could be applied in smaller devices with microheaters, and the consistency and controllability of 

laser ignition further improve the controllability of nano-thermites. 
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Figure2. 6 The working principle of alarm switch operated remotely using a focused-laser-

assisted igniter from Nam-su et al.26 

2.4 Fabrication methods of thermite composites 

 Thermites have been utilised for hundreds of years and various methods have been 

developed to fabricate better thermites with different features. Popular methodology includes 

arrested reactive milling27, vacuum filtration28, electrophoretic deposition (EPD)29, 

electrospraying30, atomic layer deposition31, sputtering32,33,34, sol-gel synthesis35,36, DNA-directed 

assembly37 and sonication38,39. As mentioned previously, the reaction rate and energy release of 

thermites are dependent on the transfer efficiency of heat and mass, as well as the degree of contact 

between fuel and oxide. Researchers tried many methods to increase the interfacial contact 

between reactants, which in turn facilitates the diffusion between them and increases the rate of 

energy release.40 The features of different methodologies will be discussed below, and they are 

divided into particles and layered structures. 

 

 



14 

 

 Both sonication and ball milling belong to physical mixing, which should be the simplest 

method to prepare composites. In sonication, two types of particles would be dispersed in a solvent 

and be ultrasonicated in a bath to reduce agglomeration. Organic solvents like ethanol and hexane 

are usually used for their poor reactivity with Al and low evaporation temperature. Sonication 

would not change the feature or size of the reactant particle, while ball milling usually reduces the 

particle size, since the strong motion between grinding balls and reactants. For sonication, metal 

and oxidiser particles usually have different velocities during sonication, making it difficult to 

produce homogeneous mixtures. One major disadvantage of the ball milling method is that the 

impact of motion is possible to ignite the thermite, which is a serious potential safety problem. For 

large-scale production, this method is not recommended. Different morphologies of samples 

prepared by arrested reactive milling with different milling durations are shown in Figure 2.7. 

 

 

Figure2. 7 SEM image of Al/CuO synthesize by arrested reactive milling with different milling 

durations and different morphology of the samples by Umbrajkar et al.27  
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 The sol-gel method is another widely used way to create a more homogeneous structure of 

components. During processing, the salts of metal would be dissolved in ethanol to form a solution, 

which is called sol. Then, propylene oxide would be added in to condense the sol to form a porous 

structure, which is called gel, and fuel particles could be mixed with gel to create direct contact 

with porous structure. Finally, the fluid in the pores could be removed by exvaporation.41 

Compared to other methods, sol-gel processing offers an inexpensive method of generating a 

shorter diffusion distance between two reactants and an increased reaction rate, though there are 

some impurities as a result of the introduction of polymer. Meanwhile, the sol-gel processing is 

restricted by the species of hydrated salts, since some of those salts could not be gelled, which 

limits the application of this method. Moreover, the time of the addition of metal particles 

influences the final product, which affects the stability of this method. 

The self-assembly method has been developed based on sol-gel method, which generates 

a more ordered structure compared to the sol-gel method. The precursor material would be 

hydrated metal salt again or oxide rod, which would be functionalised by polymers. The introduced 

Al particles could adhere the surface of oxide to generate direct contact. If the metal salt is applied, 

the processing procedures are similar to those of the sol-gel method to reach the condensation 

phase and the difference lies in the functionalisation process, which also provides a more ordered 

structure.42 Moreover, there is no specific requirement for the stage of addition of metal particles, 

since Al would be adhered on the surface of oxide with the functionalisation step. This method 

improves the stability of the sol-gel method and the final product would be better distributed and 

ordered. The drawback of this method is the high cost of the modified oxidiser. There is a schematic 

of self-assembly method procedures given in Figure 2.8. 
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Figure2. 8 Process of self-assembly synthesis of Al/Fe2O3 thermite, from Cheng, et al.42 

 

There is one popular synthesis method for the core-shell structure integrated with 

deposition and oxidation. First, one 100-nm thick SiO2 would be coated on top of the glass as 

buffer layer and one Ta film with thickness of 50 nm would be deposited by the radio frequency 

sputtering as an adhesive layer. Then, Cu thin film would be deposited as well and Cu films would 

be cleaned by HCl and de-ionised water, before being oxidised in air at 500°C. Al would be 

deposited by RF sputtering or magnetron sputtering after the natural cooling procedures of CuO 

to prevent it from peeling-off.43,44 The contact area between CuO and Al produced from this 

method was increased and many voids generated by physical mixing could be prevented. 

According to SEM results, the CuO nano-wires are fully covered by Al deposition, so the burning 

rate and reaction rate could be improved through this method. The synthesis procedures and 

corresponding SEM images of Al/CuO nano-wires are shown in Figure 2.9. The high homogeneity 

of the product provides promising reactivity and the heat release was higher than that of nano-

power mixing products.  
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Figure2. 9 Schematics of the fabrication process of the CuO/Al core/shell NWs and the 

corresponding SEM images by Ohkura et al .44  

  

Many thermites with layered structure have been developed in recent decades for their even 

larger contact area between reactants. Moreover, the characteristics of layered structures could be 

controlled through different thickness and consequences of metal and oxide layers to meet specific 

requirements. Multi-layered samples are also a suitable tool to study the reaction mechanism and 

ignition characteristics of thermites for their promising stability.45 Also, layered structure thermites 

could meet some specific requirements, like a tailored burning rate for propellant.46 There are 

several different methods to create layered structures, including electrophoretic deposition, 

vacuum filtration, magnetron sputtering and atomic layer deposition. For electrophoretic 

deposition and vacuum filtration, each layer contains the reagent particles and the contact area of 

metal and oxide is relatively large. The advantages of these two methods are the potential for large-

scale production and low cost, while the layer generated by these methods is not very uniform, 

which would influence the thermal properties of the thermites. Moreover, limited materials could 

be utilised in the EPD method, since it must be able to be discharged in suspension. The layered 
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structure of product by EPD method is shown as below and the layer structure is uniform. 

 

 

Figure2. 10 SEM image of the cross-section view of layered Al/Fe2O3 composite by Sui, et al.29 

 

Atomic layer deposition, electron beam evaporation and magnetron sputtering would 

produce more uniform and thin layers for higher homogeneity. ALD involves deposition of a gas 

phase oxide material (like Co3O4)47, NiO48 on a substrate and that material would react with the 

substrate in order to generate a layer on top of the substrate. It increased the uniformity of the layer 

structure and the thickness would be better controlled, while the high temperature environment 

(250℃ -350℃ ) in this deposition would sometimes initiate the thermite reaction, which is 

dangerous. Additionally, the reaction involved in the synthesis procedures will introduce some 

impurities into the system. For example, the synthesis of SnO2/Al nanolaminates via atomic layer 

deposition would produce HCl, which could react with the passivation layer of Al2O3 and influence 

the thermite reaction consequently.49  
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Electron beam evaporation was utilised to produce multi-layered thermites previously, 

while the surface roughness of each layer would influence the number of layers that would be 

consumed during reaction, and the homogeneity of products is not promising.50 Later, sputtering 

methods attract more attention due to the higher homogeneity and better efficiency in deposition. 

For the sputtering method, the ejected target material would be partially ionised first, fly and 

impact on the substrates. It is also possible that those ions collide with the gas to create positively 

ionised gas, which bombards the target and condenses on the substrate. The substrate would be 

rotating during deposition process for a better quality, and argon is commonly used in the gas 

environment since it is inert and heavy enough. The product with a layered structure prepared by 

sputtering is shown in Figure 2.11, and the layers could be very thin and uniform. Sometimes, 

oxygen is also used as the gas source to oxidise metal to create metal oxide layers on the substrate. 

When compared to other methods, the layered structures produced by sputtering method offer a 

much better controllability of the layer thickness and consequences, leading to precisely tunable 

thermal properties. Meanwhile, the simple geometry and well-defined processing makes products 

stable and easy to model. However, the specific conditions required for deposition make it difficult 

for this type of material for large-scale production, and the Al layer without passivation layer which 

is less than 100nm could lead to a spontaneous thermite reaction.33 
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Figure2. 11 SEM cross-section images of multilayers magnetron sputtered. A: 3 layers CuO(1 

μm)/Al(1 μm)/CuO(1 μm). B: 10 layers of CuO(100 nm)/Al(100 nm).33  

 

 Table 2.2 below compares some features of physical mixing, arrested reactive mixing, sol-

gel, self-assembly, electrophoretic deposition and magnetron sputtering methods. Among them, 

sputtering methods could produce multi-layer or core-shell nanowire structures with extraordinary 

thermal performance and the lowest level of impurity, while the high-power source required to 

create the plasma in magnetron sputtering and expensive target material limit the scalability of this 

method. Moreover, the ultra-thin layers created by sputtering without a passivation layer may lead 

to an in-situ reaction. The products of sputtering and electrophoretic deposition are not free-

standing, and the existence of substrate also sometimes affects the application negatively. Arrested 

reactive mixing could create more uniform products when compared to physical mixing, while the 

thermite reaction could happen during the preparation duration due to high temperature and milling 

collision. Sol-gel and self-assembly methods produce more homogeneous products with a high 

contact area and low cost, while relatively more impurities would be introduced to the system and 
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synthesis is sometimes limited by the species of raw material. 

 

Table 2- 2 Comparison of preparation methods discussed in this chapter of the structure formed, 

cost, scalability, impurity level and safety 

Synthesis method  Structure formed Cost  Scalability  Impurities  Safety 

Physical mixing Powder  Low  Easy Low  Safe 

Arrested reactive 

mixing 

Powder  Low  Not easy Low  Dangerous 

Sol-gel Monolithic bulk Low  Easy High  Precaution 

needed 

Self-assembly Monolithic bulk Relatively 

low 

Easy High  Concern 

Electrophoretic 

deposition 

Thin film Low  Easy Low  Safe  

Magnetron 

sputtering 

Multi-layer/core-

shell nanowire 

High Difficult Very low  Usually safe 

 

2.5 Review of thermite reaction of Al with CuO 

 For the reaction between Al and oxygen, oxygen diffuses through the passivation layer of 

Al and reacts with Al when the temperature is below the melting point of Al (~660℃), which is 

solid-gas reaction. When the temperature exceeds the melting point of Al, the molten Al diffuses 

outside and reacts with oxygen, leading to a liquid-gas reaction. While for the reaction between Al 

and CuO, it is possible that they react before the melting point of Al, and the reaction is a solid-
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solid reaction. So far, it is not clear if the oxidiser would decompose before or during the reaction. 

The reaction mechanisms influence the thermal properties in combustion propagation and gas 

production, and correspondingly determine the application direction. There are several important 

parameters regarding to thermite reaction when the reaction is described, including onset 

temperature, peak temperature, average energy release, activation energy and ignition delay.51 

  

It is challenging to obtain a thorough understanding of the reaction mechanisms of micro-

composites and nanocomposites, since different reaction mechanisms could exist together. When 

sufficient energy is introduced into the system, the thermite would have a self-sustained flame 

propagation and the heat rate of self-sustained reaction could only be roughly estimated, which is 

about 104-108K/s.52 It is critical to simulate that environment and reach the same heat rate in any 

device. Moreover, the moment of triggering ignition could only be captured by a high-speed 

camera. So differential scanning calorimetry (DSC) is utilised to module the natural ignition 

environment to study the thermal properties in a lot of cases. Laser ignition with an even higher 

heating rate up to 106-107K/s was used to investigate the ignition characteristics of thermites, 

during which the data of optical signals would be collected by a high-speed camera and 

thermocouples.54 The shock tube has been used to study the combustion properties as well, and the 

heating rate of this method could reach 105-106 K/s. A schematic of shock tube measurement for 

thermite ignition is shown in Figure 3.1.53 
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Figure2. 12  A schematic of the shock tube experiments. Left: Prior to arrival of the incident 

shock at the endwall. Right: After shock reflection.53 

 

 Onset temperature refers to the temperature where it is assumed that the significant 

consumption of fuel starts and it is also called ignition temperature.51 In DSC studies, this 

temperature is where the exothermic thermite reaction begins and it is influenced by heating rates, 

particle size and pressure. Ignition delay is another feature commonly used to describe the 

characteristics of thermites and it could be defined differently depending on the ignition system. 

Generally, the time interval between the starting moment of heating and the beginning of the 

thermite reaction is the ignition delay. In laser ignition, it could be considered as the interval 

between the moment when laser reaches the sample and the moment of light emission from the 

sample. For nano-thermites, both onset temperatures and ignition delay would decrease compared 

micro-thermites under same conditions and that is important for applications in micro-thrusters 

and munition primers.   

 For most thermites, the thermite reaction is self-sustaining, where the energy released 

would be transferred to the local area and ignite the next one. Four propagation mechanisms are 

possibly involved in heat transformation: thermal conduction, convection, radiation, 

acoustic/compaction. Acoustic/compaction is related to detonations and is not particularly related 
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to thermites.52 It is possible that radiation contributes to the energy transformation, but it should 

be a small proportion compared to other mechanisms.55 In order to investigate the function of 

convection in thermite reactions, both loose powder and packed powder samples of Al/CuO, 

Al/WO3, Al/MoO3 and Al/Bi2O3 were measured, and the propagation rate of the packed sample 

was decreased.56 It is considered that the convection flame propagation mechanism is dominant in 

the energy transformation in low density samples. 

 

2.6 Characterization methods 

2.6.1 Thermogravimetric Analysis (TGA)/Differential Scanning Calorimetry 

 TGA provides thermal analysis during which the mass of the sample is measured over time 

with temperature changing. The change in mass with temperature could be explained by physical 

phenomena including absorption and phase transitions, or chemical phenomena such as thermal 

decomposition and oxidation. In this thesis, TGA is a useful tool to determine if the sample is fully 

oxidized since the release of gas of not fully oxidized sample leads to a drop in mass. Additionally, 

it is important to measure the active contents of Al since as-purchased Al particles own the Al2O3 

layer originally. The amount of Al2O3 could be calculated through the increased mass when Al 

particles is heated under oxygen flow. 

 

 DSC measures the difference in the amount of energy required to increase the temperature 

in the machine environment of a sample with the empty reference crucible. When there is a reaction 

or a phase transition, the difference in energy required indicates amount of energy absorbed or 
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released by the sample. DSC collects the heat flow information and offers the quantitative 

information on thermite ignition temperature, energy release and activation energy. In this thesis, 

a NETZSCH STA 449 F3 Jupiter machine, as shown in Figure 3.2 is used to measure the properties 

combining NETZSCH Proteus Thermal analysis software for data analysis.  

 

 

Figure2. 13 the NETZSCH STA 449 F3 Jupiter DSC machine used for this thesis 

 

2.6.2 X-Ray Diffraction (XRD) 

 X-ray diffraction (XRD) is a commonly used technique to investigate the crystal structures 

and atomic spacing of material, which is based on constructive interference of X-rays and the 

sample. The interaction of X-rays with the sample produces constructive interference and a 

diffracted ray when conditions satisfy Bragg's Law:  

nλ=2d sin θ 

where λ is the incident X-ray wavelength, d is the planar spacing of the element and θ refers to the 

incident angle. All possible diffraction patterns of the lattice would be obtained through various 
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angles of the sample are scanned since the sample is in form of powder. The diffracted X-rays and 

different intensities of peaks would be recorded by the detector. The d-spacing could be calculated 

with values of λ and θ and it corresponds to different types of material.  

 

Figure2. 14 INEL Powder X-ray Diffractometer 

 

2.6.3 Scanning Electron Microscopy /Energy Dispersive X-ray Spectrometer 

 Scanning Electron Microscopy (SEM) is a useful tool to capture high resolution image of 

sample down to micro- and nano- scale with details of surface morphology and elemental contrast. 

In SEM, the sample would be scanned by a focused electron beam and the atoms in the sample 

would react with electrons, resulting in various signals. There are two main types of electron beam, 

secondary electron beam with relatively low energy and back-scattered electron beam. In this 

thesis, SEM is utilized to observe the surface morphology of particles and estimate the coating 

quality roughly. Successfully coated and unsuccessfully coated samples can be compared with the 

help of SEM combined with EDS due to the elemental contrast. The structures of samples after 

reaction were also measured in SEM to obtain a more reliable understanding of the thermite 

reaction of this sample. For this thesis, a Zeiss field emission SEM with EDS was used.  
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 Energy-dispersive X-ray spectroscopy (EDS) is an analytical tool commonly used for the 

elemental analysis of a sample. In EDS, X-rays would be focused on the sample and the incident 

beam would excite an electron with lower energy, then an electron from higher energy would fill 

the left hole. The energy difference between these two electrons would be released in a form of X-

ray and those X-rays would be measured by an energy-dispersive spectrometer, which provides 

both identity and rough quantity of different elements. Since the accuracy of the quantitative 

analysis is related to the composition, the density of the sample, the quantitative analysis of EDS 

could only be used as a reference. In this thesis, EDS provides elemental information combined 

with the surface morphology of SEM to show the distribution of different elements throughout the 

particles. Samples before and after thermite reactions were measured for elemental distribution, 

and further discussion of reaction mechanisms could be obtained through the change of elemental 

distributions. 

 

2.6.4 X-ray Photoelectron Spectroscopy (XPS) 

X-ray photoelectron spectroscopy (XPS) is a useful tool for measurement of elemental 

composition within 20nm of the surface of the sample. Chemical state, electronic state and 

empirical formula would be obtained through XPS. Generally, XPS shows the existence of the 

element and the other elements that it bonds to. When a beam of X-rays is applied to a material, 

the kinetic energy and the number of electrons escaped would be recorded and analyzed. In this 

thesis, XPS is used to distinguish the oxidation state of Cu and determine the degree of oxidation 

during synthesis of Cu. A Thermo Scientific ESCALAB 250 was used for this thesis. 

 



28 

 

2.6.5 Transmission electron microscopy (TEM) 

Transmission electron microscopy is a useful microscopy technique to observe the surface 

morphology of the sample. In TEM, a beam of electrons would be transmitted through the sample 

and the interactions of the electrons with the sample would form a high-resolution image. For the 

sample preparation, the powder sample would have to be placed in ultrasonic devices for several 

minutes to break the agglomeration of particles and a small droplet of the suspension on the grid 

would be enough for measurement since the electrons need to be transmitted through the particles. 

The magnified image of TEM result could give fine detailed analysis on the structure and it is very 

useful in nanocomposites analysis.  

 

2.6.6 High speed camera and Photodiode 

 A high-speed camera was utilized to record the laser induced ignition of the thermite along 

with the Photron FASTCAM Viewer software (3.6.9.1). The ignition delay could be counted as the 

difference between the moment that laser hits the thermite and the moment that the thermite 

reaction starts. The initial flame propagation speed of the reaction could be calculated through the 

video as well. An Osram SFH206K photodiode (1 ns response time) was integrated with laser 

ignition setup and the ignition delay and energy release of the sample would be recorded. The 

signals of illumination and thermite reactions would be emitted by the photodiode, whose 

difference is regarded as the ignition delay. Meanwhile, the normalized time-averaged photodiode 

signal term represents the specific energy release rate by the reaction.  



29 

 

3.0 Experimental 

3.1 Synthesis methods 

Al powders with an average diameter of 1μm and 40nm used in this work were purchased from 

US Research Nanomaterials Inc. The elemental contents were 97% of Al by weight and 3% of 

Al2O3 for Al particles with diameter of 1μm. For Al particles with a diameter of 40nm, the active 

content is about 67.5% of the total mass. Acetone, ethanol, ammonia hydroxide solution and cupric 

nitrate (Cu(NO3)2 ∙2.5H2O) were used as received from Sigma Aldrich. Synthesis of Al/CuO 

particles with a core-shell structure is illustrated in Figure 1. The synthesis included two steps: 1) 

hydrolysis; and 2) thermal decomposition. Cupric nitrate was used as the precursor for copper 

oxide. 0.5g Al powders were placed in 100ml ethanol and the suspension was stirred at a speed of 

250 rpm for 10 minutes. Then, a mixture of 1g Cu(NO3)2∙2.5H2O, 2mL aqueous ammonium 

hydroxide (NH4OH, 15%) and 10ml ethanol was added into the Al suspension, and stirred for four 

hours. The colour of the suspension would turn to blue grey from grey. The shell composing of 

[Cu(NH4)]2+ and OH- was formed on the Al particle through the electrostatic force. The core-shell 

particles were collected by vacuum filtration using a piece of filter paper (Whattman, grade 42). A 

140-mesh sieve was used to break down the aggregated particles after the vacuum filtration. The 

collected particles were then heated up to 250℃ for two hours in air. They were ground to pass the 

sieve again to break the agglomerates. The colour of the products was dark grey, indicating the 

formation of CuO. In addition, a reference group of mixed Al powders and 40nm CuO powders 

was prepared with the same equivalence ratio of three to compare the energy release. Al powders 

and CuO powders were added into ethanol and sonicated for 120 minutes. The mixture was then 

collected through the vacuum filtration and heated to 100℃ to remove the ethanol and they were 

ground to pass the sieve to reduce the agglomerates. 



30 

 

 

 

 

Figure3. 1 Schematic of synthesis procedure of Al/CuO micro-particles with a core-shell 

structure. 

 

Figure3. 2 Experimental procedures of synthesis of the samples 

The stoichiometric thermite reaction is 2Al + 3CuO → Al2O3 + 3Cu. The equivalence ratio was 

used to investigate the energy release, which is defined as the molar ratio of the fuel agent to the 

oxidizing agent used in real cases divided by that of the stoichiometric reaction, as shown in the 

following equation:  

                                             Φ =
(CDE5 FGHIHJEKL )MNOP

(CDE5 FGHIHJEKL )QRSTUVTSWNRMTU
                                   (Eq3-1) 

The equivalence ratios of 5, 3 and 1 (denoted as sample 1, sample 2, and sample 3 in this paper) 

were used. Loss of Al, Cu complex and CuO during the vacuum filtration and grounding was 
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assumed not to affect the equivalence ratios. The reference sample would be prepared by ultrasonic 

mixing for 2 hours and they would be collected by vacuum filtration and drying as well. 

 

3.2 Determination of the composition and structure of the Al/CuO microparticles 

During stirring, [Cu(NH4)]2+ ion and OH- ion would combine to form a condensed layer around 

the Al core, driven by the electrostatic force, which would be further oxidized to CuO after 

annealing. As seen from Fig. 3.2 (a), two major types of peaks correspond to Cu complex and Al 

before annealing. After annealing, the XRD spectrum in Fig. 3.2 (b) of prepared samples exhibits 

dominant peaks of Al and CuO suggesting the oxidation of Cu complex. For samples after DSC 

measurement up to 900℃ shown in Fig. 3.2 (c), all of CuO would be reduced to Cu and Al2O3 

forms at the same time. The change in the sample composition confirms the occurrence of the 

thermite reaction between Al and CuO and we could see some Al left after reaction, which matches 

the melting peak of Al in DSC curves. The alloy Al2Cu is also formed during the reaction, which 

might influence the energy release performance of the thermite. The composition of the sample is 

further confirmed by X-ray photoelectron spectroscopy (XPS), which is a surface-sensitive 

quantitative technique and measures the elemental composition at counts per second. As shown in 

Fig. 3.3 (a), both elemental signals of Al2p3/2 in Al and Al2O3 exist and the signal of Al2p3/2 in Al2O3 

is stronger than that of Al, because the probe of XPS works within 30nm of the surface and 

passivation layer of Al2O3 together with CuO layer cover the majority of the particle surface. Only 

a small proportion of Al could be detected by XPS. From Fig. 3.3(b), the oxidation state of Cu 

could be confirmed and they are all oxidized to CuO.  
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Figure3. 3 XRD spectra of the sample during fabrication: (a) before and (b) after annealing. The 

sample after reactions with the DSC test: (c).  

 

Figure3. 4  XPS spectra of the sample: (a) feature peaks of Al, (b) feature peaks of Cu 
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On the as-purchased Al micro-particles, there is a passivation layer of Al2O3 around the Al 

core, as shown in Fig. 3.4 (c). The thickness of this layer for Al particles with diameter of 1μm is 

about 10-20 nm. On these core-shell particles fabricated in this study, the newly formed CuO shell 

is distinguishable by contrast in Fig. 3.4 (a) and 3.4 (b), which has a various thickness of from 70-

100 nm. This thickness is however not constant over the entire surface of the Al micro-particles, 

resulting from the nucleation and growth of CuO from both solution and annealing. The coating 

morphology including surface coverage and adhesive agglomerates, as shown in Fig.3.4 (a). Since 

the accelerating voltage of this TEM image is 200 kV, the electron beam is able to penetrate 

through the particle and reveals the overall composition of this particle. Fig. 3.5 (c) located the 

core Al and Fig. 3.5 (d) shows the distribution of Cu. 

 

Figure3. 5 TEM images of (a) as-fabricated Al/CuO core-shell micro-particle; (b) enlarged edge 

of the as-fabricated micro-particle; and (c) as-purchased Al micro-particle with a passivation 

layer. 
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Figure3. 6 (a) TEM image of the sample, (b) EDS mapping result of the particle, (c) EDS 

mapping result of Al and (d) EDS mapping of Cu  

 

As shown in Fig. 3.6 (a), both successfully and unsuccessfully coated micro-particles indeed 

exist in these samples, due to the limitations of the solution phase synthesis. In this figure, these 

two-connected particles, sized with 1µm and 400 nm, respectively, located on the left side of the 

figure are nearly fully covered by a layer of CuO structures formed from the synthesis, while the 

nearly bare Al particle, sized with 850 nm, is not fully coated. Note that both types of micro-

particles have a cluster of smaller CuO particles sticking on their surfaces. In addition, the 

elemental mapping images in Fig. 3.6 (b) and (c) illustrate the different amounts of CuO in the 

successfully coated sample and unsuccessfully coated sample. Some finer CuO nanoparticles also 

distribute away from the original Al micro-particles.  
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The observed characteristics of the microstructure of the core-shell micro-particles help to 

reveal the reactions between the Al core and the CuO shell. In ambient, the as-fabricated micro-

particles contain an amorphous layer of Al2O3 between the Al core and the CuO shell, which 

prevents any chemical reactions between Al and CuO and makes the system metastable. The initial 

stage of the reaction would be explained by Cabrera-Mott oxidation mechanism, where the 

amorphous Al2O3 grow and the growth layer is limited by the outward diffusion of aluminum 

cations.57,58 There is a critical thickness for the growth of Al2O3, which is determined by the 

crystallographic orientation of aluminum and temperature. The amorphous Al2O3 would start to 

transition γ- Al2O3 when the critical thickness is reached.57 When the onset temperature of the 

thermite reaction between the Al core and the CuO shell is reached, active species including 

oxygen and metal ion will diffuse through the Al2O3 shell. Subsequently, the CuO shell will be 

reduced to Cu, while Al is oxidized into Al2O3. The thermite reaction propagates across the micro-

particle, until one of the reactants (CuO or Al) is consumed. Diffusion of reactive species through 

the Al2O3 shell is similar to that happening during the condensed phase oxidation between metal 

oxide and Al nanoparticles.59 This mechanism is different from other structures such as multiple 

nano-layers of CuO and Al which possess a heterogeneous reaction.60,10 For the thermite reaction 

within the produced core-shell micro-particles, their microstructures facilitate a large contact area 

between Al and CuO and a short diffusion distance for active species. Condensed phase reaction 

is likely to initiate and sustain the interested thermite reaction.  
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Figure3. 7 (a) SEM image of as-fabricated Al/CuO sample; (b) and (c): EDAX elemental 

mapping of Al and Cu, respectively. 

 

3.3 Determination of the composition and structures of Al/CuO nanoparticles 

 The synthesis of Al/CuO nanoparticles follow the same synthesis procedures but the 

intrinsic features of nanoparticles cause a difference in coating result and the compositions after 

reaction. The XRD result of the sample at different stages are shown as the Fig. 3.7. After annealing, 

CuO are formed with the existence of Al. After the DSC measurement ending at 800℃ under argon, 

Sample in Fig. 3.7 (b) contain both Cu and Cu2O, along with Al and Al2O3. These phases illustrate 

that the exothermic reaction has  

not completed at this point and the formation of Cu2O confirmed that CuO would be reduced to 

Cu2O first, followed by further reduction of Cu2O. Sample from Fig.3.7 (c) shows the composition 

after DSC measurement ending at 1200℃. All of Al and Cu2O have been consumed indicating a 

fully reacted thermite reaction since the equivalence ratio of this sample is 1. And one composite 
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material formed during this high-temperature process. It has been reported that ceramic crystal 

materials like Al2O3 surrounded by Cu matrix under oxidant conditions could form a ternary phases 

of the system Al-Cu-O, the spinel Al2CuO4. 

 

Figure3. 8 XRD results of sample1 with equivalence ratio of 1: (a) sample after annealing, (b) 

sample heated up 800℃ in Argon and (c) sample heated up to 1200℃ in Argon 

 

 The intrinsic features make nanoparticles tend to aggregate and it is difficult to disperse 

nanoparticles well in ethanol.  So compared to individual micro-particles covered by coating, 

nanoparticles would tend to form an aggregation first and then it would be covered by coating. The 

passivation layer of Al2O3 still exist as the barrier between Al and CuO. During the annealing 

process, small spherical particles would be attached on the surface of Al core particles again.  
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Figure3. 9 SEM image of Al/CuO nano-sized sample with equivalence ratio of 1 

 

From SEM, we could barely see those agglomerates of CuO like what we see in the 

Al/CuO microparticles. But they are also present with small particles in Al/CuO nanoparticles as 

shown in Fig3.8. From Fig.3.9 (a), as-purchased Al nanoparticles with average diameter of 40 

nm were measured with TEM and the amorphous passivation layer could be observed from that. 

The core spherical particle has a diameter of about 100 nm if the passivation layer is not taken 

into account and the thickness of the amorphous layer was measured with scale bar, which is 

about 8nm. As shown in Fig. 3.9 (b), the assembled Al/CuO nanoparticles tend to form clusters, 

similarly to SEM result in Fig. 3.8. There are also clusters of CuO with irregular shapes attached 

to the surface of spherical Al particles. The controversial point of the nano-structure is if Al 

nanoparticles are covered by a layer of CuO on the surface, which is same as the successfully 

coated sample in the Al/CuO microparticles. Due to continuous shifting, we could not perform 

EDS mapping on the nanoparticles and the exact location of different elements still need more 

proof. While the thickness of outer layer of Al particles with a diameter of about 100 nm in Fig. 

Samples with Al/CuO 

CuO 
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3.9 (b) is about 15 nm exceeding 8 nm in as purchased Al nanoparticles. The difference in 

thickness could be caused by Al nanoparticle intrinsic variations or a successful coating.  The 

EDS result performed during SEM measurement is shown as below in Fig. 3.10, the spherical 

particles attached together and the EDS result showed a high atomic percentage of the Cu 

element, and that could not all come from the irregular attachments on the surface. So it is 

possible for Al/CuO nanoparticles that both coating morphologies exist as well, but the 

nanoparticles are not coated individually. They form small clusters and then they are covered by 

CuO layer with CuO clusters at the same time. 

 

 

Figure3. 10  TEM images of: (a) as-purchased Al nanoparticles with average diameter of 40 nm; 

(b) assembled Al/CuO sample  
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Figure3. 11  EDS of the assembled Al/CuO sample at the same location of the SEM image 
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4.0 Results and discussion 

4.1 Thermochemical properties of samples under low heating rates 

4.1.1 DSC and TGA results of Al/CuO microparticles 

Samples 1, 2 and 3, which have the equivalence ratio of 5, 3 and 1 respectively, are tested in 

DSC and the results are shown in Fig. 4.1. The reaction properties of these DSC curves are 

summarized in Table 2. Regarding the mass change, Sample 1 exhibits the smallest mass decrease, 

while Sample 3 shows the greatest mass change. Note that Sample 1 contains the least content of 

CuO, due to its large equivalence ratio. It is believed that less moisture is stored in the porous CuO 

shell of Sample 1, and therefore when the temperature increases, mass reduction caused by the 

water vaporization is smaller. It is also possible that this mass reduction is caused by the 

decomposition of the CuO shell which releases gaseous oxygen to the environment. Since Sample3 

contains more CuO compared to the other two samples, its mass reduction is greatest among these 

samples.  

 

Figure4. 1 DSC and TGA (mass) results of the three samples with different equivalence ratios: 

(1) 5, (2) 3 and (3) 1, respectively. 
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Table 4- 1 The thermochemical properties of samples with core-shell structure  

sample Equivalent ratio Onset Temperature (℃)  Energy release (J/g) 

1 5 577.3 551 

2 3 579.2 807 

3 1 589 672 

 

As shown in table 4-1, the three samples possess a main exothermic peak before the melting 

peak of Al. The melting peak of Aluminum illustrates that the shell of CuO contains less amount 

than the amount required to oxidize all the Al core. The onset temperature increases slightly with 

higher equivalence ratio, since lower equivalence ratio represents more amount of CuO. And more 

oxygen from CuO would be diffused to Al when the reaction was initiated, so the onset temperature 

of sample with more CuO would be lower. Sample 2 with an equivalence ratio of 3 would have 

the highest energy release, 0.8kJ/g for the main exothermic reaction indicating that the thickness 

of the shell of CuO would be the largest. The lower exothermic energy compared to the theoretical 

value comes from that some of Al particles was not successfully coated with the CuO shell as 

shown in figure4. The larger concentration of [Cu(NH4)]2+ ion in solution causes agglomeration, 

preventing thicker shell around the Al particles. For example, the sample3 with equivalence ratio 

of 1 would have a relatively smaller amount of energy release. Also, there would be a smaller 

melting peak of Al of sample3 compared to that of sample1 with an equivalence ratio of 5. In DSC 

result of sample3, a weak exothermic peak at about 830℃, when liquid aluminum might diffuse 

through the shell to react with the CuO agglomerates. A large amount of energy required for rest 

Al particles to pass through the shell and this could lead to a small exothermic peak. For thermite 
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reactions applied in micro systems, larger amount of energy release and lower onset temperature 

would be preferred, so the sample 1 with an equivalence ratio of 3 would be more suitable for 

applications. The DSC data of the sample 1 with an equivalence ratio of 5 would have the largest 

melting peak of Al. Meanwhile, the sharper exothermic peak represents better combination 

between the CuO shell and the Al core. The decrease in mass detected by TGA was caused by the 

decomposition of CuO to release gas-phase oxygen to the environment. Since sample3 contain 

more CuO compared to the other two samples, the decrease in mass would be larger than others as 

well.  

 

Table 4- 2 Sample properties and the derived activation energy data for the core-shell micro-

particles in this study, the reference sample and the literature Al oxidation in oxygen 

 Sample with the core-

shell structure  

Reference sample of micro 

Al and nano CuO  

Al+O261 

Particle 

sizes:   

Al   1 𝜇𝑚 1 𝜇𝑚 1	𝜇𝑚 

CuO Various layer thickness 40 nm  

Onset temperature (℃) 580 595 585 

Energy release (J/g) 807 450 11200 

Activation energy of main 

exothermic peak (kJ/mol) 

328 438 160 

    

The heat release characteristics of samples were further investigated under different heating 

rates. Different ignition methods with different heating rates would affect the performance of the 

thermite, and meanwhile the reaction mechanism of thermite reaction would be influenced by the 
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heating rate.62 As shown in Fig. 4.2 (a), the heat release peak became broader when the heating 

rate was increased, because larger spatial heterogeneity for the sample with higher heating rates.44 

Moreover, the onset temperatures increased significantly with higher heating rates, which is a 

typical characteristic of thermal lag. Pantoya and Granier have reported similar characteristics for 

Al/MoO3 NP thermites.17 The global activation energy could be expressed as 
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(Eq. 4-1) 

where R is the gas constant (8.314 J/mol K), 𝛽  is the heating rate (K/min), Tp is the 

temperature of the exothermic peak, Z is pre-exponential factor and Ea stands for the activation 

energy. The value of the activation energy Ea can be calculated from the slope of ln ` gT
hiT
j e,	as shown 

in Fig. 4.2(b). The derived activation energies are listed in Table 4-2. The core-shell structure with 

the equivalence ratio of 3 possesses the activation energy of 328 kJ/mol, while the reference sample 

with the same equivalence ratio has the activation energy of 438 kJ/mol. This reduced activation 

energy indicates the thermite reaction of these core-shell microparticles can be ignited at a lower 

onset temperature. Note that, due to the existence of the passivation Al2O3 layer between the Al 

core and the CuO shell, oxygen has to diffuse through the Al2O3 layer before the thermite reaction 

is initiated. When the heat and mass transfer paths are shortened to a negligible degree, the reaction 

mechanism of the core-shell structure becomes more similar to the reaction between Al micro-

particles and gaseous oxygen. While the CuO layer partially covers the Al core, so the growth of 

Al2O3 amorphous layer is limited so the diffusion distance would be shorter than that of the reaction 

between Al and O2. The shorter diffusion distance decreases the activation energy of the thermite 

reaction.  
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Figure4. 2 DSC traces for reactions of CuO/Al core-shell particles with heating rates of 10 

K/min(1), 20K/min(2) and 30K/min(3) (b) Analysis of DSC traces 

 

 

4.1.2 DSC and TGA results of Al/CuO nanoparticles 

There are three sample prepared of Al/CuO nanoparticles with equivalence ratio of 1, 2 and 3. 

They are measured under argon as well and the heating rate for these three samples are 20K/min. 

The DSC results of these samples are shown as below in table and figure. Sample 1 with 

equivalence ratio of 1 possesses the lowest onset temperature of first exothermic peak at 561.7℃, 

which is similar to that of Al/CuO microparticles. The energy release of sample 1 is much larger 

than that of the other two samples since there is no second exothermic peak for sample1. As 

illustrated in table, both sample 2 and sample3 have second exothermic peaks and the onset 

temperature of second exothermic peak for sample2 is 83.7℃  lower than that for sample3. 

According to this difference, we could speculate that the onset temperature of second exothermic 

peak for sample1 were about 670℃. The first exothermic reaction has not fully completed at that 
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temperature, so two peaks are combined as one large exothermic peak. Meanwhile, sample1 has 

the largest melting peak of Cu, corresponding to XRD result(c) which contains a strong peak for 

Cu as well. For sample2 with equivalence ratio of 2, the onset temperature of two exothermic peaks 

are 576℃ and 762.2 ℃	respectively. It is a fuel-rich sample but there is no melting peak for Al. It 

is possible that the amount of Al is small and the energy required for melting Al is compensated 

by the huge amount of energy release since the melting temperature of Al, about 660℃ located 

right in the middle of two exothermic reactions. Similarly, it has a smaller melting peak for Cu 

around 1100℃. For sample3 with equivalence ratio of 3, two areas of energy release are better 

defined since the onset temperature of second exothermic peak is increased much more than that 

of the first one. Moreover, there is a small melting peak for Al since ER of 3 makes the amount of 

Al far more than CuO in this sample. There is no melting peak for Cu at around 1100℃, and it is 

possible that the formation of spinel Al2CuO4 took the major part of Cu.  

 

Table 4- 3 The thermal characteristics of sample1, 2 and 3 of Al/CuO nanoparticles 

Sample No. Equivalence 

ratio 

Onset temperature 

of first exothermic 

peak (℃) 

Energy release of first 

exothermic peak(J/g) 

Onset temperature of 

second exothermic 

peak(℃) 

1 1 561.7 1832 / 

2 2 576.6 1245 762.2 

3 3 587.9 970.8 845.9 
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Figure4. 3 DSC results of sample1, sample2, and sample3 with equivalence ratios of 1, 2 and 3 

respectively  

 

TGA results of sample1, sample2, and sample3 with equivalence ratios of 1, 2 and 3 

respectively are shown in Fig. 4.4. There is relatively larger decrease in mass for nano-particles 

compared to that of micro-particles and the mass drop increases with higher equivalence ratio.  

There are two possible reasons for that: 1) some copper complex formed during the synthesis 

procedures which released NO2 during heating; 2) the decomposition of CuO to the environment.  
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Figure4. 4 TGA results of sample1, sample2, and sample3 with equivalence ratios of 1, 2 and 3 

respectively  

 

 

4.2 Effects of equivalence ratio on laser ignition of core-shell Al/CuO particles 

4.2.1 Introduction 

 As mentioned previously, the increasing interest in thermites research is related to their 

potential application in nano-joining, micro-propulsion, and MEMs systems. Ammunition primers 

which could be ignited by low-power laser would be one of possible application for nanothermites 

as well since traditional lead primers are harmful to user and the environment.63 Integrated with 

MEMs systems, a lot of research for application as pressure-driven membrane actuators, initiators 

and spot heaters has been completed. New development direction for nano- and micro- thermites 

has been introduced to the biological area such as antimicrobial energetic systems.  
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 For MEMs system, device components are built up with a limited size and high sensitivity 

which requires a precise control on the ignition of thermites. Pyrotechnic approaches have been 

the most widely used method for ignition of thermites since the heat transfer is promising and 

straightforward.64,65 With the development of microfabrication technology, the micro-heaters have 

been successfully assembled on a chip while the expensive cost, high voltage requirement and high 

power consumption plague the spread of nano- and micro- thermites in portable devices.26 The 

controllable laser power density and various spot sizes through focusing lens enable them to 

provide a precise amount of energy to specific locations in most devices, which possess the ability 

to focus on the thermites without heating up the whole devices. Fragile components could avoid 

the threat of deformation and distortion during the heating process.  

  

Usually, bulky equipment and the high-power source are required to trigger laser beams 

onto nano- and micro- energetic materials and previously Nam-su et al were able to produce low-

cost polymeric lens to further decrease the power source required for laser to about 500 mW.26 The 

polymeric lens could be easily produced by putting polydimethylsiloxane into a glass based mold 

in a reproducible manner. With this technique, more micro- and nano- thermites could be 

introduced into portable and disposable devices with a more convenient ignition method.  

  

The advantages of laser ignition and possible improvement on laser ignition have been 

addressed as above, so this study focus the characteristics of micro- and nano- thermites with 

different equivalent ratios under fast heating rates and samples could perform differently compared 

to low heating rates in DSC measurements. The reaction mechanisms leading to this difference 

would also be discussed.  
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4.2.2 Experimental 

 The sample used for laser ignition were prepared as methods discussion previously and the 

sample mass is about 3.5 mg and 1.75 mg for microparticles and nanoparticles respectively. They 

are held in the pellet without press, so they are in loose condition. There are 3 samples for each 

equivalent ratio to reduce the experimental error. All the results shown below are average value 

concluded from these three samples. 

 

 The experimental setup used in laser ignition and high-speed imaging is shown as Fig. 4.5. 

A diode laser (3.5W) with 100 ms pulse duration is utilized to ignite the pellet sample, together 

with a focusing lens to increase the power density of the laser from 225 W/cm2 to 40 kW/ cm2. 

The pellet would be put on a holder and the sample would be heated up from top. A photodiode 

with 1 ns response time will send the signal to trigger a Phantom high-speed camera to record at 

200,000 fps and 500 ns exposure time with extreme dynamic range (EDR). To achieve high time 

resolution signals, two oscilloscopes are used. 

 

Figure4. 5 Schematic of laser ignition setup 
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The ignition delay could be measured from the difference of the photodiode signals of 

illumination and that of ignition. The first “jump” in the photodiode signal implies the starting of 

the laser illumination and the second one indicates the starting of the thermite reaction, which are 

shown in Fig. 4.6. There is a linear portion between the point of laser illumination and that of 

thermite reaction initiation on the curve, which indicates the ignition delay. And the time gap 

between the moment that laser hits the sample and the moment that the sample become more bright 

in high speed camera videos is also the ignition delay. They two could verify each other and all the 

results showed the values were comparable from these two pathways. 

 

Figure4. 6 Determination of the ignition delay of the thermite reaction from photodiode signals 

for sample 4 

 The average energy release rate of the samples could also be calculated through the 

photodiode signal results, where the photodiode signal was integrated and normalized by the 

mass with respect to time. 

To have a better visualization of the propagation of the burning flame and the center of 

the sample is assigned as position with (0, 0) when t=0 for a 2D measurement. Data of four 

points of the flame front would be collected and the average burning rate could be calculated 
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through this, which is shown in Fig. 4.7. 

 

Figure4. 7 Determination of burning rate 

4.2.3 Results and discussion 

 The ignition delays for different samples were calculated and shown in the table below. 

Since the results are quite different for microparticles and nanoparticles, they should be 

discussed respectively. As shown in table 4-4, the ignition delay increases with the increase in 

equivalent ratio for microparticles, while the ignition delay is shortest for the nanoparticle 

sample with equivalent ratio of 2. Moreover, the performance of these samples has different 

tendency in laser ignition measurement compared to that in DSC measurement, which indicates 

the thermites could perform quite differently under different heating rates. The ignition delays for 

microparticles with equivalence ratio of 1, 3, 5 are 5.832ms, 7. 209ms and 9.065ms and that for 

nanoparticles with equivalence ratio of 1, 2, 3 are 0.542ms, 0.325ms, and 1.847ms. The ignition 

delays for nano-samples are about one magnitude lower than that for micro-samples, which 

indicates the smaller diffusion distance plays an important role during initiation stage.  
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Table4- 4 The ignition delay of samples with different equivalence ratios 

 Microparticles Nanoparticles 

Sample No. 1 2 3 4 5 6 

Equivalence ratio 1 3 5 1 2 3 

Ignition delay (ms) 5.832 7.209 9.065 0.542 0.325 1.847 

Average burning 

rate (m/s) 
182.70 118.36 / 31.44 27.87 3.66 

 

 

 

Figure4. 8 Ignition delay of samples with different equivalent ratio 

 

 As shown below, the propagation speed after initiation for micro-samples is much higher 

than that for nano-samples. Though microparticles have longer ignition delay, they have much 

larger burning rate. The expansion of flame much faster for microparticles, as shown in Fig. 4.9. 

Moreover, the shape of expansion of flame is different. For microparticles, the flame is spherical 

and very bright as shown in Fig. 4.9, while the flame is straighter and there are a lot of small 
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particles blown away for nanoparticles in Fig. 4.10. The average burning rates of microparticles 

is about 5 times than that of nanoparticles, which implies the reaction mechanism could be 

different for them, which will be further discussed later. 

 

Figure4. 9 Comparison of flame expansion at the same time scale between micro-sample and 

nano-sample 

 

 

Figure4. 10 The flame propagation feature of nano-sample with equivalence ratio of 1 
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4.2.4 Summary 

 Al/CuO samples with micro-scale and nano-scale show opposite characteristics under laser 

ignition, since micro-samples have longer ignition delay and faster flame propagation, while nano-

samples for have shorter ignition delay and slower flame propagation. For micro-samples, the 

ignition delay would increase with increasing equivalence ratio and the sample with equivalence 

ratio of 5 could not perform a self-sustain reaction. For nano-samples, the ignition delay is shortest 

for sample with equivalence ratio of 2 and burning rates would decrease with increasing 

equivalence ratio. A lot of particles have been blown away during burning, which indicates the gas 

production and makes the distance between particles longer for thermal conduction. The burning 

rate of sample with equivalence ratio of 3 is only about 3.66 m/s, which implies the large amount 

of gas production will hinder the thermal conduction and mass convection.  
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4.3Determination of reaction mechanism of Al/CuO core-shell structures 

4.3.1 Introduction 

To have a better understanding of the impact of structural properties on the reaction 

characteristics and to modify the product according to different requirements, it is vital to 

understand the reaction mechanism of Al/CuO particles. 

 

Generally, most researchers think that the thermite reactions with micro-scale and nano-scale 

are mostly dominated by condensed phase reaction and actually they have different definition for 

condensed phase reaction.66-71 Except their different conclusions, the reaction mechanism from 

literature could be divided into three types including condensed phase reaction, gas-surface 

reaction and heterogeneous reaction as shown in Fig. 4.11. For condensed phase mechanism, 

reactions happen between solid/solid, or solid/liquid, during which ions are transported across the 

interface to initiate the reaction. While for melt dispersion mechanism, Al core melt first and the 

pressure change caused by melting leads to spallation of the oxide shell, following by dispersion 

of liquid Al clusters.72 Some researchers proposed another gas-surface mechanism, in which two 

major exothermic reactions were taken into account: 1)the reaction between gaseous Al after 

evaporation and oxidizing species such as O and AlO; 2) the reaction between melt Al and gaseous 

oxidizer when Al diffuses through the oxide to reach the surface.67 The similarity between melt 

dispersion mechanism and gas-surface mechanism is that Al has to melt first. While the difference 

comes from if the oxide shell could still maintain their shape at that moment. Whereas, for 

heterogeneous reactions, gaseous oxygen released by CuO would pass through the oxide shell and 

react with core Al. For condensed phase reaction, gas-surface reaction and heterogeneous reaction, 
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the rate control step is the diffusion through oxide layer but with different species. The heating rate 

also plays an important role in determining the reaction mechanism since they could have different 

reaction mechanism under different heating rates.  

 

 

Figure4. 11 Reaction mechanisms proposed for Al/CuO system 

 

Previously, Garth et al offered a detailed insight into the multi-frame imaging with nanometer 

spatial and nanosecond temporal resolution with a movie mode dynamic transmission electron 

microscopy (MM-DTEM) and demonstrated that CuO would first melting and then coalescence 

under high heating rates like laser ignition.71 Under EDS and DTEM, none results containing any 

evidence for spallation of metal fuel was observed, which could be considered as the evidence of 

the melt dispersion mechanism.71 Moreover, the images from DTEM proved that the loss of nano-
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structure in thermite reaction under high heating rates is much faster than the occurrence of 

heterogeneous reaction, emphasizing the dominance of condensed phase reaction.73 Recently, a 

study by Sarah et al. proposed a condensed phase model focus on the initiation and early stage of 

Al/CuO and the experimental results match the modeling results leading to a conclusion that the 

initiation of Al/CuO nanoparticles is governed by the condensed phase mechanism at moderate 

heating rates (~105K s-1).67 It has been proposed by Rohit et al that three different types 

nanothermites (Al/CuO, Al/WO3, Al/Bi2O3) form similar products after combustion and quenching, 

which contains 90% super-microns by weight and they concluded that the reaction is controlled 

by condensed phase through scaling.66 This conclusion was later modified by themselves and they 

implied this conclusion works for Al/WO3, Al/Bi2O3 expect Al/CuO. They ignited the thermite at 

about 105K s-1 with a platinum wire and the product was captured and quenched rapidly with 500 

𝜇s to maintain the chemical characteristics for analysis. According to EDS result, the oxygen 

content in product of Al/CuO is always less than that of the other two thermites since the ignition 

temperature of Al/CuO nanothermites is similar to the oxygen release temperature of Al/CuO 

thermites.66 So the reaction between Al and gaseous oxygen could be observed after 1ms during 

ignition at heating rate of 105K s-1.   

 

4.3.2 Discussion on the reaction mechanism of the Al/CuO micro-particles 

The onset temperature of Al/CuO micro-particles with the core-shell structure is about 580℃, 

which would be lower than the melting temperature of Al micro-powders, similar with mixed 

Al/CuO nanothermites.44,33 The exothermic reaction for this core-shell structure took place before 

the melting point of Al, and the oxygen in CuO shell would diffuse through the aluminum oxide 
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shell of aluminum particles.74,75 The short diffusion distance and the large contact area of the core-

shell thermites improve the heat transfer in thermites and the reaction kinetics would be assisted.70  

 

For condensed-phase reaction, the performance of the thermite would be dominant by the 

combination state and reactivity of metal (fuel) and the combination state of metal oxide 

(oxidizer).76 For highly compacted structures like this, substitutional diffusion would be dominant 

in the exothermic reaction.77,78 As illustrated in Fig. 4.12, some particles maintained spherical 

structure after DSC measurement. These successfully coated samples with fully covered CuO 

would not have enough CuO on the surface and the molten Al were not able to pass through the 

shell of Al2O3 and Cu. According to the atomic ratio from EDS result and the XRD result after 

reaction, Al would not be fully oxidized to Al2O3 for this particle, which verifies the assumption 

that some Al would be blocked in the middle and explains the relatively low energy release of 

micro-particles compared to nanoparticles with core-shell structures. During the initial stage of 

thermite reaction, oxygen ions would be accumulated at the interface of Al2O3 and CuO to prevent 

the decomposition of CuO since Al2O3 is one kind of inert matrix.79 So the oxygen from CuO 

would diffuse through the Al2O3 layer and react with Al core to form thicker Al2O3 layer. As 

mentioned previously, amorphous Al2O3 would start to transform to γ-Al2O3 when begins when 

diffusion resistance of γ-Al2O3 exceeds that of the shrinking layer of the amorphous Al2O3 though 

the oxide layer incorporating of separate individual crystallite structures growing among the 

amorphous layer leading to a low diffusion resistance.80 Before the thermite reaction, the 

environment of sample in DSC appears endothermic feature, which corresponds to the oxidative 

growth period of amorphous Al2O3.79,80  
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Figure4. 12 SEM image and EDS mapping of the Al/CuO particle after the reaction 

 

 

5.3.3 Study of reaction mechanism of Al/CuO nano-sized particles  

The Fig. 4.13 compares the flame difference of sample with ER=1 and sample with ER=3. 

There are a lot of particles blown away in both pictures while the shape for (a) still keeps straight 

and the particles are closer. For Fig. 4.13, some particles are far away from the middle, which 

makes a long distance for heat to transfer. In DSC measurements, the mass drop of nano-sized 

particles is relatively larger than that of micro-sized particles and it implies more gas generated 

during the thermite reaction. XRD results of nano-sized particle show that Cu2O formed after being 

heated up to 800℃ and this could imply the decomposition of CuO.  

 

So it should be dominant by heterogeneous reaction mechanism for Al/CuO nano-sized 
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particles with spherical core-shell structure under high heating rates such as laser iginition. And 

the reaction rate is limited by heterogeneous Al-O2 reaction. 

  

Figure4. 13 Comparison of flame of (a) sample with ER=1, (b) sample with ER=3 
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5.0 Summary and future work 

5.1 Summary 

This research developed a solution phase synthesis method for producing spherical 

Al/CuO particles with a core-shell structure. The relative structural and thermochemical 

properties are measured through different characterization methods. The reaction between copper 

nitrate and ammonium hydroxide is used to form a shell containing copper complex on Al 

particles with a passivation layer. After annealing, the copper complex in the shell is oxidized to 

CuO. Al particles of two different sizes are used, with diameters of 1 𝜇𝑚 and 40 nm respectively. 

Due to the difference in size, the final morphologies of the samples are not the same and the Al 

particles of diameter 1 𝜇𝑚 are coated individually. The results show both successfully and 

unsuccessfully coated particles at the same time according to the SEM and EDS analysis. In the 

case of the successfully coated particle, the Al particle is completely covered by a rough layer of 

CuO and attached to some small agglomerates of CuO. Since the 1 𝜇𝑚 Al particle is quite large 

in comparison with the coated shell, there is some Al left over after the reaction according to the 

XRD results. Due to the particle structure, the unreacted Al was blocked in the middle of the 

particle and could not complete further reaction with free CuO agglomerates, which caused the 

particle to maintain a spherical structure after the reaction. In the case of the Al particles of 

diameter 40 nm, the intrinsic tendency to aggregation made it difficult for them to be 

individually coated, so a cluster of several particles is formed and coated with a layer of CuO 

according to the SEM and EDS analysis. Some clusters of CuO remain attached to the surface. 

Some Cu2O formed at 800℃ and no CuO was found, which implies that the CuO was first 

reduced to Cu2O and then the Cu2O was reduced to Cu. At 1200℃, all the CuO was reduced to 

Cu and one new compound of Al2CuO4 is formed. 
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 The endothermic and exothermic events in these samples were measured by DSC, along 

with TGA which measures the weight loss in the samples. The onset temperatures of the first 

exothermic peak among these samples are close and they are all lower than the melting 

temperature of Al. For the 1 𝜇𝑚 Al samples, the second exothermic peak does not normally 

occur, or if it occurs, the energy release of the second exothermic peak is really small. This could 

be due to the fact that the shell becomes thicker during the thermite reaction, and this prevents 

the Al in the core area from flowing outside and reacting with CuO. The fuel rich sample showed 

the largest energy release for the first exothermic peak. The 40 nm Al samples showed an 

increased energy release in comparison with the 1 𝜇𝑚 Al samples, and there is a second 

exothermic peak for the samples with an equivalence ratio of 2 and 3. In the case of the samples 

with an equivalence ratio of 1, the second exothermic peak overlapped the first exothermic peak 

and a larger exothermic peak was formed. Only the samples with an equivalence ratio of 3 

reached the melting point of Al. The thermochemical properties of these samples were also 

studied under laser ignition and these showed different performances at high heating rates. The 1 

𝜇𝑚 sample with an equivalence ratio of 5 could not have a self-sustaining reaction. All the other 

samples underwent a self-sustaining reaction. Generally, the 1 𝜇𝑚 Al samples show a longer 

ignition delay and faster flame propagation, while the 40 nm samples have a shorter ignition 

delay and slower flame propagation.  

 Based on the performance under low and high heating rates, the reaction mechanisms for 

spherical Al/CuO particles with a core-shell structure can be determined. The thermite reaction 

of the 1 𝜇𝑚 Al samples occurs before the melting point of Al and the spherical structure is 

maintained after the thermite reaction in DSC measurement. Under laser ignition, the flame is 

bright and compressed, and no particles are visible around the flame. Hence the condensed phase 
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reaction is considered to be the dominant mechanism for this sample. The mass drop in TGA is 

slightly higher for the 40 nm samples. During laser ignition, it is clearly that a lot of particles are 

blown away which makes it is difficult for flame to propagate. It is difficult to determine the 

reaction mechanism for this particle size. 

5.2 Contributions  

 The major contribution of this thesis is the relatively new method for the synthesis of 

spherical Al/CuO particles with a core-shell structure. There are several methods described in  

literature for Al/CuO nanowires with a core-shell structure and these do not refer to a free 

standing material. The requirement for a substrate makes it difficult for these methods to be 

applied in a flowing system and for moulding to a specific shape. For example, the proposed 

low-power focused-laser-assisted remote igniter still uses an Al/CuO/ethanol mixture as the 

energetic material to fill the hole in the polymer lens and the ethanol is later evaporated. To 

achieve a specific shape, the combination of a mould and a solution phase material is simple and 

cost-efficient. Moreover, the spherical Al/CuO micro-particle with a core-shell structure 

performs similarly to nanothermites in DSC measurement, so this provides an alternative to 

nanothermites with similar properties. This method has a shorter ignition delay in comparison 

with other micro-particle mixtures of Al/CuO thermite. In the case of the spherical Al/CuO nano-

particle with a core-shell structure, the energy release is increased though the active content of 

nanoparticles is much lower than that of microparticles.  

The thermochemical properties under laser ignition are important since laser ignition can 

be easily integrated with MEMs. Most of the samples can have a self-sustaining reaction once 

they are ignited by laser and this could prevent the laser from heating the whole MEMs up. The 

two different sizes of sample have significantly different features under laser ignition, so these 
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could meet different requirements.  

5.3 Future work 

 The investigation of additional factors that could influence the thermochemical properties 

under laser ignition could be investigated to obtain better control of the thermite. Particularly in 

the case of the 1 𝜇𝑚 Al samples, the performance is more constant in DSC measurement but the 

responses to laser ignition show diversity. The inclusion of more test factors could provide a better 

understanding of how other factors could influence the thermochemical properties under laser 

ignition.  

In the case of the 40 nm samples, more TEM images could be taken before and after 

reaction to validate the heterogeneous reaction mechanism since several researchers consider the 

reaction between Al and CuO to be a condensed-phase reaction from both a theoretical and an 

experimental perspective. Whilst theoretical models of the reaction between Al and CuO  are 

currently based on a mixture of powders or laminates, this may not be suitable for this structure, 

so it would provide a deeper understanding of the experimental results if a model based on the 

core-shell structure could be built.  

 The proposed low-power focused-laser-assisted remote igniter provides an interesting 

concept for the application of thermites in MEMs system since the igniter could be as simple as a 

laser pointer. The samples could be tested under laser with different wavelengths and powers to 

compare the performance, and to determine the minimum power to ignite the sample for a self-

sustaining reaction. This would enable this application to be used in more portable and disposable 

devices.   
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