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Abstract: 

 

 Radicals are potential building blocks to prepare conductive and magnetic materials. In order to 

achieve high conductivity, materials displaying a large bandwidth W and a low on-site Coulomb 

repulsion energy U must be generated.  

 

 Semiquinone-bridged bis-1,2,3-dithiazolyl radicals (R = Cl, Ph, Me and the MeCN adduct of R = 

Cl) represent a new family of resonance stabilized neutral radical for use in the design of single-

component conductive materials were prepared and fully characterized. In solid state these radicals 

remain as unassociated (monomers) in the solid state and typically form superimposed alternating -

stacks or slipped -stacks, arranged in several different space groups. The predominate intermolecular 

interactions are S···N′ and / or S···O′ contacts, which increase the dimensionality from one dimensional 

-stacked systems (i.e., poor lateral overlap) to two dimensional systems in the solid state. Thus the 

semiquinone-bridged bis-dithiazolyl radicals exhibit a significant decrease in activation energy (ca. 0.1 

– 0.2 eV) and the conductivity is two to three orders of magnitude (ca.  ≈ 10-5 – 10-2 S cm-1) higher in 

comparison to the previously reported pyridine based systems. This high conductivity is attributed to the 

low on-site Coulomb repulsion energies (U) which were estimated from the solution cell potentials (EPC) 

obtained from CV measurements and improved bandwidth (W) from the S···N′ and / or S···O′ 

interactions. Furthermore, the all sulphur containing semiquinone-bridged bis-dithiazolyls have the 

lowest activation energies and the highest conductivity under ambient conditions compared with other 

all sulfur nitrogen based radicals known to date. 

 

 The semiquinone-bridged bis-dithiazolyl (R = Cl) orderes as spin-canted antiferromagnets, TN = 8 

K, and displayed large coercivity (80 Oe). The ZFC-FC measurement at low field (i.e., H = 100 Oe) 
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established the phase transition temperatures and the spontaneous magnetization was used to estimate 

the spin canting angles (~ 0.14°). In the case of R = Ph, the antiparallel alignment of the ferromagnetic 

coupled chains leads to a spin-canted antiferromagnet (TN = 4.5 K), which undergo a unique field 

induced spin flop transition. The MeCN solvated of R = Cl behaves as a simple paramagnet at room 

temperature with bulk antiferromagnetic interactions, but no observed magnetic ordering from 2-300 K.  
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Chapter 1  

 

Introduction 

 

1.1  Introduction 

 

 Radicals are defined as a class of molecules with at least one unpaired electron, and are usually 

considered to be extremely unstable and reactive.1 They are widely used in organic chemistry and are 

particularly important for industrial processes. The unpaired electron can act as either a nucleophile or 

an electrophile to initiate a variety of organic reactions and polymerization processes. The lifetime for 

this type of radical is usually on the order of minutes.2 There are also a number of long-lived Main 

Group radicals based on the first row elements, i.e., C, N and O. For example, simple molecules like O2, 

NO and NO2 all have unpaired electrons, and have been well known for a long time.3 

 

 Depending on the lifetime of the radicals, they can be divided into three categories, (i) stable 

radicals, (ii) persistent radicals, and (iii) transient radicals. Stable radicals usually refer to species that 

can be isolated and, under inert atmosphere, are stable indefinitely at room temperature.3 By contrast, 

persistent radicals have half-lives that vary from seconds to a year, whereas transient radicals have half-

lives of less than 10-3 second.4 

  

 In 1900, the first stable organic radical 1-1 was isolated by Moses Gomberg.5 It is stabilized both 

electronically and sterically. The phenyl rings with large electron density are attached to the central 

tertiary carbon. The π-electrons on the phenyl ring can donate electron density to the central carbon; as a 

result the unpaired electron is stabilized. Meanwhile, the bulky groups occupy enough space to prevent 

reactions at the carbon center. 

1



1-1

BM+

M= Li, Na, K, Cs

1-2  

 During the past few decades, several classes of stable Main Group inorganic radicals have been 

synthesized and characterized following the idea of electronic and steric stablization. These radicals 

usually involve Group 13, 14, 15 and 16 elements.3 For instance, the triphenylboron radical anion 1-2 

was generated by reduction of BPh3 by alkali metals (M = Li, Na, K, Cs).6 The tin-centered radical 

SnH{CHSi[(CH3)3]2}2 1-3 was prepared photochemically,7 as were the first stable phosphorus-based 

radicals 1-4 and 1-5.8 Radicals based on sulfur and selenium will be discussed later. 

Sn

TMS

TMS

TMS

TMS

1-3

H

TMS= trimethylsilyl

P

TMS

TMS

TMS

TMS
N

P
N

TMS

TMS

TMS

TMS

1-4 1-5

 

 As a result of the presence of the unpaired electron, some radicals display interesting properties, 

and have been actively studied for many technological applications. For instance, they are widely used 

in spin labeling,9 EPR (Electron Paramagnetic Resonance) imaging,10 as radical polymerization 

catalysts,11 organic ferromagnets,12 molecular conductors,13 liquid crystalline magnetic materials,14 and 

information storage devices.15 Also some radicals can serve as spin bearing ligands, which coordinate to 

metals and form ferrimagnetic materials.16 

 

 The Oakley group focuses on the design and synthesis of nitrogen-sulfur (-N=S-) and nitrogen-

selenium (-N=Se-) based radicals, with a view to generating solid state materials that display magnetic 

and conductive properties.17 This idea originated from the successful development of N / O radical 

based materials, i.e., nitronyls 1-6,18 nitronyl nitroxides 1-7,19 and verdazyls 1-8.20 
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 The elements sulfur and selenium are, like oxygen, members of Group 16 (VI A) of the Periodic 

Table. In principle, for N / S, N / Se based radical building blocks, the unpaired electrons can serve as 

both a charge carrier and a magnetic coupler. In the most recent research in the Oakley group, families 

of resonance stabilized bis-DTA (dithiazolyl) radicals 1-9 to 1-12 and bis-TDA (thiadiazinyl) radicals 1-

13 were developed.13b Fine-tuning of the exocyclic R-groups in these materials allows for modification 

of the packing in the solid state, a process which can affect the electronic and magnetic properties of the 

system.21 In addition, substitution of S with Se, leads to an increase in intermolecular orbital overlap, 

which can enhance conductivity and alter magnetic properties.22 

N

S
N

NN

N
S

R3R3

R1

R2

1-13

N

E2

E1

NN
E1

E2

R1

R2

1-9 1-10 1-11 1-12

E1

E2

S

S

S

Se

Se

S

Se

Se

 

 

1.2 Band Theory - LCAO Approach23 

 

 In order to understand the electronic properties of these radical based materials it is important to 

examine the band theory, which can be developed from a particle-on-a-ring model with a periodic 

potential. The picture that emerges from this model is however incomplete, as will be discussed in 

subsequent sections. In the particle on a ring model, at each periodic point on this ring the potential is 

the same (i.e., V(θ) = V(θ+2π/n), θ = 2π/n), as illustrated in Figure 1.1. 
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Figure 1.1. A particle on a ring of periodic potential. 

The wavefunction of the particle (electron) is given by the Bloch function shown in equation 1.1. 

In this equation um is the atomic or molecular wavefunction at each point m, where m is the site label, 

where m = 1, 2, 3, …, n; and j = 0, 1, 2, …, n-1, where j is the quantum number that labels the Bloch 

state. From a chemical point of view, each site on this ring can be considered as an atom or molecule, 

and n is the total number of atoms or molecules on this ring. Therefore the particle-on-the-ring model is 

good for describing molecular orbitals for cyclic  systems. The solutions to this equation are pure 

angular momentum states (i.e., moving waves), thus the sums and differences are taken to obtain 

standing waves which gives the wavefunctions of the molecular orbitals.   
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 According to the Schrödinger equation , the energy of each wavefunction can be 

calculated following equation 1.2. For a normalized wavefunction,

 EH 
^

1*   d . 








d

dH
E

*

*
^
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 In order to evaluate the energy, we define β as the resonance integral (given by equation 1.3), 

which is related to the orbital overlap, and the Coulomb parameter α as shown in equation 1.4,  

(1.3)  duHuduHu mmmm   
^

1

^

1  

 duHu mm

^

  (1.4) 
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 In this tight-binding approximation, where only the interactions between nearest neighbors are 

considered, the energy of each Bloch function is given by equation 1.5. It is clear that the maximum and 

minimum orbital energy of a ring is independent of the ring size. All the energy levels of the orbitals are 

confined to the values between  2 , which yields the maximum energy dispersion of 4β. 

)
2

cos(2
n

j
E j

   (1.5) 

 The relative energy of molecular orbitals for a ring system can now be sketched out as shown in 

Figure 1.2. With increasing the ring size (i.e., n increases), the energy difference between the orbitals 

decreases. For large n, a nearly continous energy band with a width of 4β is produced. 

 

Figure 1.2. Relative orbital energy levels for ring systems. 

In this limit, the radius of the ring becomes so large that the curvature approaches zero. Thus a 

finite section of the ring can be treated as a one dimensional chain, as illustrated in Figure 1.3. 
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Figure 1.3. One dimensional chain with periodic potential. 

5



In this model, the periodic potential positions are defined in terms of the distance from some 

arbitrary origin, where R = ma. The Bloch function should then be rewritten as equation 1.6 and the 

energy is given by equation 1.7. The wavevector k labels the Bloch states and has units of reciprocal 

distance, which satisfy the condition of
a

k
a


 . 
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m
mark ikma
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)()exp(

1   

)cos(2 kaEk    

 Commonly the energies are mapped out over the k = (0…π/a) continuum, giving dispersion 

curves. A typical dispersion curve of a theoretical one dimensional infinite chain of atoms, each of 

which has s, px, py and pz orbitals, is illustrated in Figure 1.4. At k = 0, all the atomic orbitals are in 

phase, which yield bonding orbitals for σs and πpx,y and antibonding orbitals for σpz. At k = π/a all the 

orbitals are out of phase, thus the bonding properties of this chain is reversed. In general the antibonding 

orbitals have higher energy than the bonding orbitals for a given shell. At k = π/2a the Bloch state 

energy is equal to the atomic energy.   

(1.7) 

(1.6) 

 

Figure 1.4. Dispersion curve and orbital overlap of  and  orbitals. 
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In a solid, the highest energy of filling in the ground state is defined as Fermi level. The density of 

state (DOS) is the number of states in a small energy increment δE. 

 

1.3 Energy Bands24  

 

 In the solid state, the overlap between orbitals gives rise to energy bands and the forbidden 

regions between the bands as referred to as band gaps. The highest filled band is called the Valence 

Band (VB) and the first (lowest) empty band is named the Conduction Band (CB). Depending on the 

size of the band gaps and the filling of the bands, materials can be generally divided into the following 

categories: metal, insulator, semi-metal and semi-conductor as illustrated in Figure 1.5.  

  
Figure 1.5. Schematic energy diagram of different materials. 

The electrical conductivity (σ) of a material is defined as the products of the number of charge 

carriers (n), the charge of each carrier (e) and the mobility of the charge carriers (μ) (shown in equation 

1.8). 

 en  (1.8) 

 In general, metals satisfy the two critical requirements for creating conductive materials, which 

are (a) a large number of charge carriers n and (b) a pathway to allow for the flow of the charge carriers 

giving a large mobility μ.  
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 Semiconductors and insulators both have a filled valence band and an empty conduction band, 

but are distinguished by the size of their band gaps. Semiconductors have a relatively small band gap. 

When external thermal energy is applied, electrons in the Valence Band can be excited to the 

Conducting Band generating charge carriers. In an insulator, the large band gap prevents the excitation 

of valence electrons at ordinary temperatures, therefore its conductivity is low. 

 

1.4 Charge Density Wave (CDW)23 

 

  According to band theory, a one-dimensional (1D) array of hypothetical atoms with partially 

filled orbitals should exhibit metallic conductivity. However, in real materials this is not always the case, 

because such a system is susceptible to a Perierls distortion also known as a charge density wave (CDW) 

driven distortion. As a result, the atom positions are periodically distorted and the order of the evenly 

spaced 1D array is broken. This type of distortion is observed in some partially filled 1D systems. 

Consider the half filled system (i.e., a π-stack of radicals) as an example, which is an infinite chain with 

periodic potential and has one unpaired electron per site (shown in Figure 1.6a). In the undistorted array, 

all the molecules are evenly spaced in a lattice with unit cell length a. In the most energetically 

favorable distorted array (as shown in Figure 1.6b), the molecules form dimers and the unit cell length 

becomes 2a.  

  

Figure 1.6. Lattice parameters for (a) a regular array and (b) a Peirels distorted array. 

The effect of Peierls distortion on the dispersion curve of half filled system is illustrated in Figure 

1.7.  
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Figure 1.7. Effects of Periels distortion on a half filled system: (a) regular array, (b) doubled unit cell, (c) 

distorted array.  

 For a regular 1D chain, the dispersion curve is shown as Figure 1.7a. A Peierls distortion can be 

considered as two processes: (1) doubling of the unit cell length and (2) formation of dimers. Upon 

doubling the unit cell length, the reciprocal vector is halved and the dispersion curve is mapped from k 

= 0 to k = π/2a to produce two bands without a band gap (as shown in Figure 1.7b). As the molecules 

distort from the original position by a distance Δx, the distortion introduces two resonance integrals β1 

and β2. When 21   , the energy at the boundary is shown in equation 1.9. Therefore, a band gap is 

created at Fermi level with )(2 12  gapE  as shown in Figure 1.7c. 

0k    )( 21  E  

(1.9) 
ak 2/   )( 21  E  

 From a conductivity point of view, Peierls distortion is one of the major problems associated with 

creating conductors using radicals. In order to overcome this problem, high pressure and high 

temperature can be applied to decrease the level of distortion. Under ambient conditions, increasing the 

dimensionality of the material can also increase the stability towards CDW driven distortion.  
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1.5  Hopping Model of Conductivity and Mott Insulators  

 

 In principle, metallic conductivity should be observed in half-filled systems, like radical arrays, if 

they do not succumb to Peierls instability. However this is not always the case, as electron-electron 

repulsion creates a large barrier to electron transfer in some materials. This barrier is referred to as the 

onsite Coulomb repulsion energy (U), and is an intrinsic complication for any f = ½ system. The origin 

of this barrier can be understood with reference to the simple electron hopping model illustrated in 

Figure 1.8. Thus, when f = ½, there is one electron per site, and electron transfer requires moving an 

electron from one site onto an already occupied site (orbital). This process must overcome a high on-site 

Coulomb repulsion energy (U), and will require a large charge transfer integral or resonance interaction 

() between neighboring orbitals in order to achieve high conductivity. By contrast, in a f = ¼ system, or 

indeed in any system with band-filling other than f = ½, charge transfer can take place to a vacant 

orbital and, as a result, the Coulomb repulsion barrier is much lower.  

 

Figure 1.8. On-site Coulomb repulsion energy (U) for (a) f = ½ and (b) f = ¼ systems. 

Systems possessing f = ½ band electronic structures, in which the electrons are essentially trapped 

on separate sites, are referred to as Mott insulators.25 In order to overcome the on-site Coulomb barrier 

associated with such systems, a large bandwidth W (where W = 4) is required.26 Thus, in general, a 

large W / U ratio leads to good conductivity, and a small W / U ratio results in poor conductivity. 
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1.6  Charge Transfer Salts - The First Organic Conductors 

 

 As a result of the absence of charge carriers in pure, single component, closed shell molecules, 

their room temperature conductivity is low. However, the co-crystallization of two closed shell materials, 

one an electron donor (D) and the other an electron acceptor (A), can give rise to conductive materials, 

as the process of charge transfer between the two species creates charge carriers. Moreover, in the case 

of -donors and -acceptors, the formation of extended -stacked arrays of donors and acceptors can 

give rise to effective pathways for charge transport. These types of materials, which are customarily 

defined as charge transfer salts, have been extensively studied since the mid-1950s.27 In a typical charge 

transfer salt, charge transfer generates radical cations (D˙+) and anions (A˙–), as in Scheme 1.1, and 

these open shell species form -stacked structures which allow for transport. 

Scheme 1.1 

 

 In the early 1960s, the discovery of the powerful π-acceptor TCNQ (tetracyano-p- 

quinodimethane) 1-1428 led to major improvements in the conductivity of charge transfer salts.29 Then, 

in 1972, the sulfur-based π-donor TTF (tetrathiafulvalene) 1-15 was discovered, and this allowed for the 

development of many new charge transfer materials with much higher conductivities.30 In particular the 

salt [TTF][TCNQ] displayed a conductivity () of 1.47 × 104 S cm-1 at 66 K.31 Compared with values of 

 ~ 10-10 S cm-1 at room temperature for most closed shell organic materials and 10-2 S cm-1 at room 

temperature for other charge transfer salts,27 the performance of [TTF][TCNQ] was remarkable, and this 

finding became a benchmark in the development of organic conductive materials. Figure 1.9 shows the 

slipped -stack structure of [TTF][TCNQ], and illustrates the effect of charge transfer on the degree of 

band-filling of the energy bands associated with the donor and acceptor -stacks. The unusually high 

conductivity for this material arises from the partial charge transfer between the donor and acceptor, that 

is, less than one electron per molecule. In this way the ½ -filled band, which is susceptible to CDW 

instabilities.  
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1-14 

1-15 

Figure 1.9. Slipped -stacks of [TTF][TCNQ] (left), and the effect of charge transfer between TTF and 

TCNQ on bandfilling of donor and acceptor sub-bands. 

In the early stages of developing TCNQ based charge transfer salts, 1:1 cation-to-anion ratios 

were avoided. Commonly, 1:2 ratio of cation to TCNQ anion, i.e., [Et3NH][TCNQ]2, was used to 

achieve a ¼-filled energy band,27 and high conductivity could be achieved by promoting strong π-orbital 

overlap, which afforded a good conduction pathway. Within this context, replacing sulfur in TTF with 

its heavier congener selenium gave a tetraselenium heterocyclic donor, tetraselenafulvalene (TSF), 

which remained highly conductive even at extremely low temperature in a 1:1 ratio with TCNQ.27 

 

1.7  Neutral Radicals - Single Component Organic Conductors 

 

 In 1975, Robert Haddon proposed that neutral π-radicals might serve as useful building blocks for 

conducting materials instead of charge transfer salts.13a In principle, the unpaired electrons in a neutral 

π-radical should be capable of serving as charge carriers. Essentially, the unpaired electrons in these 

materials form a half-filled energy band in the solid state, similar to that found in an elemental metal 

such as sodium.13b However, high conductivities in these systems would require strong intermolecular 

interactions and a large solid state bandwidth W to overcome the high on-site Coulomb repulsion energy 
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U associated with a f = ½ system. This concept is illustrated in Figure 1.10b, which shows the 

development of a f = ½ energy band by the overlap of Singly Occupied Molecular Orbitals (SOMOs) on 

neighboring molecules within a superimposed -stack of radicals. Estimating the value of U is difficult, 

but useful trends can be developed within a series of compounds by comparing the values of their gas-

phase disproportion enthalpy, ΔHdisp (the difference between the ionization potential (IP) and electron 

affinity (EA)). Solution based estimates, using the electrochemical cell potential, Ecell, the difference 

between oxidation potential (E1/2
(ox)) and reduction potential (E1/2

(red)),13a,27 can also be employed. These 

ideas are expressed in equation 1.10. Values of ΔHdisp and Ecell can be either calculated or measured 

easily. 

 ΔHdisp = IP- EA 
Ecell = E1/2

(ox) - E1/2
(red) (1.10) 

 

 Figure 1.10 also shows the two major problems associated with designing neutral radical 

conductors. The first problem, illustrated in Figure 1.10c, is the Mott insulator trap described above, 

which arises from the high on-site Coulomb repulsion energy associated with the ½-filled band structure 

which is basic to the neutral radical paradigm. The second, shown in Figure 1.10d and also described 

above, is the charge-density-wave (CDW) or Peierls distortion which can easily occur in this type of 

one-dimensional system. For the past 30 years, all work on the design of conductive materials based on 

neutral radicals has involved attempts to address these two fundamental design challenges. 
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Figure 1.10. Energy levels of (a) a single -radical, (b) a metallic state, (c) a Mott insulator and (d) a 

Peierls distorted π-radical. 

1.8  Development of S-N Based Conducting Radicals 

 

 For many years the Oakley group has been working on the design of neutral radical conductors 

using electron-rich sulfur / selenium-nitrogen heterocycles. The reason for using these radicals, as 

opposed to all carbon or simple nitrogen based radicals, is that the presence of the heavy heteroatom (S 

or Se) should provide better intermolecular orbital overlap, a feature needed to overcome the high on-

site Coulomb repulsion and promote good conductivity.13b 

 

 The initial focus of work in the Oakley laboratory was on molecules based on the 1,2,3,5-DTDA 

(dithiadiazolyl) framework 1-16 and its selenium analogue 1-17. While structures displaying the desired 

-stacking could be achieved, the relatively localized spin distributions in these radicals caused them to 

undergo a Peierls distortion, that is, they dimerized in the solid state.32 Thus there were no electrons 

available to transfer charge, and the conductivity for the S-based materials were extremely low.33 

However, the Se-based compounds showed excellent semi-conductive behavior, and partial oxidation of 

both the S- and Se-based radicals with iodine and bromine afforded charge transfer salts with good 

conductivity (RT > 100 S cm-1).17b,34 
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 In the mid-1990s attention was moved to 1,3,2- and 1,2,3-DTA radicals 1-18, 1-19. In most cases 

of 1,3,2-DTA radicals 1-18 are fairly stable, and often do not dimerize in the solid state or solution 

phase.35 However the intermolecular S···S distances along the π-stacking direction are rather long (ca. 

3.6 - 3.7 Å).35 In comparison these distances are close to the non-bonding van der Waals contact (ca. 4.0 

Å)36 and longer than the S···S distance found in DTDA dimers (ca. 3.0 Å)37. Hence the orbital overlap 

is poor and high conductivities for this type of radical were not reached. 

 

 About 15 years ago, the Oakley group began work on 1,2,3-DTA radicals 1-19. These systems are 

isoelectronic to 1,3,2-DTA and 1,2,3,5-DTDA radicals, possessing seven π-electrons. Initial structural 

studies indicated that this type of radical also suffered from a tendency to dimerize in the solid state.38 

However, one of the attributes of these systems was the fact that the value of Hdisp and Ecell could be 

reduced by the attachment of electron withdrawing substituents. As a result, these systems provided the 

potential for improved conductivity, and indeed one of the best thiazyl radical conductors ever 

characterized stemmed from these ideas.38-39 

 

 Continuing efforts to improve molecular ion energetics eventually led to the development of 

resonance stabilized bisdithiazolyl radicals such as 1-9. These materials enjoyed much better ion 

energetics (lower values of Hdisp and Ecell), by virtue of the delocalization of spin across the entire 

molecule. Moreover, the higher delocalization energy also led to structures in which dimerization was 

avoided, although some examples of  lateral -dimerization, as shown below in Scheme 1.2, have been 

observed.40 
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 From a structural perspective, these radicals tend to crystallize in slipped -stack arrays, as 

illustrated in Figure 1.11.  Stack slippage, which is driven in part by the steric bulk of the R1 and R2 

groups, leads to a decrease in intra-stack orbital overlap, as a result of which both the electronic 

bandwidth and conductivity are reduced. For these systems bandwidth can be increased, and 

conductivity enhanced, by partially eliminating the steric effects of the R1/R2 groups, so as to allow 

superimposed stacking.41 

 

Figure 1.11. Bandwidth trends associated with slipped (a) and superimposed (b) -stacks. 

Alternatively, bandwidth and hence conductivity can be increased by the incorporation of 

selenium in place of sulfur. Synthetic methods to these resonance stabilized heavy atom radicals have 

been developed over the last five years,42 and these have allowed the design of a wide range of radicals 

with different solid state structures. Typically these materials 1-10 to 1-12 display conductivities two to 
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three orders of magnitude higher than those observed for the related sulfur based compounds 1-9.42a,43 In 

addition, these materials also exhibit interesting magnetic properties, which will be discussed in the 

following sections. 

 

1.9  Radicals as Magnets 

 

 Magnetism is a valued property of matter, one that has been in use for over 1000 years.44 

Magnetic materials can be classified according to the way that the spin of unpaired electrons present in 

open shell atoms and molecules interact with each other. Some of the possibilities are illustrated 

schematically in Figure 1.12. In a closed shell or diamagnetic material there are no unpaired spins, but 

such materials do nonetheless experience a very weak repulsion to an external field due to induced 

orbital motion of the electrons. These residual diamagnetic effects are, in fact, present in all matter, 

regardless of whether other forms of magnetism are observed. In materials possessing unpaired 

electrons, various forms of spin alignment are possible. In an ideal paramagnetic substance there are no 

magnetic interactions between the spins, which behave essentially independently from one another. In 

the presence of a magnetic field there is a temperature dependent orientation of some of the spins by the 

field. This orientation is lost when the field is removed. In a ferromagnetically ordered material, such as 

iron or nickel, all the spins are aligned in parallel, while in an antiferromagnetic substance an alternating 

alignment of the moments is found. There are, in addition, more exotic forms of magnetism, including 

ferrimagnetism, which consists of an antiferromagnetic ordering of moments of unequal magnitude. 

Canted antiferromagnetism, or weak ferromagnetism, arises when the alignment of the spins in a 

material which is essentially antiferromagnetic is tipped or canted, so as to produce a net bulk magnetic 

moment. This phenomenon is usually found in materials possessing polar space groups. 
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Figure 1.12. Schematic diagram illustrating spin orientations for different types of magnetism. 

1.10 Magnetic Susceptibility44  

 

 The response of a material to a magnetic field is usually described in terms of its bulk magnetic 

susceptibility HM / , where M represents the level of magnetization of the material in an applied 

magnetic field H. For typical ferromagnetic species, the magnetic susceptibility varies with temperature 

as shown in Figure 1.13. At high temperatures, they become paramagnetic. The critical temperature for 

ferromagnets is called the Curie temperature (TC), which is also known as the ordering temperature. 

Similar phenomena can also be observed in an antiferromagnetic system. With decreasing temperature, 

the susceptibility increases to a maximum and then decreases. The maximum temperature is defined as 

the Néel temperature (TN). For paramagnetic materials on the other hand, have an inverse linear 

relationship with temperature. Diamagnetic materials, where all the electrons are paired, have small 

negative χ values.45 

18



 
Figure 1.13. Susceptibility response of changing temperature of different types of magnetism. 

 For paramagnets, the relationship between  and absolute temperature (T) is described by the 

Curie Law (shown in equation 1.11). The Curie constant (C) is given by equation 1.12, where NA is the 

Avogadro constant, μ is the molecular magnetic moment and k is the Boltzmann constant. The Curie 

Law is the magnetic analogue of the ideal gas law, which only applies when there are no intermolecular 

interactions.  
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 In the presence of magnetic exchange pathways which provide magnetic communication between 

neighboring molecules, the material may exhibit ferromagnetism or antiferromagnetism. In this 

situation, the Curie-Weiss Law is used, as shown in equation 1.13. The Weiss constant  (defined in 

equation 1.14) takes into account the magnetic exchange interactions between electrons which are 

defined in terms of the exchange parameter J. In this equation S is the total spin quantum number.   
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 A plot of /1

C/1

 as a function of temperature for the Curie-Weiss Law yields a straight line with 

slope equal to and C/ as the intercept (illustrated in Figure 1.14a). For a ferromagnetic 

material, the electrons in neighboring molecules are aligned parallel (↑↑) and both J and  are positive, 

while in antiferromagnetic materials the anti-parallel alignment (↑↓) of spins is associated with negative 

J and  values.35  

 
Figure 1.14. Plots of (a) 1/ as a function of temperature and (b) T as a function of temperature for 

Curie-Weiss Law with positive (black) and negative (blue) Weiss constants. 

Commonly, magnetic data is presented as a plot of χT vs. T in order to facilitate observation of 

small changes in susceptibility with temperature. In these plots, a positive  leads to an increase in to χT 

value, while a negative  results in a decrease in the χT value upon cooling (shown in Figure 1.14b). 

The magnetic susceptibility can be measured in a number of ways. Commonly it is measured by a 

superconducting quantum interference device (SQUID). The experimental data consists of the sum of 

three components as shown in equation 1.15. Diamagnetism (χdia) as mentioned earlier is always there 

and has a negative value. It can be accounted for by several ways, for example measure the 

susceptibility of empty sample holder, and use Pascal′s constant to calculate the value.  

TIPsamplediaexp    

 Temperature independent paramagnetism (χTIP), which arises from the mixing between different 

states, is usually small and has positive sign. Usually this term is assumed to be zero. Another form of 

temperature independent paramagnetism is called Pauli paramagnetism, which is observed in the 

(1.15) 

20



materials that display metallic conductivities. After correcting for both χdia and χTIP terms, χsample can 

now be extracted from the experimental data.  

 

1.11 Saturation Magnetization44 

 

 For paramagnetic materials, the susceptibility  is independent of field when the field is weak, 

that is to say, the magnetization M increases linearly with field H. When H becomes large, the 

magnetization (M) of the system reaches saturation. The saturation magnetization (Msat) can be 

calculated following equation 1.16. Since Msat is usually expressed in the unit of Nβ, its value is simply 

given by gS, where S is the total spin angular momentum quantum number. 

gSNM Asat   (1.16) 

 The g value can be estimated by equation 1.17. When there is only spin contribution (i.e., total 

orbital angular momentum quantum number L = 0, total angular momentum quantum number J = L + S 

= S), g is predicted to be 2, but the real value is equal to 2.002 for a free electron. When there is spin 

orbit coupling, g value can dramatically deviate from 2.  
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(1.17) 

The magnetic moment (μ) then can be calculated using , where eff )1(  JJgeff . For 

paramagnetic materials, χT is proportional to the square of μeff (equation 1.18) . Thus for a given S 

(assume g = 2), a plot of χT vs. T should reach a standard number in the high temperature region, 

regardless of whether it is a ferromagnets or antiferromagnets. This is often used to check the purity of 

the sample. For example, for a pure sample of S = ½ radicals with one unpaired electron, χT should 

reach 0.375 emu mol-1 K at high temperature (i.e., room temperature). The presence of closed-shell 

impurities will reduce this value. 
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 For ferromagnetic materials, magnetization increases rapidly with increasing field, until all of the 

spins are co-aligned. At this point the magnetization becomes saturated. If the field is removed, some, 

but not all the ordering, is lost. The residual magnetization when H = 0 is referred to as the remnant 

magnetization Mr. In order to reduce the value of M to zero, that is to destroy the alignment of the spins, 

a reverse field must be applied. The magnitude of the reverse field required to quench the magnetization 

is referred to as the coercive field Hc,
46 Forward and backward cycling of the magnetic field affords a 

magnetic hysteresis loop, which is characterized by the values of Mr and Hc. The so-called hardness of a 

magnet is proportional to the Hc value - a hard magnet has a large Hc value, while a soft magnet has a 

small Hc value. The typical hysteresis loops of hard and soft magnets are illustrated in Figure 1.15. The 

magnitude of Hc is an important parameter in determining the potential applications of a magnetic 

material. Hard magnets, for example, are required for data storage, while soft magnets find applications 

in transformers. 

 
Figure 1.15. Hysteresis loops for soft and hard magnets. 

At a microscopic level, the magnitude and sign of magnetic exchange interactions can be related 

to the overlap between SOMO orbitals.47 Ferromagnetic exchange is observed when the net overlap 

between orbitals is zero, which is defined as orthogonal overlap. Mathematically this condition can be 

represented as equation 1.19. 

22



    1*   d   0d (1.19) 

  In order to achieve orthogonal overlap, there must be equivalent amounts of bonding and anti-

bonding character between two overlapped orbitals, shown in Figure 1.16. Mathematically the two 

orbitals are orthogonal, the overlap integral S is equal to zero, which is given by . 

When S = 0, the material orders ferromagnetically. On the other hand, a strong bonding (S > 0) or 

antibonding overlap (S < 0) would give rise to antiferromagnetic exchange. Since the condition for 

ferromagnetic interactions is very strict, radical based ferromagnts are very rare (see below). 

  0*  dS ji

 

Figure 1.16. Model orbital overlaps, with bonding, orthogonal and antibonding interactions. 

1.12 Development of S-N Based Radical Magnets 

 
 The pursuit of radical-based magnetic materials has been ongoing for several decades.35 One of 

the goals has been to control the packing of radicals in the solid state so that the magnetic exchange 

interactions between them are ferromagnetic. Extensive work on the magnetic properties of localized, 

light heteroatom radicals, such as nitroxyls, nitronyl nitroxides, verdazyls, and dithiadiazolyls, has 

yielded a few examples that order ferromagnetically.35,48 The ordering temperatures (TC) of these 

materials are, however, well under 5 K, and the coercive fields (Hc) are never more than a few Oersted. 

Spin-canted antiferromagnetic ordering (weak ferromagnetism) has been observed in an oxoverdazyl at 

5.4 K,49 and also in the dithiadiazolyl 1-20 at 36 K.50 Replacing the cyano group of 1-20 with a nitro 

group gave species 1-21 exhibiting ferromagnetic ordering at 1.32 K.51 
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 Work in the Oakley group on bisdithiazolyls and their selenium containing analogues has led to 

the discovery of some materials with remarkable properties, including metamagnetism,52 spin-canted 

anti-ferromagnetism53 and ferromagnetism.54 The ferromagnetic materials have evoked particular 

interest, as their ordering temperatures (the highest of which is 17 K) are an order of magnitude higher 

than observed for any other non-metal radical based magnetic material. In addition, their coercive fields 

are 2 to 3 orders of magnitude greater than observed before in an organic material, the highest of which 

is 1320 Oe at 2 K. 

 

 Recent studies of the pressure dependence of the structure and magnetic properties of 1-12 (R1 = 

Et, R2 = Cl) showed that under pressure there was a change in the degree of π-stack slippage. As a result 

the overlap between the SOMO of the adjacent radicals changed from bonding to orthogonal overlap 

then to antibonding with increasing pressure, as shown in Figure 1.17. Consistently, magnetic 

susceptibility measurements indicated that TC initially rose to a maximum of 21 K near 0.9 GPa, but 

with increasing pressure, the TC value retreated back to the original value of 16 K at ~ 4 GPa.55 

  

Figure 1.17. Schematic diagram of SOMO orbital overlap change as increase pressure. 
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This latter work demonstrates the importance of studying and understanding the complex 

relationships among molecular structure, crystal structure and transport properties of molecular radicals. 

These issues are central to the research work in my M.Sc. studies. 

 
 
1.13 Thesis Scope 

 

 Recently the Passmore group has reported a family of 1,4-quinone bridged mono- and bis-1,3,2-

DTA radicals, biradicals and radical cations.56 These materials either dimerize in the solid state or 

cannot be easily isolated. Conductivity and magnetic studies have shown that most of them are Mott 

insulators and antiferromagnets. However, the close packing of these quininoid based systems, in 

principle, should give rise to strong π-overlaps, which could enhance the bandwidth W and increase the 

conductivity. This led to the development of semiquinone-bridged bis-dithiazolyl radicals 1-22 as 

potential building blocks to achieve high conductivity and exhibit interesting magnetic properties.  

 

 During my graduate work, a family of 1-22 radicals has been prepared, characterized and studied. 

The synthetic details and characterization of this family of compounds are presented in Chapter 2 in this 

thesis and crystallographic data (single crystal X-ray crystallography or powder X-ray crystallography) 

are reported in Chapter 3. Chapter 4 is dedicated to transport and magnetic property studies of these 

radicals. The preliminary results of the preparation of the Se analogue of 1-22 are summarized in 

Chapter 5 along with some on-going progress and potential future work. 

 

 
 
 

 

25



Chapter 2 

 

Synthesis 

 

2.1 Introduction 

 

 Monofunctional 1,2,3-dithiazolyl (1,2,3-DTA) radicals have been known for over 30 years,1 

however until recently they were little more than spectroscopic curiosities.2 Typically there are two 

ways to prepare this ring system, (i) the cyclo-condensation reaction of an aromatic amine with sulphur 

monochloride (S2Cl2) which was first reported by Herz (equation 2.1),3 and (ii) the addition reaction of 

S2Cl2 to an aliphatic nitrile (Appel’s method (equation 2.2)).4  

 

While the 1,2,3-dithiazolyl radicals were first observed in solution by EPR spectroscopy in the 

1980s,2 it was not until 1999 that Barclay et.al. isolated the first stable 1,2,3-DTA radical (2-1, R = 

C6F5).
5  The benzo-1,2,3-DTA (2-2) can be generated in solution by chemical or electrochemical 

reduction,2 but is highly reactive and the isolation of this compound has not been reported. During the 

past 10 years, the Oakley group has prepared and structurally characterized a series of bifunctional 

1,2,3-DTA radicals (2-3). These radicals are resonance stabilized and typically remain unassociated in 

the solid state, a feature which leads to interesting transport and magnetic properties.6  
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The pyridyl based bis-dithiazolyl (R2BPR1, 2-13) radicals can be prepared in several synthetic 

steps, starting from the 2,6-diaminopyridine. The double Herz cyclocondensation reaction of S2Cl2 with 

2,6-diaminopyridine leads to [2-5][Cl], which is metathesized to give 2-6. Proton Sponge is then used to 

prepare the zwitterion 2-7, followed by alkylation to afford [2-8][OTf] and a subsequent reduction to 

give the radicals 2-8. Chlorination occurs at the 4-position of the pyridine ring during the double Herz 

reaction with high yield (shown in Scheme 2.1).6a  

 

Scheme 2.1 

 

 

 The exploration of this framework has led to a variety of R1 (alkyl groups) and R2 (halogens and 

methyl and phenyl groups) which are prepared by a double Herz reaction on the alkylated  2,6-

diaminopyridine, as shown in Scheme 2.2, to give the bifunctional cyclic system. In the case of R2 = Br, 

the Br atom was attached after the double Herz reaction.7  
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Scheme 2.2 
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In 2005, Passmore et. al. first reported the quinone based 1,3,2-dithiazolylium (DTA) cations (2-

16), and their corresponding radicals.8 A new class of 1,4-quinone based 1,3,2-DTA radicals and radical 

cations were reported since then. In general, the corresponding cations can be prepared from readily 

available starting materials by a cycloaddition reaction and oxidative dehydrogenation with SNS+MF6
– 

(M = As, Sb) in liquid SO2, leading to the hydroquinone fused 1,3,2-DTA cations (2-15). The 1,4-

benzoquinone fused 1,3,2-DTA cations (2-16) were then prepared by oxidation with AsF5 in the 

presence of triethylamine (as shown in Scheme 2.3).9  

 

Scheme 2.3 
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2.2  General Procedures  

 Semiquinone-bridged bis-dithiazolyls (RBBO, 2-19) are isolobal to the pyridyl based bis-

dithiazolyl (R2BPR1, 2-13) radicals, and in principle a similar synthetic route can be employed. The first 

derivative of this family to be prepared was R = Cl. In the pyridine-birdged framework, under reflux 

condition in MeCN a double Herz reaction on 2,6-diaminopyridine (2-11) gives chlorinated bis-DTA 

chloride. Following the same logic, under reflux conditions, the double Herz reaction on 2,6-

diaminophenol bis-hydrochloride (2-18a), which was prepared according to the literature procedure,10 

led to [2-19b][Cl] (shown in Scheme 2.4). 

 

Scheme 2.4 
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 However, the reaction did not give 100 % of the desired product, [2-19b][Cl]. Instead, a 2:1 

mixture of [2-19b][Cl] and [2-19a][Cl] was observed. After metathesis of the mixture of chloride salts 

with GaCl3 to give the soluble gallates, all the [2-19a][GaCl4] was converted to [2-19b][GaCl4] using 

freshly prepared PhICl2. Pure [2-19a][Cl] can be prepared by cold double Herz reaction at -35 °C in the 

presence of NEt3. 
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 Alternatively, the metathesis of 2,6-diaminophenol bis-hydrochloride (2-18a) with silver 

trifluoromethanesulfonate (sliver triflate, AgOTf) in MeCN gave the soluble 2,6-diaminophenol as a 

bis-triflate salt (2-20). The subsequent double Herz reaction with S2Cl2 in refluxing MeCN gave a 

mixture of [2-19b][OTf] and a OTf– salt of an iminoester which results from a Pinner reaction between 

2-20 and the solvent MeCN, according to Scheme 2.5. The chlorination of phenol in the 5-position 

prevents the cyclocondensation reaction of the Pinner adduct (2-21) with S2Cl2. However triturating the 

isolated solid with acetic acid removes the soluble Pinner salt and allows isolation of [2-19b][OTf]. 

 

Scheme 2.5 
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 Since the 2,6-dinitrophenol (2-17a) is very expensive, an efficient synthetic route to a salt of [2-

19b]+ was developed starting from 4-chlorophenol (2-17b) (see Section 2.2), and a general synthetic 

route to a series of 4-substituted semiquinone bridged bis-dithiazolyls (RBBO)  was designed as shown 

in Scheme 2.6.  
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Scheme 2.6 

 

 

 The nitration of 4-substituted phenol with HNO3 gave 4-substituted 2,6-dinitrophenol (2-17), 

which was  subsequently reduced to 4-substituted 2,6-diaminophenol bis-hydrochloride (2-18). A 

double Herz cyclocondensation of the latter with sulfur monochloride (S2Cl2) in refluxing MeCN then 

afforded the semiquinone-bridged bis-DTA chloride ([2-19][Cl]), which could be converted by a 

metathesis reaction into soluble semiquinone-bridged bis-DTA salts ([2-19][X]). All these salts give a 

dark purple solution in MeCN, which have a maximum absorption in the green color range in the UV-

visible spectrum. The radicals (2-19) were prepared by reducing the soluble salts ([2-19][X]) with 

ferrocene derivatives (i.e., (MenCp)2Fe, n = 1, 4, 5). 

 

2.2.1  Nitration Reaction 

 

 Classically the nitration of aromatics involves nitric acid (HNO3), nitrogen oxide gas or NO2
+ 

salts in the presence of a strong acid (i.e., concentrated sulfuric acid (H2SO4), poly-phosphoric acid 

etc.).11 These methods are widely used in industry, however, they produce a large amount of nitrogen 

oxide and acid waste.11-12  A variety of new methods have been developed that involve the use of 
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heterogeneous catalysts, which are easily recycled, and help minimize acid waste, however most of 

these catalysts are transition metal based (e.g., Zn(NO3)2(N2O4)2) and are not commercially available. In 

addition, these types of nitration reactions are usually only used in small scale reactions (i.e., ~ 1 mmol 

of starting material).13 Considering the dinitro compounds are the starting material for a multi-step 

synthesis of RBBO radicals, the traditional method (with HNO3) was used to prepare 4-substituted 2,6-

dinitrophenol in large quantities, with the exception of R = H and Me (2-17a, e) both of which 

commercially available.   

 

 A variety of synthetic methodologies for the preparation of 4-chloro-2,6-dinitrophenol (2-17a) 

have been reported in the literature.14 Following the traditional method, using HNO3, it can be prepared 

by nitrating 4-chlorophenol with HNO3 in dichloromethane (DCM) at ambient temperature for 45 min 

to give 4-chloro-2,6-dinitrophenol. When the nitration reaction is carried out in chloroform at low 

temperature (e.g., -60 °C), ipso nitration (i.e., 4-chloro-4-nitrocyclohexa-2,5-dienone) is observed, 

which undergoes a rapid rearrangement at higher temperature to give 4-chloro-2-nitrophenol.15 The 4-

chloro-2-nitrophenol can be prepared using HNO3 in acetic acid solution at 40 °C for 1 h.16 In our case, 

the 4-chlorophenol was nitrated with diluted 68 % HNO3 in acetic acid to give 4-chloro-2-nitrophenol. 

The reaction mixture was stirred at room temperature with a water bath and poured onto crushed ice 

after 30 min to yield a light yellow crystalline product. The solid was collected by filtration and the 1H 

NMR spectrum was consistent with reported 4-chloro-2-nitrophenol.15 The addition of 98 % H2SO4 to a 

suspension of 4-chloro-2-nitrophenol in HNO3 at 0 °C gave 4-chloro-2,6-dinitrophenol. The overall 

isolated yield for the stepwise nitration of 4-chlorophenol to 4-chloro-2,6-dinitrophenol was ca. 75 %. It 

was also found that 4-chloro-2,6-dinitrophenol could be achieved by heating a mixture of HNO3 and 4-

chlorophenol in acetic acid at 70 – 80 °C for 45 min to yield 4-chloro-2,6-dinitrophenol in 85 % isolated 

yield. When the reaction was performed at lower temperature, a mixture of 4-chloro-2-nitrophenol and 

4-chloro-2,6-dinitrophenol was produced, due to their low solubility in acetic acid. The 1H NMR 

chemical shifts were consistent with the reported chemical shift in the literature.15  
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 The previously reported nitration of 4-bromophenol was carried out with 68 % HNO3 in acetic 

acid at 70 °C for 10 min, leading to 4-bromo-2,6-dinitrophenol (2-17c). Several attempts to repeat this 

procedure did not lead to the expected product 4-bromo-2,6-dinitrophenol. However, a yellow 

crystalline solid was isolated, which was consistent with 4-bromo-2,5-dinitrophenol (mp 51 – 52 °C) 

based on 1H NMR. Therefore, the stepwise nitration of 4-bromophenol was carried out analogously to 

4-chlorophenol. The nitration of 4-bromophenol with 68 % HNO3 was carried out in acetic acid at 0 °C 

for 1 h to give a mixture of 4-bromo-2-nitrophenol and 4-bromo-2,6-dinitrophenol. The mixture was 

recrystallized from a 1:1 mixture of dichloromethane and pentane to give yellow needles of analytically 

pure 4-bromo-2-nitrophenol (mp 87-89 °C; lit.17 mp 87 °C) in ca. 80 % yield. The subsequent nitration 

of 4-bromo-2-nitrophenol in a mixture of HNO3 and H2SO4 at a carefully controlled temperature of 50 

°C gave a mixture of 4-bromo-2,6-dinitrophenol (2-17c) and picric acid (~ 7 : 3 respectively). Repeated 

recrystallization from 80 % ethanol led to analytically pure 4-bromo-2,6-dinitrophenol (mp 74.5-75 °C; 

lit.18 mp 74.5 °C).  

 

 The nitration of 4-phenylphenol was carried out by a modified literature procedure,19  using a 

mixture of HNO3 and H2SO4 instead of 15 M HNO3 (white fuming nitric acid) in acetic acid as 

previously reported. This led to 2,6-dinitro-4-phenylphenol (2-17d) in high yield (ca. 90 %)  and 

subsequent recrystallization from hot acetone gave light yellow blocks (mp 153-154 °C; lit.  mp 155-

157 °C), and the 1H NMR was consistent with the literature spectrum.19  

 

 The previously reported nitration of 4-ethylphenol with HNO3 in acetic acid gave 4-ethyl-2,6-

dinitrophenol in 60 % isolated yield, however, because of the low melting point (i.e., 36 °C), the 

corresponding morpholine and cyclohexylamine salts were isolated and characterized in unspecified 

yield.20 The nitration of 4-ethylphenol in dichloromethane (DCM) with HNO3 at 0 °C for 1 h led to 4-

ethyl-2,6-dinitrophenol (2-17f) in essentially quantitative yield (by 1H NMR) and subsequent passing of 

ammonia gas through the solution led to the isolation of the corresponding ammonium salt (2-22) by 
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filtration (shown in Scheme 2.7). Recrystallization of the ammonium salt from 50 % ethanol gave 

orange needles in ca. 70 % overall yield.  

 

Scheme 2.7 

 

 

2.2.2  Tin Reduction 

 

 The reduction of nitro compounds is a synthetically useful route to amines and the literature is 

replete with examples of the reduction of one or more nitro moieties in the same molecule. The most 

effective synthetic methodologies involve catalytic hydrogenation over Pd / C with H2 gas at high 

pressure21 or using hydrazine in the presence of inexpensive metals (e.g., Mg, Zn),22 however these 

methods are typically effective only in small scale reactions. Alternatively the nitro group can be 

reduced to the free amine in high yield by sodium hydrosulfide23 or sodium hydrosulfite19,24 under basic 

conditions. Another common procedure for the large scale reduction of nitro moieties to amines (as 

their hydrochloride salt) in the literature involves SnCl2 and / or Sn as the reducing reagent in the 

presence of acid, however the isolated yields are typically lower than the other methods (e.g., 

hydrogenation over Pd / C with H2 gas) discussed above.25 In the case of the 4-substituted 2,6-

diaminophenol compounds, the free amine can be rapidly oxidized in the presence of air,19 which is one 

drawback of performing the reduction under basic conditions. Thus, the 2,6-diaminophenol bis-

hydrochloride compounds were prepared by the reduction of their corresponding 4-substituted 2,6-

dinitrophenol with Sn powder in the presence of SnCl2·2H2O in 36 % HCl.  
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 At room temperature the dinitro compounds and SnCl2·2H2O were suspended in HCl. The 

reaction mixture was cooled to 0 °C and Sn powder was added in small portions. In solution, Sn reacts 

with HCl to give SnCl2, which is a two-electron reducing agent, to give diaminophenol. The addition of 

SnCl2·2H2O, which initiates the reaction, speeds up the reaction and helps maintain the solution acidity. 

Once all the Sn had reacted, the reaction mixture was allowed to warm to room temperature and was 

stirred for an additional hour, to give a yellow solution. Typically the reaction was preformed on a 0.1 

mol scale of 4-substituted 2,6-dinitrophenol to isolate the desired products in larger quantity and 

moderate to high yield (ca. 60-80 %), compared with other methods discussed above. This general 

methodology was readily applied to R = H, Cl, Br, Me and Et, however the work up procedures were 

slightly different for each case, since the 4-substituded 2,6-diaminophenol bis-hydrochlorides (2-18)  

have different solubility. In the case of R = Cl and Br, bubbling HCl gas through the reaction mixture at 

0 °C caused the product to precipitate as a white solid. The solid was washed with 36 % HCl and 

recrystallized from diluted HCl solution to yield white needles in ca. 60 % yield. The solubility of 2,6-

diamino-4-methylphenol bis-hydrochloride (2-18e) in HCl solution was so high that bubbling HCl 

through the solution did not precipitate the product. Therefore the volatiles were distilled off under 

reduced pressure to leave a beige solid. The solid was slurried with a small volume of 36 % HCl to 

dissolve the Sn (IV) side-products and the crude product was collected by filtration. Repeated 

recrystallization of the crude product from diluted HCl gave white needles which were dried in vacuo at 

110 °C overnight.  

 

 The reduction of the ammonium salt of 2,6-dinitro-4-ethylphenol (2-22) with Sn and SnCl2·2H2O 

led to a precipitate of NH4Cl, (because of the low solubility of NH4Cl in HCl,) which was removed by 

filtration, and 2,6-diamino-4-ethylphenol bis-hydrochloride (2-18f) was isolated as a white precipitate 

after bubbling HCl gas through the solution at 0 °C. The 1H NMR of the isolated precipitate displayed a 

triplet at 7.14 ppm (J = 51 Hz) which is assigned to NH4Cl. The crude product was dissolved in 95 % 

ethanol and the sparingly soluble NH4Cl (0.6 g in 100 mL ethanol at 19 ºC)26 was removed by filtration. 
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The ethanol was removed under reduced pressure and the off white solid was recrystallized by slowly 

cooling a hot solution of 4-ethyl-2,6-diaminophenol bis-hydrochloride (2-18f) in dilute HCl, to give 

white needles in ca. 65 % yield. 

 

 The reduction of 2,6-dinitro-4-phenylphenol (2-17d) with Na2S2O4
19 or the small scale reduction 

with Pd/C in the presence of hydrazine monohydrate21b has previously been reported. The reduction 

with Na2S2O4 however, could not be reproduced. A Sn reduction in acidic ethanol led to 2,6-diamino-4-

phenylphenol bis-hydrochloride (2-18d) with moderate yield. Attempts to perform the Sn reduction 2,6-

dinitro-4-phenylphenol in a suspension in HCl were unsuccessful because of the poor solubility and 

reactivity of  2,6-dinitro-4-phenylphenol compared to R = H, Cl, Br, Me, Et 2,6-dinitrophenols. The 

reduction of 2,6-dinitro-4-phenylphenol with SnCl2·2H2O and Sn in an ethanol and 36 % HCl mixture 

(4:1 v:v) with stirring at 0 °C was allowed to gradually warm to room temperature. Once all the Sn had 

reacted, the reaction mixture was refluxed for 3 h, then concentrated to 25 mL and cooled to room 

temperature. The solution was allowed to stand for 24 h at room temperature leading to 2,6-diamino-4-

phenylphenol bis-hydrochloride as microcrystalline white solid, which was collected by filtration. 

Recrystallization of crude product from diluted HCl led to white needles in ca. 70 % yield. 

 

2.2.3  Double Herz Condensation Reaction 

 

 The cyclocondensation of sulfur monochloride (S2Cl2) with aromatic amines to give dithiazolium 

chloride salts was first reported by Richard Herz in 1922.3,27 Similar cyclocondensation reaction of 

S2Cl2 or SCl2 with amines, amidines etc. leads to a wide range of sulfur-nitrogen ring systems, i.e., 

preparation of 1,2,3-dithiazolylium salts (2-23),6a 1,2,4-thiadiazinylium salts (2-24),28 1,2,3,5-

dithiadiazolylium salts (2-25),29 and 1-chloro-1,2,4,6-thiatriazines (2-26).30   
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 The preparations of the BP framework by the double Herz cyclocondensation reactions of S2Cl2 

with 2,6-diaminopyridines (2-11) were typically performed in refluxing MeCN for 12-16 h. In solution, 

the cyclocondensation of S2Cl2 with 2,6-diaminopyridines readily occurs in the presence of NEt3 in 

MeCN at 0 °C without chlorination at R2, but chlorination is observed in the absence of NEt3 leading to 

a mixture of R2 = H and Cl.6b This is due to the formation of complexes of tertiary amines and S2Cl2 in 

solution which are good sulfuration reagents but poor chlorination reagents.31   

 

 The cyclocondensation of S2Cl2 with 4-substituted 2,6-diaminophenol bis-hydrochlorides (2-18) 

in refluxing MeCN over 8-16 h gave the chloride salt of the semiquinone-bridged bis-dithiazolyl ([2-

19][Cl]) as a purple-black precipitate. The solid was collected by filtration under N2, washed with 

MeCN, hot dichloroethane (DCE) and CS2 to remove all the residual sulfur halides and sulfur, and 

finally dried in vacuo. In general the chloride salt was isolated in high (ca. 80 %) yield and this 

procedure was applied to a wide range of R-groups. According to our previous experience with the BP 

framework, the double Herz reaction of 2,6-diaminopyridine at low temperature avoided chlorination. 

The double Herz reaction of 2,6-diaminophenol bis-hydrochloride (2-18a) was first performed at 0 ºC 

in the presence of NEt3, in dry MeCN for 4h, which led to a mixture of [2-19a][Cl] and [2-19b][Cl]. 

When the double Herz reaction was carried out in the presence of NEt3 at -35 ºC, just above the freezing 

point of MeCN, only [2-19a][Cl] was obtained, based on Electro-Spray Ionization Mass Spectrometry 

(ESI-MS) of its gallate salt.  
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 In the case of R = Br, the double Herz reaction between 0-20 ºC led to a mixture of [2-19b][Cl] 

and [2-19c][Cl] after 4 h because of the thermodynamically more favourable C-Cl bond (c.f. EC-Cl = 

327.2 kJ/mol, EC-Br = 285 kJ/mol)32. Following a modified literature procedure,33 as illustrated in 

Scheme 2.8, 4-bromo-2,6-dinitrophenol (2-17c) was methylated by refluxing a mixture of CH3I  in the 

presence of Ag2O in dry CHCl3 for 22 h. Recrystallization of the crude 4-bromo-2,6-dinitroanisole (2-

27) from ethanol led to white needles in high yield (ca. 85 %), which can be subsequently reduced with 

SnCl2·2H2O and Sn metal (vide supra) to give the corresponding 4-bromo-2,6-diaminoanisole bis-

hydrochloride (2-28) in ca. 60 % isolated yield.  

 

Scheme 2.8 

 

 

The double Herz reaction of S2Cl2 with 4-bromo-2,6-diaminoanisole bis-hydrochloride (2-28) in 

refluxing MeCN overnight (8-16 h) gave a black precipitate of [2-19c]+ as the chloride salt in 80 % 

yield. The ESI-MS of [2-19c]+ as a triflate salt indicated the presence of small quantities of [2-19a]+ 

(less than 5 % by mass) which were formed during the double Herz reaction. 

 

2.2.4 Metathesis Reaction  

 

 The double Herz reaction described above gives the desired chloride salt of RBBO which has 

negligible solubility in MeCN, however, the double Herz reaction is known to give rise to a number of 

by-products.34 The metathesis of the chloride salt of RBBO obtained from the double Herz reaction with 

a silver salt (e.g., AgOTf) or Lewis acid (e.g., NOSbF6) leads to the more soluble salts (i.e., SbF6
–, OTf–, 
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BF4
–, GaCl4

–) which can be readily recrystallized from organic solvents (i.e., MeCN, propionitrile 

(EtCN)) and are typically of high purity.  

 

 Typically, the OTf– salt was chosen as the anion for the semiquinone-bridged framework based 

on its intermediate solubility in MeCN.  Metathesis of [2-19][Cl] with AgOTf at reflux in MeCN for 1 h 

gives a dark purple solution. After all the AgCl was removed by filtration, the solvent was flash distilled 

off and the microcrystalline solid was triturated with an acetic acid and DCM mixture to remove 

unreacted AgOTf. Repeat recrystallization of crude [2-19][OTf] from saturated MeCN solutions led to 

analytically pure [2-19][OTf]. In some cases (i.e., R = Cl, Br, Ph), the more soluble SbF6
–

 salts were 

also prepared by treatment with AgSbF6 or NOSbF6 and the reasons will be discussed in the following 

sections (i.e., reductions to the radicals, Se insertions). The SbF6
–

 salts were prepared by the metathesis 

reactions of [2-19][Cl] with NOSbF6 or AgSbF6 at reflux in MeCN for 1 h, yielded a dark purple 

solution. After all the insoluble material was removed by filtration, the solvent was flash distilled off to 

leave a crystalline solid which was subsequently triturated with an acetic acid and DCM mixture and 

recrystallized from MeCN and/or EtCN.  

 

 The metathesis of [2-19c][Cl] with AgOTf gave [2-19c][OTf], which can be recrystallized to 

achieve high purity. A bromide salt was subsequently precipitated from [2-19c][OTf] using 

tetrabutylammonium bromide (nBu4NBr), to give pure [2-19c][Br]. The SbF6
– salt can be prepared by 

metathesis of [2-19c][Br] with NOSbF6, however, the presence of NO led to the substitution of Br by 

NO2. Therefore AgSbF6 was used instead of NOSbF6 to perform the metathesis of [2-19c][Br] to give 

pure [2-19c][SbF6] following the procedure previously described above. 

 

 The solubility of the alkyl substituted (i.e., R = Me, Et) salt ([2-19][X]) in both MeCN and EtCN 

are much higher compared with the halogen substituted materials, especially for R = Et.  The 

recrystallization of [2-19f][OTf] was attempted from both MeCN and EtCN, but it was not successful 
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due to the high solubility. A less soluble BF4
– salt ([2-19f][BF4]) was prepared by metathesis of [2-

19f][Cl] with NOBF4 in MeCN following the procedure described above.  However the solubility was 

still too high to allow recrystallization, and a suitable counter anion is yet to be found. 

 

2.3 Electrochemistry 

 

 The cyclic voltammetry of the semiquinone-bridged bis-dithiazolylium (R= Cl, Ph, Me) as the 

OTf– salts were measured in MeCN solution, with 0.1 M nBu4NPF6 as supporting electrolyte. The R = 

Cl, Ph, Me salts exhibit a reversible +1/0 couple, and an irreversible -1/0 couple. The cell potentials 

were estimated from the difference in the two cathodic peak potentials, using Ecell = Epc
(0/+1) − Epc

(−1/0). 

The voltammograms are illustrated in Figure 2.1, and the EPC and Ecell of R = Cl, Ph, Me are compared 

in Table 2.1. 
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[2-19b]+, R = Cl [2-19c]+, R = Br 

[2-19d]+, R = Ph [2-19e]+, R = Me 

 

Figure 2.1. CV scans on solution of (a) [2-19b][OTf], (b) [2-19c][OTf], (c) [2-19d][OTf] and (d) [2-

19e][OTf] in MeCN, using nBuPF6 as electrolyte and referenced to SCE. 

 

Table 2.1. The cell potentials of 2-19 b, c, d, e (R = Cl, Br, Ph, Me) in MeCN, compared with 2-12 (R1 

= Me, and R2 = Cl). 

2-19   
 Cl Br Ph Me 

2-12 
R1= Me, R2 = Cl 

Epc
(+1/0) (V) 0.158 0.158 0.071 0.042 E1/2

(+1/0) = 0.005 V 

Epc
(-1/0) (V) -0.481 -0.446 -0.529 -0.557 E1/2

(-1/0) = -0.835 V 

Ecell (V) 0.639 0.604 0.600 0.599 Ecell  = 0.840 V 
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 As discussed in Chapter 1, the solution cell potential (Ecell) may be used to estimate the on-site 

Coulomb repulsion energy, U. [2-19]+ (R = Cl, Br, Ph and Me) have smaller Ecell, (see Table 2.1) which 

were estimated from the difference between the cathodic potentials of the -1/0 and +1/0 couple, 

compared to the Ecell ≈ 0.8 V35 for the pyridine-bridged systems ([2-12]+). Therefore, it is expected the 

lower Ecell and thus smaller U for the BB system should lead to better conductivity in the solid state than 

the BP framwork.  

 

2.4  Preparation of the Radicals 

 

 Single crystals of X-ray quality were grown by slow diffusion of the solution of the cations (as 

their OTf– or SbF6
– salts) into a solution of a ferrocene derivative in an H-cell, which is described in the 

Appendix A.1.2.  Octamethylferrocene (E1/2
(+1/0) = -0.038 V vs. SCE)36 was chosen as the reducing 

reagent based on cyclic voltammetry, with the exception of [2-19b]·MeCN, which required 

dimethylferrocene (E1/2
(+1/0) = 0.263 V vs. SCE),37 and [2-19e], which required decamethylferrocene 

(E1/2
(+1/0) = -0.131 V vs. SCE)38 to perform the bulk reduction to increase the yield. All of the radicals 

formed lustrous black needles by the H-cell diffusion method; however attempts to obtain crystals by 

temperature gradient vacuum sublimation were unsuccessful because of thermal decomposition of the 

radical.  

 

 Even though based on the CV, 2-19b radicals can be prepared by reduction with 

octamethylferrocene, the reduction of [2-19b][OTf] with octamethylferrocene in MeCN led to a 

microcrystalline solid of solvated radical (i.e., ClBBO·MeCN adduct). The infrared spectrum had a 

sharp peak at 2246 cm-1 which is characteristic of a C≡N stretch (lit. 2250 cm-1)39  and suggested the 

radical was solvated. Although the reduction potential of dimethylferrocene (E1/2
(+1/0) = 0.263 V vs. 

SCE)37 is slightly lower than 2-19b  (c.f. E1/2
(0/+1) = 0.158 V vs. SCE), the reduction of [2-19b][OTf] 

42



with dimethylferrocene led to single crystals of ClBBO·MeCN suitable for  single crystal X-ray 

diffraction (XRD), which confirmed the presence of MeCN in the crystal lattice.  

 

 The salt of [2-19b][SbF6] was prepared following the procedure described above (Section 2.4.4), 

however recrystallization of crude [2-19b][SbF6] from MeCN led to solvated material, as shown by 

infrared spectrum and single X-ray crystallography. Therefore, the crude [2-19b][SbF6] was 

recrystallized from EtCN to yield metallic green plate-like crystals, which were not solvated. The non-

solvated radical was obtained by reduction of [2-19b][SbF6] with octamethylferrocene in EtCN, due to 

the low solubility of the OTf– salt in EtCN. In the case of R = Br, it behaves the same as R = Cl, 

therefore the solvated (2-19c·MeCN) and nonsolvated radicals (2-19c) were prepared the same way as 

the R = Cl species (2-19b·MeCN and 2-19b).  

 

 Reduction of [2-19e][OTf] with octamethylferrocene by the H-cell diffusion method led to 

microcrystalline material, however several small crystals that were suitable for single crystal 

crystallography were isolated and the structure of the 2-19e radical was obtained. The bulk reduction of 

[2-19e][OTf] with dicamethylferrocene in freeze-pump-thaw degassed MeCN for one hour led to a 

microcrystalline solid which has a comparable powder XRD pattern with the simulated powder pattern 

of the single crystal X-ray structure. In addition, the H-cell and bulk reduction product were both 

sparingly soluble in DCM and toluene and an EPR spectrum could not be obtained. 

 

2.5  EPR Spectroscopy 

 

 The electron paramagnetic resonance (EPR) spectra of 2-19b and 2-19d were obtained in 

degassed DCM and toluene solution, respectively. In general, a five-line pattern was observed for both 

2-19b and 2-19d, due to the hyperfine coupling between the unpaired electron and the two equivalent 

14N atoms. The spectra were simulated by Simfonia and WinSim software to obtain accurate hyperfine 
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coupling constants and g-values, which are reported in Table 2.2. Both the experimental and simulated 

spectra of 2-19b and 2-19d are illustrated in Figure 2.2.  

 
Figure 2.2. EPR spectra of (a) 2-19b (in DCM) and (b) 2-19d (in toluene) and their simulations with 

sweep width of 30 G. 

Table 2.2. EPR measurements: g-values, hyperfine coupling constant and simulation parameters of 2-

19b in DCM and 2-19d in toluene.   

  2-19b 2-19d 

g 2.0089 2.0092 

aN (G) 3.43 3.52 

aR (G) 0.32 0.8/0.3/0.5 (o,m,p) 

L/G 0.7 0.75 

LW (G) 0.3 0.85 
  

 For 2-19b, in addition to the coupling to N (aN = 3.43 G), there is a small hyperfine coupling to 

Cl (aCl = 0.323 G) which contributes to the line broadening. The hyperfine coupling to the protons of 

the Ph substituent in 2-19d were not directly observed, but are estimated from the simulated EPR 

spectrum and also contribute to the observed line broadening in the experimental EPR spectrum. For 

both of these radicals, their g-value is slightly larger than the expected g-value for the free electron (g = 

2.002), a difference that may be ascribed to spin-orbit coupling. From these two samples of semi-

quinone based systems,  the values of aN are similar to that observed for 2-13 (R1 = Me, R2 = Ph) (0.320 
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mT),6c suggesting a similar spin distribution for the two systems. The solution EPR for 2-19c and 2-19e 

could not be obtained, due to its low solubility in organic solvents. However, in the case of 2-19e the in 

situ reduction of [2-19e][OTf] with Zn gave a quartet of 1:3:5:3:1 quintet consistent with coupling to 

the proton of the methyl group (CH3) and two equivalent N  atoms. The spectrum had a very poor 

signal-to-noise ratio, and the signal could not be observed after 10 min, presumably because of the 

association of the radicals in solution.   

 

 In addition the spin distribution in these semiquinone-bridged radicals (2-19) has been obtained 

by means of Density Functional Theory (DFT) calculations at the UB3LYP/6-311G(d,p) level. 

Illustrations of the Kohn-Sham spin density surfaces of 2-19b and 2-13 (R1 = Me, R2 = Cl) are shown in  

Figure 2.3, which indicate they are isolobal to each other. 

 
Figure 2.3. Calculated spin density surfaces of 2-19b (left) and 2-13 (R1 = Me, R2 = Cl) (right). 

 

2.6  Experimental Details 

2.6.1  Preparation of 4-Substituted 2,6-Dinitrophenols (2-17)  

 

 Preparation of 4-chloro-2,6-dinitrophenol, 2-17b. Nitric acid (97 mL, 93.7 g, 1.49 mol) was 

added dropwise to a solution of 4-chlorophenol (45.0 g, 0.350 mol) in 300 mL of glacial acetic acid to 

yield a dark orange solution at room temperature. The mixture was stirred at 75 °C for 30 min and then 

poured on to crushed ice. The light yellow solid was collected by filtration, washed with H2O and dried 
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in air to give 66.9 g (0.306 mol, 87 % yield), mp 79-80 °C (lit.40 80-81°C). 1H NMR (CDCl3) δ: 8.29 (s, 

2H, Ph), 11.40 (s, 1H, OH).  

 

 Preparation of 4-bromo-2-nitrophenol. Nitric acid (6 mL, 5.79 g, 0.092 mol) was added 

dropwise to a solution of 4-bromophenol (14.5 g, 83.6 mmol) in 80 mL glacial acetic acid at room 

temperature over 5 min with stirring. The yellow solution was cooled in an ice-water bath for 45 min 

with stirring to give a yellow precipitate under a yellow-orange solution. The mixture was poured onto 

400 mL of crushed ice. The solid was collected by filtration, washed with H2O and dried in air to give 

16.7 g (76.4 mmol, 91 % yield) of 4-bromo-2-nitrophenol. Recrystallization from 

dichloromethane/pentane gave yellow needles, mp 87-89 °C (lit.17 87 °C). 1H NMR (CDCl3) δ: 7.06 (d, 

J = 9 Hz, 1H, Ph), 7.74 (dd, J1 = 9 Hz, J2 = 3 Hz, 1H, Ph), 8.23 (d, J = 3 Hz, 1H, Ph), 10.46 (s, 1H, OH). 

 

 Preparation of 4-bromo-2,6-dinitrophenol, 2-17c. 4-bromo-2-nitrophenol (10.9 g, 0.050 mol) 

was suspended in 100 mL of HNO3 and 40 mL H2SO4 was slowly added to the stirred mixture to give 

an orange solution. The temperature of the mixture was maintained below 50 oC with a water bath. The 

solution was stirred for 30 min and then poured onto 300 mL of crushed ice and allowed to stand until 

the ice melts. The yellow solid was collected by filtration, washed with H2O to neutral and dried in air 

to give 9.43 g (0.036 mol, 72 % yield) of crude 4-bromo-2,6-dinitrophenol. Repeated crystallization 

from aqueous ethanol led to pure 4-bromo-2,6-dinitrophenol, mp 74.5-75 °C (lit.18 74.5 °C). 1H NMR 

(CDCl3): δ 8.42 (s, 2H, Ph), 11.31 (s, 1H, OH). 

 

 Preparation of 4-bromo-2,6-dinitroanisole, 2-27. A mixture of 4-bromo-2,6-dinitrophenol (8.78 

g, 33.4 mmol), Ag2O (7.35 g, 31.7 mmol) and MeI (3 mL, 48.2 mmol) in 150 mL of dry chloroform was 

refluxed at 60 °C for 22 h. The insoluble solid was removed by filtration, and all the solvent was 

removed under reduced pressure to give a light brown solid.  Recrystallization from ethanol afforded 
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off-white needles of 4-bromo-2,6-dinitroanisole (8.48 g, 30.6 mmol, 92 % yield). 1H NMR (CDCl3) δ: 

4.04 (s, 3H, Me), 8.14 (s, 2H, Ph).  

 

 Preparation of 2,6-dinitro-4-phenylphenol, 2-17d.19 Concentrated nitric acid (20.0 mL, 19.3 g, 

0.306 mol) was slowly added to a stirred suspension of 4-phenylphenol (20.2 g, 0.119 mol) in glacial 

acetic acid (100 mL). The reaction mixture was held in an ice/water bath for 45 min, then was poured 

onto 400 mL of crushed ice. The product was precipitated out as a bright yellow solid which was 

collected by filtration, yield 28.6 g (0.11 mol, 93 % yield), and recrystallized from acetone, mp 152-154 

(lit.19 155-157 °C). 1H NMR (CDCl3) δ: 7.58-7.45 (m, 5H, Ar), 8.52 (s, 2H, Ar), 11.40 (s, 1H, OH). 

 

 Preparation of 4-ethyl-2,6-dinitrophenol, 2-17f and its ammonium salt, 2-22. HNO3 (20 mL, 

28.4 g, 0.451 mol) was added drop wise to a dichloromethane solution (80 mL) of 4-ethylphenol (20.8 g, 

0.170 mol) at 0 °C to yield a dark orange solution. After stirring for 1 h, the solution was allowed to 

warm to room temperature and an additional 5 mL of HNO3 was added. After 30 min of stirring at room 

temperature, 50 mL of water was added and the organic phase extracted with DCM. 1H NMR (CDCl3) δ: 

1.28 (t, J = 7.5 Hz, 3H, CH3), 2.72 (q, J = 7.5 Hz, 2H, CH2), 8.14 (s, 2H, Ph), 11.28 (s, 1H, OH).  

 

 The ammonium salt (2-22) was prepared by bubbling NH3 gas through the DCM solution at 0 °C 

to give orange brown precipitate. The solid was collected by filtration and recrystallized from aqueous 

ethanol to give 26.8 g (0.116 mol, 96 % yield) orange needles. 1H NMR (DMSO) δ: 1.07 (t, J = 7.5 Hz, 

3H, CH3), 2.42 (q, J = 7.5 Hz, 2H, CH2), 7.21 (s, 4H, NH4), 7.63 (s, 2H, Ph). IR (cm-1): 3203 (m, b), 

1635 (s), 1621 (s), 1539 (vs), 1405 (s), 1364 (s), 1336 (s), 1271 (s), 1235 (vs), 1109 (w), 1067 (w), 937 

(w), 914 (s), 902 (m), 824 (m), 784 (s), 754 (m), 716 (s), 596 (w), 506 (w). 
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2.6.2  Preparation of 4-Substituted 2,6-Diaminophenol bis-Hydrochloride (2-18) 

 

 Preparation of 2,6-diaminophenol bis-hydrochloride, 2-18a.10 To a suspension of 2,6-

dinitrophenol (4.00 g, 2.17 mmol) in 75 mL of concentrated HCl SnCl2·2H2O (2.46 g, 1.18 mmol) was 

added. The mixture was cooled on an ice-water bath and Sn powder (6.50 g, 5.47 mmol) was added 

slowly with vigorous stirring. When all the Sn had reacted, the reaction mixture was brought to boil for 

1.5 h with adding 40 mL of HCl to give a brown solution. The brown solution was cooled in an ice-

water bath to yield an off-white solid which was collected by filtration and washed with isopropanol. 

The isolated solid was recrystallized from 1:1 mixture of concentrated HCl and water to give the 2,6-

diaminophenol bis-hydrochloride (2.23 g, 1.13 mmol, 52 % yield) as white needles which were dried in 

vacuo at 110 °C overnight, mp > 250 °C. 1H NMR (DMSO) δ: 6.84 (t, 7.8 Hz, 1H, Ar), 6.95 (d, 7.8 Hz, 

2H, Ar). IR (cm-1): 3080 (s, br), 2638 (s, br), 1634 (s), 1613 (m), 1572 (s), 1557 (s), 1537 (vs), 1487 (s), 

1404 (m), 1355 (m), 1316 (s), 1280 (s), 1228 (s), 1166 (w), 1132 (m), 1115 (m), 1068 (w), 1039 (w), 

946 (w), 838 (m), 783 (s), 722 (s), 687 (w), 596 (m), 564 (m), 497 (m). 

 

 Preparation of 2,6-diamino-4-chlorophenol bis-hydrochloride, 2-18b. At 0 °C, a mixture of 4-

chloro-2,6-dinitrophenol (25.1 g, 0.115 mol) and SnCl2·2H2O (26.1 g, 0.116 mol) was suspended in 100 

mL of concentrated HCl. Sn powder (31.4 g, 0.264 mol) was added in three portions. After most of the 

Sn powder was reacted, HCl gas was passed through the cloudy solution for 2 min at room temperature. 

The reaction mixture was then stirred at 0 °C for additional 1 h. The precipitate was collected by 

filtration and washed with 20 mL of concentrated HCl. The solid was then recrystallized twice from a 

1:1 (v:v) mixture of concentrated HCl and water. The off-white solid was dried at 110 °C under vacuum, 

yield 15.7 g (0.0679 mol, 59 % yield) white needles of product, mp 240 °C (dec.). Anal. Calcd. for 

C6H9Cl3N2O: C, 31.13; H, 3.29; N, 12.10. Found: C, 31.38; H, 3.71; N, 12.26. 1H NMR (DMSO) δ: 

6.72 (s, 2H, Ph), 7.61 (s, 7H, NH3, OH). IR (cm–1): 3417 (s, br), 1635 (s), 1570 (s), 1309 (s), 1267 (m), 

1245 (s), 1219 (m), 1122 (w), 1061 (w), 973 (w), 903 (w), 863 (s), 762 (m), 716 (s), 601 (m), 536 (m).  
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 Preparation of 4-bromo-2,6-diaminoanisole bis-hydrochloride, 2-28. 4-bromo-2,6-

diaminoanisole bis-hydrochloride was prepared by the same method as 2,6-diamino-4-chlorophenol bis-

hydrochloride, by slowly adding Sn powder (10.8 g, 0.091 mol) to a suspension of 4-bromo-2,6-

dinitroanisole (10.0 g, 0.036 mol) and SnCl2·2H2O (8.21 g, 0.036 mol) in concentrated HCl (100 mL) at 

0 °C. The mixture was stirred until the effervescence subsided, and allowed to warm to room 

temperature. A white precipitate was collected by filtration, washed with 2 × 20 mL concentrated HCl, 

air dried and recrystallized from 100 mL 1:1 (v:v) mixture of H2O concentrated HCl to give 7.33 g 

(0.025 mol, 70 % yield) of 4-bromo-2,6-diaminoanisole bis-hydrochloride as white needles, mp 170 °C 

(dec.) 1H NMR (DMSO) δ: 3.66 (s, 3H, Me), 4.07 (s, b, 6H, 2NH3), 6.69 (s, 2H, Ph). IR (cm-1): 2538 (s, 

br), 1973 (s, br), 1940 (s, br), 1691 (w), 1601 (m), 1651 (s), 1507 (w), 1289 (m), 1237 (s), 1149 (s), 

1107 (w), 1068 (m), 1031(m), 970 (s), 882 (s), 860 (m), 757 (s), 700 (w), 590 (w), 567 (w), 519 (m), 

442 (m), 410 (m). 

 

 Preparation of 2,6-diamino-4-phenylphenol bis-hydrochloride, 2-18d.21b Tin powder (9.39 g, 

79.1 mmol) was added slowly to a slurry of 2,6-dinitro-4-phenylphenol (10.1 g, 38.8 mmol) and 

SnCl2·2H2O (10.1 g, 44.7 mmol) in a mixture of ethanol (100 mL) and concentrated HCl (30 mL) held 

at 0 °C. After 30 min the reaction mixture was allowed to warm to room temperature and the resulting 

light yellow solution boiled for 3 h, then concentrated and cooled to room temperature. After 24 h the 

white solid was filtered off, washed with concentrated HCl and recrystallized from 1:1 (v:v) HCl:H2O to 

afford 6c (7.64 g, 28.0 mmol, 72.0 %), mp 220 °C (dec.)  1H NMR (DMSO) δ: 7.31 (t, J = 7.2 Hz, 1H, 

Ar), 7.42 (t, J = 7.2 Hz, 2H, Ar), 7.65 (d, J = 7.5 Hz, 2H, Ar), 8.30 (s, 2H, Ar).  IR (cm-1): 3425 (w, br), 

3358 (w, br), 2553 (w, br), 1940 (w, br), 1644 (w), 1577 (w), 1513 (s), 1487 (vs), 1333 (m), 1288 (m), 

1235 (m), 1199 (w), 1115 (w), 1074 (w), 1021 (w), 972 (w), 878 (w), 762 (w), 694 (w), 621 (w), 608 

(w), 514 (w). 
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 Preparation of 2,6-diamino-4-methylphenol bis-hydrochloride, 2-18e. Tin powder (12.7 g, 

0.107 mmol) was added in three portions to a suspension of 2,6-dinitro-p-cresol (5.5 g, 25 mmol) in 50 

mL of concentrated HCl at 0 °C.  When effervescence had ceased the mixture was allowed to warm to 

room temperature, then filtered through glass wool and the solvent removed from the filtrate by flash 

evaporation. The remaining solid was washed with 10-15 mL of concentrated HCl, then redissolved in 

10-15 mL of de-ionized water to give a pale yellow solution. HCl gas was slowly bubbled through the 

solution for ~ 15 min until a white crystalline solid formed. The solid was collected by filtration and air-

dried. A second, smaller portion of white solid crystallized from the filtrate and was also collected by 

filtration. Yield 5.0 g, 85%, mp > 250 °C Anal. Calcd. for C7H12N2OCl2: C, 39.83; H, 5.73; N, 13.27. 

Found: C, 40.01; H, 5.61; N, 13.41. 1H NMR (DMSO) δ: 2.11 (s, 3H), 6.05 (s, 2H).41 IR (cm-1): 2721 (s, 

br), 2598 (s, br), 1645 (w), 1574 (m), 1549 (m), 1518 (s), 1498 (s), 1316 (m), 1285 (W), 1261 (m), 1222 

(m), 1154 (w), 1125 (w), 1062 (w), 971 (w), 953 (w), 855 (m), 847 (m), 783 (m), 601 (m), 576 (m), 515 

(w).  

 

 Preparation of 2,6-diamino-4-ethylphenol bis-hydrochloride, 2-18f. 2,6-diamino-4-ethylphenol 

bis-hydrochloride was prepared by a method similar to that used for 2,6-diamino-4-chlorophenol bis-

hydrochloride. At 0 °C Sn powder (13.0 g, 0.109 mol) was added slowly to a slurry of the amino salt of 

4-ethyl-2,6-dinitrophenol (10.0 g, 43.64 mmol) and SnCl2·2H2O (9.94 g, 44.1 mmol) in 75 mL of 

concentrated HCl. After most of the Sn was reacted, the reaction mixture was allowed to warm to room 

temperature and the white precipitate was removed by filtration. The HCl was then removed by 

distillation under reduced pressure to give white solid, which was washed with 10 mL of HCl. The 

isolated solid was dissolved in 100 mL of ethanol, followed by filtering off the insoluble NH4Cl and 

evaporating all the ethanol. The isolated white solid was recrystallized from a 1:2 mixture of H2O and 

HCl, yield 6.41 g (28.5 mmol, 65 % yield) product as white needles, mp > 250 °C. 1H NMR (DMSO) δ: 

1.09 (t, J = 7.5 Hz, 3H, CH3), 2.49 (q, J = 7.5 Hz, 2H, CH2), 7.06 (s, 2H, Ph).  IR (cm-1): 2536 (s, br), 

1916 (w, br), 1880 (w, br), 1781 (w), 1646 (m), 1613 (w), 1597 (m), 1558 (s), 1522 (s), 1329 (s), 1276 
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(s), 1256 (m), 1223 (s), 1151 (m), 1115 (m), 1092 (s), 1061 (s), 1007 (w), 959 (m), 924 (w), 884 (s), 

776 (m), 613 (m), 580 (m), 561 (w), 531 (w), 502 (w).  

 

2.6.3  Preparation of Semiquinone-bridged bis-DTA Chloride [2-19][Cl] 

 

 Preparation of [2-19a][Cl]. At -35 °C S2Cl2 (0.800 g, 5.92 mmol) in 10 mL of MeCN was added 

dropwise to a slurry of 2,6-diaminophenol bis-hydrochloride (0.251 g, 1.39 mmol) and NEt3 (1.5 mL, 

2.07 g, 20.4 mmol) in 20 mL of MeCN to yield a black precipitate. After the reaction mixture was 

stirred at -35 °C for 4 h, the solid was isolated by filtration, washed with hot DCE and dried in vacuo to 

give [2-19a][Cl] (0.353 g, 1.26 mmol, 90.5 % yield). IR (cm-1): 1666 (m), 1576 (s), 1320 (s), 1279 (m), 

1232 (m), 1094 (w), 819 (w), 770 (w), 607 (w), 593 (w), 485 (w). 

 

 Preparation of [2-19b][Cl]. A slurry of 2,6-diamino-4-chlorophenol bis-hydrochloride 2-2a (4.01 

g, 17.3 mmol) and sulfur monochloride (11.7 g, 86.6 mmol) in 150 mL MeCN was heated at gentle 

reflux overnight. The resulting blue/black precipitate of [2-19b][Cl] was filtered off, washed with 

MeCN, hot DCE and finally CS2 to remove residual sulfur and sulfur chlorides, and dried in vacuo, 

yield 4.21 g (13.2 mmol, 77 % yield) of solid, mp > 250°C. IR (cm-1): 1671 (s), 1279 (s), 1097 (m), 

1019 (m), 834 (m), 819 (m), 777 (m), 763 (m), 733 (m), 621 (w), 607 (w), 487 (m), 469 (m). 

 

 Preparation of [2-19c][Cl]. [2-19c][Cl] was prepared by the similar method as [ClBBO][Cl] 

using To 4-bromo-2,6-diaminoanisole bis-hydrochloride (2.06 g, 7.09 mmol) in 100 mL of dry CH3CN  

and 3.4 mL S2Cl2 (~5.75 g, 42.5 mmol) at reflux for 8 h. The brown solid was filtered, washed 

thoroughly and dried in vacuo to give 2.35 g (6.53 mmol, 90 % yield) of product. IR (cm-1): 1687 (m), 

1674 (m), 1661 (w), 1264 (s) 1189 (w), 1090 (m), 1030 (w), 1004 (w), 843 (w), 824 (w), 807 (w), 754 

(s), 725 (m), 610 (w), 584 (w), 477 (m), 458 (m).  
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 Preparation of [2-19d][Cl]. [2-19d][Cl] was prepared by the same method as [2-19b][Cl], using 

2,6-diamino-4-phenylphenol bis-hydrochloride (5.53 g, 20.3 mmol) and sulfur monochloride (15.2 g, 

0.112 mol) in 150 mL of refluxing MeCN overnight. The blue/black precipitate was filtered off, washed 

thoroughly and dried in vacuo, yield 6.13 g (17.2 mmol, 85 % yield) of product, mp > 250 °C. IR (cm-1): 

1668 (s), 1401 (vs), 1271 (s), 1103 (w), 824 (w), 784 (w), 734 (m), 688 (w), 551 (w), 514 (w), 487 (m). 

 

 Preparation of [2-19e][Cl]. [2-19e][Cl] was synthesised by the same method as [2-19b][Cl], 

refluxing 4-methyl-2,6-diaminophenol bis-hydrochloride (4.22 g, 19.9 mmol) in 250 mL of dry MeCN  

with 16 mL S2Cl2 (~ 27.0 g, 200 mmol) for 12 h. The purple-brown precipitate was filtered off, washed 

thoroughly and dried in vacuo, yield 5.22 g (17.1 mmol, 89 % yield) of product, mp > 250 °C. IR (cm-1): 

1669 (s), 1406 (s), 1583 (s), 1090 (w), 1002 (m), 950 (w), 913 (w), 846 (m), 783 (w), 756 (s), 656 (w), 

489 (m), 471 (w).  

 

 Preparation of [2-19f][Cl]. [2-19f][Cl] was synthesised by the same method as [2-19b][Cl], 

using the ammonium salt of 2,6-diamino-4-ethylphenol bis-hydrochloride  (3.00 g, 13.3 mmol) and 

S2Cl2 (10.1 g, 75.0 mmol) in 150 mL of refluxing MeCN overnight, yield 3.483 g (11.3 mmol, 84.5 % 

yield), mp > 250 °C. IR (cm-1): 1667 (s), 1425 (vs), 1280 (s), 1246 (m), 1040 (m), 844 (m), 801 (w), 

639 (w), 519 (w), 487 (m). 

 

2.6.4  Preparation of Soluble Semiquinone-bridged bis-DTA Salts [2-19][X] 

 

 Preparation of [2-19b][OTf]: Silver triflate (3.42 g, 13.3 mmol) was added to a slurry of crude 

[2-19b][Cl] (3.82 g, 12.1 mmol) in 150 mL MeCN. The resulting deep purple solution was gently 

heated for 1 hr, then filtered to remove AgCl, and the filtrate flash-distilled to leave crude [2-19b][OTf] 

as a dark purple solid. The product was crystallized from hot MeCN to afford metallic green needles 

(3.07 g, 7.15 mmol, 59 % yield), mp > 250 °C. Anal. Calcd. for C7ClF3N2O4S5: C, 19.60; N, 6.53. 
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Found: C, 19.86; N, 6.61. IR (cm-1): 1683 (s), 4180 (s), 1442 (s), 1412 (m), 1283 (m), 1267 (s), 1264 (s), 

1248 (s), 1224 (s), 1175 (s), 1167 (s), 1102 (m), 1028 (s), 857 (w), 839 (m), 785 (m), 758 (w), 640 (m), 

635 (m), 576 (w), 517 (m), 486 (w), 472 (w). UV-Vis: λmax = 572 nm, ε = 1.59 × 104 L·mol-1·cm-1.  

 

 Preparation of [2-19c][OTf]: [2-19c][OTf] was prepared by similar method as [2-19b][OTf]. To 

a suspension of [2-19c][Cl] (3.63 g, 10.1 mmol) in 150 mL of MeCN was added AgOTf (3.03 g, 11.8 

mmol) to give a deep purple solution. The solution was gently heated for 1 h, hot filtered and the 

solvent removed by flash distillation to give a green-black solid (5.12 g, 10.8 mmol). The solid was 

repeatedly crystallized from hot MeCN to give metallic green microcrystals (3.77 g, 7.96 mmol, 79 % 

yield). Anal. Calcd. for C7BrF3N2O4S5: C, 17.76; N, 5.92. Found: C, 17.90; N, 5.77. IR (cm-1): 1680 (s), 

1247 (s), 1222 (s), 1160 (s), 1097 (m), 1024 (s), 855 (w), 817 (m), 783 (m), 760 (m), 634 (m), 592 (w), 

575 (w), 516 (m), 485 (w), 464 (w). 

 

 Preparation of [2-19c][Br]: A solution of nBu4NBr (1.96 g, 6.08 mmol) in 20 mL of MeCN was 

added dropwise to a solution of [2-19c][OTf] (2.41 g, 5.07 mmol) in 80 mL MeCN with stirring at room 

temperature. A dark purple precipitate was collected by filtration after 1 h, washed 3 x 20 mL MeCN 

and dried in vacuo to give 2.02 g (5.02 mmol, 99 % yield) of [2-19c][Br]. IR (cm-1): 1674 (s), 1267 (s), 

1167 (m), 1098 (m), 1024 (m), 800 (w), 764 (m), 633 (w), 457 (w). 

 

 Preparation of [2-19c][SbF6]. [2-19c][SbF6] was prepared by a similar method as [2-19b][OTf]. 

To a suspension of [2-19c][Br] (2.03 g, 5.02 mmol) in 100 mL of dry MeCN was added AgSbF6 (2.02 g, 

5.88 mmol) to give a deep purple solution. The solution was gently refluxed for 1 hour, hot filtered and 

the solvent removed by flashed distillation to give a dark purple solid (2.41 g, 4.31 mmol, 86 % yield). 

The solid was repeatedly recrystallized from hot EtCN to give metallic green needles (2.20 g, 3.93 

mmol, 92 % recovery), mp > 250°C. Anal. Calcd. for C6BrF6N2OS4Sb: C, 12.87; N, 5.00. Found: C, 

13.11; N, 4.67. IR (cm-1): 2251 (w), 1671 (s), 1281 (s), 1270 (s), 1107 (m), 1025 (m), 857 (w), 841 (m), 
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874 (m), 654 (s), 559 (w), 490 (w). UV-Vis: λmax = 572 nm, ε = 1.69 × 104 L·mol-1·cm-1.  

  

 Preparation of [2-19d][OTf]: [2-19d][OTf] was prepared the same way as [2-19b][OTf] by 

adding AgOTf (5.31 g, 20.7 mmol) to [2-19d][Cl] (6.13 g, 17.2 mmol) in warm MeCN (150 mL). After 

removal of the AgCl and solvent, the crude product was crystallized from hot acetonitrile to give purple 

shards (3.22 g, 6.8 mmol, 72 % yield), mp > 250 °C. Anal. Calcd. for C13H5F3N2O4S5: C, 33.19; H, 1.07; 

N, 5.95. Found: C, 33.02; H, 1.15; N, 5.80. IR (cm-1): 1690 (s), 1414 (vs), 1243 (s), 1222 (m), 1095 (m), 

1024 (s), 899 (w), 845 (w), 825 (w), 763 (s), 730 (w), 694 (w), 635 (s), 563 (w), 514 (m), 478 (w). UV-

Vis: λmax = 577 nm, ε = 1.50 × 104 L·mol-1·cm-1.  

 

 Preparation of [2-19e][OTf]: [2-19e][OTf] was prepared the same way as [2-19b][OTf] by 

adding AgOTf (2.89 g, 11.2 mmol) to [2-19e][Cl] (2.96 g, 10.0 mmol) in warm MeCN (150 mL). After 

remove the AgCl and solvent, the crude product (3.86 g) was crystallized from hot MeCN to give purple 

shards (2.51 g, 6.15 mmol, 61 % yield), mp > 250 °C. Anal. Calcd. for C8H3F3N2O4S5: C, 23.52; H, 0.74; 

N, 6.86. Found: C, 23.36; H, 0.91; N, 7.00. IR (cm-1): 1683 (s), 1409 (s), 1288 (s), 1270 (s), 1238 (s), 

1159 (s), 1030 (s), 1006 (m), 853 (w), 762 (s)660 (m), 638 (s), 660 (m), 938 (s), 573(w), 515 (m), 485 

(m), 468 (m). UV-vis: λmax = 568 nm, ε = 1.52 × 104 Lmol-1cm-1.  

 

 

2.6.5  Preparation of the Radicals (2-19) 

 

 Preparation of 2-19b ⋅ MeCN. Method 1. Bulk Material for Conductivity and Magnetic 

Measurements. A solution of [2-19b][OTf] (214 mg, 0.50 mmol) in 30 mL of degassed MeCN (3 

freeze-pump-thaw cycles) was inverted onto a solution of dimethylferrocene  (163 mg, 0.50 mmol) in 

100 mL of similarly degassed MeCN. After 30 m, the fine microcrystalline precipitate of 2-19⋅MeCN 

54



was filtered off, washed with 5 × 30 mL of MeCN and dried in vacuo. Yield 140 mg (0.44 mmol, 88%);  

mp > 250 °C. Anal. Calc. for C8H3ClN3OS4: C, 29.95; H, 0.94; N, 13.10. Found: C, 29.98; H, 1.02; N, 

13.30. IR (cm-1): 2246 (w, ν(CN), 1603 (s, br, ν(CO)), 1366 (w), 1311 (m, br), 1117 (m), 997 (m), 952 

(m, br), 902 (w), 807 (w), 710 (s), 589 (w), 502 (m), 467 (w), 452 (m). Method 2.  Slow Diffusion for 

Single Crystals. A solution [2-19b][SbF6] (100 mg, 0.194 mmol) in 15 mL degassed (4 freeze-pump-

thaw cycles) MeCN was allowed to diffuse slowly into a similarly degassed solution of 

dimethylferrocene  (200 mg, 0.932 mmol) in 15 mL MeCN. After 15 h purple needles of 2-19b⋅MeCN 

suitable for crystallographic work were collected, washed with MeCN, and dried under a stream of 

nitrogen. 

 

 Preparation of 2-19b.  Method 1. Bulk Material for Conductivity and Magnetic Measurements. A  

solution of [2-19b][OTf] (0.313 g, 0.730 mmol) in 30 mL of degassed EtCN (3 freeze-pump-thaw 

cycles) was inverted onto solution of octamethylferrocene (316 mg, 1.09 mmol) in 100 mL of similarly 

degassed EtCN to yield a green solution with crystalline precipitate. After 2 h of stirring at room 

temperature, the purple microcrystalline product was filtered off, washed with EtCN and dried under 

vacuum, (0.174 g, 0.621 mmol, 85 % yield), mp > 250°C. Anal. Calcd. for C6ClN2OS4: C, 25.76; N, 

10.01. Found: C, 26.00; N, 9.81. IR (cm-1): 1615 (s), 1115 (m), 994 (s), 905 (m), 831 (m), 811 (m), 734 

(s), 604 (w), 584 (w), 499 (m), 465 (m), 445 (m). Method 2.  Slow Diffusion for Single Crystals. A 

solution of [2-19b][SbF6] (75 mg, 0.145 mmol ) in 15 mL degassed (4 freeze-pump-thaw cycles) MeCN 

was allowed to diffuse slowly into a similarly degassed solution of octamethylferrocene (100 mg, 0.346 

mmol) over a 6 h period, affording 2-19b (20 mg, 0.071 mmol, 49 % yield) as very fine, hair-like 

needles. 
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 Preparation of 2-19c·MeCN. The 2-19c·MeCN radical was prepared in the same way as 2-

19b·MeCN by allowing a degassed EtCN solution (15 mL) of [2-19c][OTf] (75 mg, 0.16 mmol) to 

diffuse into a degassed EtCN solution (10 mL) of octamethylferrocene (26 mg, 0.24 mmol) over a 5 h 

period, yielding the radical (26 mg, 0.071 mmol, 44 % yield) as lustrous black needles. IR (cm-1): 2246 

(w), 1603 (s, br), 1301 (s), 1113 (m), 957 (m, br), 875 (m), 792 (w), 701 (s), 583 (w), 494 (w), 449 (m).  

 

 Preparation of 2-19c. The 2-19c radical was prepared using the same methodology as the bulk 

reduction of 2-19b, by allowing the degassed EtCN solution (25 mL) of [2-19b][SbF6] (100 mg, 0.18 

mmol) to filter onto octamethylferrocene (80 mg, 0.27 mmol). After 2 h of stirring at room temperature, 

the purple microcrystalline radical was filtered off, washed with EtCN and dried under vacuum, (43 mg, 

0.13 mmol, 74% yield). Anal. Calcd. for C6BrN2OS4: C, 22.23; N, 8.64. Found: C, 22.44; H, 0.60; N, 

8.27. IR (cm-1): 1621 (s, br), 1532 (m), 1307 (m), 1258 (m), 1108 (s), 981 (m), 879 (w), 830 (w), 796 

(m), 732 (s), 722 (s), 709 (s), 583 (w), 492 (m), 471 (m), 447 (m). 

 

 Preparation of 2-19d. A solution of [2-19d][OTf] (0.100 g, 0.212 mmol) in 15 mL of degassed (4 

freeze-pump-thaw cycles) was allowed to diffuse over a period of 15 h into a solution of 

octamethylferrocene (0.076 g, 0.27 mmol) in 10 mL of equally degassed MeCN. The lustrous black, 

needle-shaped crystals of 2-19d were collected, washed with MeCN and dried under a flow of nitrogen. 

Yield 60 mg (0.19 mmol, 88 %); dec 190°C. Anal. Calcd. for  C12H5N2OS4: C, 44.84; H, 1.57; N, 8.71. 

Found: C, 44.62; H, 1.76; N, 8.46. IR (cm-1): 1608 (s), 1312 (m), 1176 (m), 1070 (w), 1033 (w), 975 (w), 

834 (w), 738 (s), 721 (s), 693 (m), 651 (m), 488 (m), 450 (m). 

 

 Preparation of 2-19e. Method 1. Bulk Material for Conductivity and Magnetic Measurements. A  

solution of [2-19e][OTf] (250 mg, 0.613 mmol) in 75 mL of degassed MeCN (3 freeze-pump-thaw 

cycles) was filtered onto a solution of decamethylferrocene (210 mg, 0.944 mmol) in 175 mL of 

similarly degassed MeCN to yield a blue solution with crystalline precipitate. After 1 h of stirring at 
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room temperature, the purple microcrystalline product was filtered off, washed with MeCN and dried 

under vacuum, (69 mg, 0.266 mmol, 43 % yield), mp > 250 °C. Anal. Calcd. for  C7H3N2OS4: C, 32.41; 

H, 1.17; N, 10.80. Found: C, 32.46; H, 1.17; N, 10.96. IR (cm-1): 1575 (s, br), 1456 (s), 1377 (s), 1285 

(s, br), 1134 (w), 1029 (w), 1066 (w), 825 (w), 768 (w), 727 (m), 681 (m), 634 (m), 503 (w), 471 (w), 

438 (w). Method 2.  Slow Diffusion for Single Crystals. A solution of [2-19e][OTf] (75 mg, 0.184 

mmol ) in 15 mL degassed (4 freeze-pump-thaw cycles) MeCN was allowed to diffuse slowly into a 

similarly degassed solution of octamethylferrocene (64 mg, 0.221 mmol) over a 6 h period, affording 2-

19e as microcrystalline solid with few single crystal, which was isolated for single crystallography. 
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Chapter 3 

 

Crystallography 

 

3.1  Introduction 

 

 The synthesis and spectroscopic characterization of a new family of semiquinone-bridged bis-

dithiazolyls (RBBO) were described in Chapter 2. The present Chapter provides the details of the solid 

state structural characterization of these radicals, and includes results of crystallographic data obtained 

by either single crystal or powder X-ray diffraction (XRD) methods. In addition, and in order to assess 

the structural effects of changes in oxidation state on internal bond metrics, the structures of a pair of 

oxidized salts were also obtained. The results obtained from these structural investigations are central to 

the understanding of the transport and magnetic properties of the radicals.  

 

 As will become apparent, all the radicals 3-1 to 3-4 possess essentially the same planar molecular 

framework, but adopt markedly different packing patterns. In the solid state, the length of the C=O 

linkage in both the cations and the radicals suggests a double bond character, which is consistent with 

the IR evidence (e.g.  (CO) > 1650 cm-1). Indeed the C=O distance in all the radicals (ca. ~ 1.20 Å) is 

significantly shorter than in the zwitterions 3-5 (1.277(3) Å and 1.265(3) Å),1 and comparable to those 

found in the radical 3-6 (1.213(4) Å and 1.205(4) Å).2       
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3.2  Crystal Structures of Cations 

 

 Crystals of [3-1][SbF6]·MeCN and [3-2][OTf] suitable for single crystal X-ray diffraction were 

obtained by slow cooling of hot saturated MeCN solutions to -15 °C. Crystallographic data for [3-

1][SbF6]·MeCN and [3-2][OTf] are summarized in Table 3.1 and the selected bond lengths and angles 

are given in Table 3.2. 

 

Table 3.1. Crystallographic parameters for cations. 

Compound [3-1][SbF6]·MeCN [3-3][OTf] 

Formula  C8H3ClF6N3OS4Sb C13H5F3N2O4S5 

M (g mol-1) 556.57 470.49 

Temp (K)  296(2)  296(2)  

 (Å) 0.71073  0.71073  

Space group  Pbca P21/c 

a (Å) 14.3729(7)        8.4534(4)        

b (Å) 14.3342(7)          12.9782(6)      

c (Å) 16.5005(8)        16.2121(7)     

 (deg)  90 102.7620(10) 

V (Å3) 3399.5(3)  1734.69(14)  

Z 8 4 

 (calcd) (g cm-3) 2.179  1.802  

 (mm-1) 2.335  0.723  

Data / restr. / parameters 4096 / 30 / 267 4183 / 0 / 300 

R, Rw [I > 2(I)] 0.0458, 0.0803 0.0366, 0.0721 
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Table 3.2. Selected bond length (Å) and angles (º) of the cations. 

 [3-1][SbF6]·MeCN [3-3][OTf] 

S(1)-N(1) 1.595(3) 1.601(2) 

S(1)-S(2) 2.0608(15) 2.0533(8) 

S(3)-N(2) 1.591(4) 1.6101(19) 

S(3)-S(4) 2.0632(16) 2.0695(8) 

O(1)-C(1) 1.217(4) 1.204(2) 

   

N(1)-S(1)-S(2) 98.66(13) 98.35(7) 

C(5)-S(2)-S(1) 92.04(13) 92.54(6) 

N(2)-S(3)-S(4) 98.68(14) 98.44(7) 

C(3)-S(4)-S(3) 91.98(14) 92.32(7) 

C(6)-N(1)-S(1) 116.7(3) 116.66(15) 

C(2)-N(2)-S(3) 116.6(3) 116.36(14) 

 

3.2.1  Structure of [3-1][SbF6]·MeCN 

 

 [3-1][SbF6]·MeCN crystallizes in an orthorhombic space group Pbca; in the unit cell all the 

cations and anions occupy the general positions with multiplicity Z = 8. The IR spectrum of this 

material indicated it was solvated, and consistent with this observation eight molecules of MeCN (one 

per cation) were found in the unit cell. The packing of the cations, anions and solvent molecules is 

illustrated in Figure 3.1; there was a small degree of rotational disorder of the F atoms of the anions, 

which has been removed for clarity. The cations are laced together with a series of intermolecular S…O′ 

contacts (d1 = 2.791 Å and d2 = 2.891 Å) and S…N′ contacts (d3 = 2.948 Å and d4 = 2.972 Å) with the 

solvent molecules.         
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Figure 3.1. Packing of cations, anions and solvent molecules in [3-1][SbF6]; intermolecular S···O′ and 

S···N′ contacts are shown with dashed lines. 

3.2.2  Structure of [3-3][OTf] 

 

 [3-3][OTf] crystallizes in the monoclinic space group P21/c. The anion experiences rotational 

disorder and the cations form tilted stacks (as shown in Figure 3.2) with S…S′ and S…N′ interactions 

that are related by c-glides. Along the stacking axis (b axis) the cations are related by a 21 screw axis 

and the anions occupy the pockets between the cations. The mean plane through all atoms of cation, 

save the phenyl ring, is essentially planar, while the torsion angle between the mean planes of the 

backbone and the phenyl ring is 64.47°.  

 

Figure 3.2. Packing of cations and anions in [3-3][OTf].  
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3.3  Crystal Structure of Radicals 

 The crystal structures of semiquinone-bridged radicals 3-1, 3-3 and 3-4, including the MeCN 

solvate of 3-1, have been determined by single crystal X-ray diffraction. Because of the small size of the 

crystals of the unsolvated radical 3-1, and the consequent paucity of reflections and relatively high R-

values, we cross-checked the single crystal results by powder diffraction methods (see following 

section). At the same time this analysis confirmed the phase uniformity of the bulk material. The 

structural information for 3-4 originates from a single crystal gleaned from a co-diffusion reduction. As 

in the case of 3-1 the structure and phase purity of the bulk material was confirmed by powder 

diffraction analysis. Table 3.3 lists crystal data from single crystal work, and Figure 3.3 illustrates 

ORTEP drawings of the asymmetric units, and also provides the atom numbering schemes; selected 

intramolecular metrics are provided in Table 3.4.  As may be seen in the table there are small increases 

in the S-S, S-N and S-C distances in the radical relative to those in the cations of 3-1 and 3-3 that can be 

related to the addition of an electron to an antibonding orbital. 

 

Figure 3.3. ORTEP drawings (50% probability ellipsoids) of the asymmetric units of 3-1, 3-1·MeCN, 

3-3 and 3-4, showing atom numbering scheme. 
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 Table 3.3. Single crystal data for radicals. 

Compound 3-1·MeCN 3-1 3-3 3-4 

Formula  C8H3ClN3OS4 C6ClN3OS4 C12H5N3OS4 C10.5H4.5N3O1.5S6 

M (g mol-1) 320.82 279.77 321.42 388.28 

Temp (K)  300(2) 100(2)  296(2) 296(2) 

 (Å) 1.54178 1.54178  0.71073 0.71073 

Space group  Pna21 Pna21 P212121 C2/c 

a (Å) 9.4913(3) 48.779(3)  6.8011(7) 25.828(3) 

b (Å) 23.5986(8) 3.8228(2)  11.3785(12) 14.5799(14) 

c (Å) 5.3124(2) 14.2036(9 ) 15.6252(16) 7.3586(7)  

deg 90 90 90 95.687(2) 

V (Å3) 1189.88(7) 2648.6(3)  1209.2(2) 2757.4(5) 

Z 4 12 4 8 

 (calc.) g cm-3 1.791  2.105  1.766 1.871 

 (mm-1) 9.300  12.373  0.774 0.993 

Data / restr. / par. 1770 / 1 / 155 2785/520/380 3431 / 0 / 174 4020 / 0 / 192 

R [I > 2 (I)] 0.0216 0.0808 0.0547 0.0582 

Rw [I > 2 (I)] 0.0561 0.2027 0.0739 0.0774 
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Table 3.4. Selected bond length (Å) and angles (º) in the radicals. 

3-1 

 
3-1·MeCN 

Molecule A Molecule B Molecule C 

S(1)-N(1)  1.6236(19) 1.600(15) 1.600(16) 1.575(15) 

S(1)-S(2)  2.0958(9) 2.103(6) 2.104(6) 2.102(6) 

S(3)-N(2)  1.625(2) 1.582(15) 1.576(16) 1.624(15) 

S(3)-S(4)  2.0913(10) 2.092(7) 2.100(8) 2.131(7) 

O(1)-C(1)  1.216(3) 1.19(2) 1.22(2) 1.221(18) 

     

N(1)-S(1)-S(2) 98.43(7) 98.1(6) 98.7(6) 100.3(6) 

C(5)-S(2)-S(1) 91.15(8) 90.4(8) 91.6(6) 89.8(7) 

N(2)-S(3)-S(4) 98.09(8) 98.5(6) 99.4(6) 98.3(6) 

C(3)-S(4)-S(3) 91.43(8) 90.6(8) 91.6(6) 90.1(6) 

C(6)-N(1)-S(1) 115.67(17) 117.8(14) 115.4(13) 115.4(12) 

C(2)-N(2)-S(3) 116.43(16) 116.1(14) 118.6(14) 114.8(11) 

 

Table 3.4. (continued)  Selected bond length and angles of the radicals.  

3-4 

 
3-2·MeCN 3-3 

Molecule A Molecule B 

S(1)-N(1)  1.626(20) 1.634(3) 1.621(3) 1.620(3) 

S(1)-S(2)  2.0926(9) 2.1046(12) 2.0762(16) 2.0931(15) 

S(3)-N(2)  1.6255(2) 1.614(3) 1.619(3) ----- 

S(3)-S(4)  2.096(23) 2.0847(13) 2.0991(15) ----- 

O(1)-C(1)  1.216(16) 1.225(4) 1.222(4) 1.234(6) 

     

N(1)-S(1)-S(2) 98.040(3) 99.18(11) 98.79(12) 98.06(12) 

C(5)-S(2)-S(1) 91.49(2) 91.07(12) 92.23(13) 91.89(13) 

N(2)-S(3)-S(4) 98.483(9) 98.68(11) 98.41(12) ----- 

C(3)-S(4)-S(3) 91.15(30) 91.84(11) 91.26(13) ----- 

C(6)-N(1)-S(1) 116.556(7) 114.5(2) 115.5(3) 116.7(3) 

C(2)-N(2)-S(3) 115.554(5) 116.3(2) 115.8(3) ----- 
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3.3.1  Structure of 3-1·MeCN 

 

 The solvated 3-1·MeCN radical crystallizes in the non-centrosymmetric orthorhombic space 

group Pna21 with Z = 4. In the unit cell, a series of intermolecular S···O′ (d1 = 2.862 Å and d2 = 2.786 

Å) and S···N′ (3.291 Ǻ) interactions laces the radicals into two sets of almost perpendicular (82.37°) 

ribbons (Figure 3.4) which are related by an a-glide plane. This produces a zig-zag arrangement of 

radicals along the ribbons, within the folds of which the acetonitrile solvate molecules are perfectly 

sequestered; these are locked in place by a series of short polar MeCN···S′ and MeC(N)···N′ 

interactions. There are no intermolecular contacts within the sum of the van der Waals radii3 between 

radicals in neighboring π-stacks along the b axis, although there is one interaction (S1···S2′ = 3.750 Å) 

which may provide some electronic communication. These ribbons are packed in a superimposed 

slipped -stack motif along the c-axis shown in Figure 3.5. 

 

Figure 3.4. Unit cell of 3-1·MeCN, viewed long the c axis, with intermolecular S···O′ and S···N′ 

contacts shown with dashed lines. 
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Figure 3.5. Unit cell of 3-1·MeCN, viewed along b axis. 

Inspection of the ribbon-like layers within the π-stacks of 3-1·MeCN reveals some interesting 

features which may be compared to the herringbone structures observed for pyridine-bridged radicals. 

The mean planes (through all atoms) of the radicals along the π-stacks of 3-1 are separated by a distance 

δ = 3.497 Å, which is greater than the sum of the standard van der Waals radii of all atoms.3 In contrast 

to the herringbone architecture found in pyridine-bridged systems, there is also a π-type overlap 

between radicals in neighboring stacks of 3-1·MeCN, as illustrated in Figure 3.6 which benefits the 

transport properties. The electronic consequences of this are developed in Chapter 4.  

 

Figure 3.6. Slipped π-stacks of radicals in 3-1·MeCN, viewed (a) perpendicular to the molecular planes 

and (b) from the side. 
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3.3.2  Structure of 3-1 

 
 Like the acetonitrile adduct 3-1·MeCN, crystals of the unsolvated radical 3-1 (grown from 

propionitrile), belong to the polar orthorhombic space group Pna21. The crystal architectures of the two 

variants, however, are profoundly different. With 12 molecules per unit cell, there are three independent 

molecules (A, B and C) in the asymmetric unit and Z = 4of 3-1 as shown in Figure 3.7, and each of 

these forms the basis for an evenly spaced, slipped π-stack array of radicals running along the y 

direction. Figure 3.7 provides a unit cell drawing which shows the packing of the radicals (columns) in 

the xz plane. Also indicated in this drawing is the labyrinth of lateral intermolecular S···S′, S···O′ and 

S···N′ contacts that stitch the radicals together and all the contacts are within the sum of respective van 

der Waals separations. The overall structural motif can be described in terms of wave-like arrays of C-

radicals running along the z-direction, neighboring radicals being related by a 21 axes at x = 0, ½, and 

linked by 4-center (S···N′)2 bridges. The B-radicals also form wave-like arrays along the z-direction, but 

nearest neighbors are now related by the n-glides at x = ¼ and ¾, and are linked by S···O′ and S···N′ 

contacts. Finally, the A-radicals serve as bridges between these two chains, interacting strongly with 

each. 

 

Figure 3.7. Packing of A, B and C radicals in the xz plane of the unit cell of 3-1 (unsolvated), showing 

lateral intermolecular S···S′ (green), S···O′ (orange) and S···N′ (purple) contacts.  
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Despite the rather oblique alignment of the slipped π-stacks, when viewed parallel to the z 

direction (Figure 3.8), it is apparent that the individual columns share common features. First, in all the 

three π-stacks the interplanar separation δ is closer than that formed in 3-1AMeCN and near that  

observed in graphite.4 Second, slippage of the radicals occurs almost exclusively by a longitudinal 

movement of neighboring radicals, as indicated by the value of dy in Table 3.5; the small value of dx 

coupled with the almost equal intermolecular S1···S2′ and S3···S4′ interactions indicates virtually no 

lateral slippage. Staggering of this type and to this degree has been seen before in π-stacked radicals of 

pyridine-bridged systems,5 and is associated with weak overlap and antiferromagnetic exchange 

interactions. 

 

Figure 3.8. Slipped π-stacking of three symmetry independent radicals A, B and C in 3-1. Staggering of 

radicals affords close intracolumnar S1···S2′ and S3···S4′ interactions. The views below illustrate the 

slippage of adjacent radicals along the local directions x and y. 
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Table 3.5. Structural Parameters a of π-Stacks in 3-1. 

 Radical A Radical B Radical C 

S1···S2′ 3.633 3.453 3.545 

S3···S4′ 3.574 3.625 3.575 

δ b 3.374 3.359 3.368 

dx  c 0.300 0.249 0.231 

dy  d 1.771 1.808 1.792 

a Distances in Å. b Interplanar separation along π-stacks.  c Lateral slippage of neighbors along π-stacks.  

d Longitudinal slippage of neighbors along π-stacks. 

 

3.3.3  Structure of 3-3 

 

 In the solid state 3-3 crystallizes in the non-centric space group P212121. The intermolecular 

S···O′ contacts (2.828 Å) lace the radicals into sheets, as shown in Figure 3.9. These sheets are packed 

into an alternate ABABAB π-stack motif with the a axis as the stacking direction. Along the stack (a 

axis), the nearest radicals, which are related by the 21 screw axis, are separated by S1···S3′ interactions 

d1 (3.680 Å) and d2 (3.806 Å) which are longer than the sum of van der Waals radii of sulfur.3 Moreover, 

the C=O bond length in the radical (1.225(4) Å) is elongated in comparison to the cation (1.204(2) Å). 
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Figure 3.9. Unit cell of 3-3, viewed perpendicular to the yz plane (left), with intermolecular S3···O′ 

contacts shown with dashed lines. The alternating ABABAB -stacks, with intrastack S1···S3′ contacts 

d1 and d2 are shown on the right. 

 

3.3.4  Structure of 3-4 

 

 The structural information for 3-4 originates from one of the single crystals gleaned from co-

diffusion reductions, which structure and phase purity of the bulk material was confirmed by powder 

diffraction method (see section 3.4). Crystals of 3-4 belong to the monoclinic space group C2/c, with Z 

= 8. There are 1½ molecules in the asymmetric unit (as illustrated in Figure 3.3), with the B radicals 

occupying the Wyckoff position 4e, being bisected by the two-fold rotation axes at x = 0, ½; the A 

radicals are located in general positions. All of these molecules are laced together by a series of 

intermolecular S···O′, S···N′ and S···S′ contacts (d1 to d11) which are summarized in Table 3.6. The 

unit cell drawing shown in Figure 3.10 illustrates the packing of the radicals viewed parallel to the c-

axis, and highlights the zig-zag ribbons of A molecules which are generated by the two-fold screw axes 

at  x = ¼ and ¾. The B radicals at x = 0, ½ are located in the pockets formed by the out-of-register 
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ribbons, and locked in place by a complex network of intermolecular S···S′, S···O′ and S···N′ contacts 

d1-d5, all of which are within the respective van der Waals separation.  

 

Figure 3.10. Packing of radicals in the unit cell of 3-4, viewed parallel to the c axis in (a). Alternation 

of radicals along the A and B π-stacks is shown in (b). The B radicals lie on a two-fold rotation axis, 

and the methyl protons are disordered. Intermolecular S···S′ (purple), S···O′ (orange) and S···N′ (green) 

contacts shown with dashed lines. 
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Table 3.6.  Intermolecular Contacts of 3-4 a 

d1 S3a···O1b′ 2.974 

d2 O1a···S1b′ 3.131 

d3 S3a···N1b′ 3.244 

d4 N1a···S1b′ 3.101 

d5 S2a···S1b′ 3.584 

d6 S2b···S1b′ 3.710 

d7 S3a···S2a′ 3.761 

d8 O1a···S1a′ 2.975 

d9 O1a···S2a′ 2.968 

d10 N2a···S1a′ 3.165 

d11 S1a···S1a′ 3.722 

a Distances in Å; see Figure 3.10 and Figure 3.11 for definitions of d1-d11.  

 

Figure 3.11. Ribbons of A radicals running parallel to b (left) and skewed π-stacking of A radicals 

(right); alternate layers are interconverted by a two-fold screw axis. Intermolecular S···S′ (purple), 

S···O′ (orange) and S···N′ (green) contacts are shown with dashed lines. 
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 Both the A and B molecules form the basis for an alternating but evenly spaced π-stack, as 

illustrated in Figure 3.10. For the B-radicals, which lie on the two-fold rotation axes, the resulting head-

over-tail overlay of neighboring radicals is centrosymmetric. By contrast, neighboring A-radicals along 

the π-stacks are related by two-fold screw axes, which produces a less superimposed overlay with 

consecutive radicals being rotated about the stacking c axis by angle of 89.8°. The stacks are also 

severely slipped, as a result of which there are no short intermolecular S···S′ contacts, the shortest 

approach being the rather oblique contact d7. The interplanar separation δ (3.413 Å) is, nonetheless, 

quite close. By contrast, δ = 3.627 Å in the more superimposed -radical π-stacks. The head-over tail 

arrangement found for the B-radicals is reminiscent of that found in 3-3 (Figure 3.12), while the twisted 

A-stacks are more nearly related to those seen in the pyrazine-bridge radical 3-7 (R = Me). It should be 

noted, however, that in 3-7 (R = Me) the mean planes of the radicals are (at room temperature) 

rigorously perpendicular to the stacking direction. The electronic consequences of these different 

stacking motifs is discussed below. 

 

Figure 3.12. Alternating -stacked architectures in 3-3 (left) and 3-8 (right), viewed from above and the 

side, with internolecular S···S′ shown with dashed lines. 
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3.4  Powder Crystallography 

 For some of the radicals whose crystals structures were determined by single crystal diffraction, 

powder diffraction analysis was also performed. In the case of radical 3-4, the powdery appearance of 

the bulk material led to a concern that it might not be the same phase as the single crystals isolated for 

single crystal work. Indeed, the question arose as to whether the material might be amorphous. This, of 

course, would have serious consequences on the interpretation of the magnetic and conductive 

measurements, which were performed on the bulk material. A similar situation arose for 3-1, which was 

invariably obtained as wispy needles. In addition, given the resulting poor resolution of the single 

crystal data, powder diffraction was undertaken to confirm the structural assignment. Figure 3.13 shows 

the observed and calculated powder patterns for these two materials. 

 

Figure 3.13. Observed and calculated powder X-ray diffraction pattern for (a) 3-1 and (b) 3-4. 
74



Powder diffraction methods were used to investigate the structure of 3-2·MeCN, for which 

crystals suitable for single crystal work could not be obtained.  The powder diffraction pattern obtained 

for this material was indexed in DASH, and the space group taken to be that previously found for 3-

1·MeCN.  Subsequent modeling in DASH, using the coordinates of for 3-1·MeCN as a starting point, 

and Rietveld refinement of the structure so obtained, gave the fit shown in Figure 3.14. As may be seen, 

there is no significant change in terms of the cell parameters; however the interplanar separation,  for 

3-2·MeCN (δ = 3.646 Å) is slightly larger than the 3-1·MeCN (δ = 3.497 Å vide supra). This leads to a 

decreased overlap of the SOMO orbital which has a significant impact on the transport property (see 

Chapter 4).  

 

Figure 3.14. Observed and calculated powder X-ray diffraction pattern for 3-2·MeCN. 
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3.5 Experimental 

 

 Single crystals were glued to glass fibers with epoxy. (i) X-ray data for [3-1][SbF6]·MeCN, [3-

3][OTf], 3-3 and 3-4 were collected using omega scans with a Bruker APEX I CCD detector on a D8 3-

circle goniometer and Mo Kα (λ = 0.71073 Å) radiation. The data were scanned using Bruker′s SMART 

program and integrated using Bruker′s SAINT software.6 The structures were solved by direct methods 

using SHELXS-907 and refined by least-squares methods on F2 using SHELXL-978 incorporated in the 

SHELXTL9 suite of programs. (ii) X-ray data for the radical 3-1·MeCN and 3-5 were collected using 

omega scans with a Bruker Microstar Cu rotating anode (λ = 1.54178 Å) diffractometer equipped with a 

Proteum 135 CCD detector. The data were integrated with SAINT and scaled with X-SCALE which is 

part of the Bruker Proteum software package.10 Structural solution and least square refinements were 

conducted using the Olex2 interface11 to the SHELX suite. (iii) The X-ray data for the unsolvated 

radical 3-1 were also measured on a Bruker PROTEUM-135 CCD system equipped with a Cu 

MicroSTAR rotating anode (λ  = 1.54178 Å). The frames were integrated with the Bruker SAINT 

software package and corrected for absorption effects using the multi-scan method SADABS. The 

structure was solved and refined using the Bruker SHELXTL Software Package. Given the small size of 

the crystal, and the resulting paucity of data, the final R (0.0808) and Rw (0.2027) are not unexpected. 

Confirmation of the solution obtained from single crystal work was provided by a powder diffraction 

analysis in which the experimentally observed powder pattern was matched by means of a Rietveld 

refinement (Rp = 0.44) of a model taken from the single crystal cell parameters and atomic coordinates.  

 

 Powder data was collected on a X-ray powder diffractometer with a position sensitive detector 

(INEL) at room temperature using Cu K radiation (λ = 1.5406 Å). The total 2 range was 0-112°, 

measured in steps of 0.029°. Structures were solved using a single crystal structure model and the unit 

cell dimensions were refined by Rietveld methods12 using the GSAS program package.  

 

76



 Chapter 4 

 

Transport and Magnetic Properties 

 

4.1  Introduction 

 

In Chapter 3 the crystal structures of a new family of semiquinone-bridged bis-dithiazolyl radicals 

(4-1) were discussed in detail. In general there are three types of packing motif for these radicals, as 

illustrated in Figure 4.1.  In this chapter, the correlation of the structure with the transport and magnetic 

properties will be discussed. 

 

 

Figure 4.1. Three types of packing motifs: (i) herringbone -stacks; (ii) alternating head-over-tail -

stacks; (iii) slipped ribbon -stacks. 

According to the literature, the pyridine-bridged bis-dithiazolyl radicals (4-2) typically adopt the 

herringbone packing motif (type i), which has good lateral overlap and relative high conductivity for 

molecular based radicals.1 In the pyrazine-bridged bis-dithiazolyl radicals (4-3) type ii of packing was 

77



observed, which gave larger conductivities due to better overlap. However, these radicals dimerized at 

low temperature.2 In contrast, the semiquinone-bridged bis-dithiazolyl radicals (4-1) adopt a wide range 

of packing motifs (i.e., type i, ii and iii). More interestingly the unique S···O′, S···N′ interactions 

provide better lateral overlap than pyridine-bridged bis-dithiazolyl radicals (4-2) and the alternating 

head-over-tail packing pattern (type ii) observed in 4-1c, and 4-1d do not dimerize, in contrast to the 

pyrazine systems (4-3). Both of these factors lead an increase in conductivity and interesting magnetic 

properties.  

 

4.2  Band Structures  

 

 In order to explore and compare the electronic structures of the radicals 4-1, a series of Extended 

Hückel Theory (EHT) band structure calculations have been carried out on the crystal structure 

geometries. The results must be viewed with caution, as the tight-binding approximation does not 

provide a proper description of the ground state of strongly correlated systems such as those reported 

here. The method nonetheless provides qualitative insight into the direction and extent of intermolecular 

orbital interactions within and between the radical π-stacks, and to this extent carries value. As in 

previous work, the focus was on the dispersion of the crystal orbitals (COs) arising from the interactions 

of the SOMOs along the π-stacking direction. a  An idealized view of this antibonding SOMO is 

illustrated in Figure 4.2. 

 
Figure 4.2. Idealized views of the π-SOMO of 4-1. 

                                                 
a In the orthorhombic structures of 4-1a·MeCN, 4-1a and 4-1d there is an absolute correspondence 
between the directions of the real and reciprocal unit cell vectors, while in the monoclinic structure of 4-
1c the correspondence is only approximate. 
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The results for 4-1a, 4-1a·MeCN and 4-1d are summarized in Figure 4.3 in the form of 

dispersion curves for the SOMO-based COs (in the case of 4-1c, its band structure will be discussed 

separately due to the complication of the crystal structure), which would constitute the f = ½ band if the 

ground state were metallic. The number of bands reflects the number of molecules in the unit cell and 

there are a total of twelve bands for 4-1a and 4-1c, but only four for 4-1a·MeCN and 4-1d. In each case 

the spread of the set across the Brillouin zone gives a qualitative estimate, within the tight-binding 

approximation, of the solid state bandwidth W. On this basis it is immediately apparent that the largest 

bandwidth is found for the acetonitrile adduct 4-1a·MeCN (1.02 eV). The large dispersion observed 

along a* and c* also indicate a well-developed 2D-electronic structure, in accord with the slipped 

ribbon architecture illustrated in Figure 3.4 and 3.5. By contrast the unsolvated material 4-1a shows 

only limited interactions along the π-stacks, and even weaker dispersion along the remaining two 

principal directions of reciprocal space. Overall, the bandwidth W is estimated to be 0.52 eV. The EHT 

electronic bandwidths for the radicals thus clearly indicate the ribbon-like π-stacked architecture of the 

solvated material 4-1a·MeCN as having the most well-developed electronic structure, thus the most 

likely to display high conductivity. By contrast, in the unsolvated structure 4-1a interactions are weaker, 

both in terms of magnitude and directionality, and indeed are reminiscent of those seen in the 

herringbone structures of pyridine-bridged radicals 4-2. The remaining two structures (4-1c and 4-1d) 

both possess alternating ABABAB π-stacked motifs. In the case of the phenyl derivative 4-1d overlap 

along the head-over-tail π-stack sequence is quite strong, as indicated by the large dispersion along a*, 

but the near absence of dispersion along b* and c* point to a highly 1D-system. Overall, the bandwidth 

(0.49 eV) is comparable to that found for 4-1a.  
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Figure 4.3. EHT crystal orbital dispersion curves for 4-1a·MeCN, 4-1a, and 4-1d. 

Given the unusual nature of the 4-1c crystal structure, that is, the presence of two distinct 

sublattices, calculations were performed on several idealized structures, the first based on a single 

ribbon of A radicals, π-stacked along the z direction and running parallel to y; this is the architecture 

shown in Figure 3.10. The second model is the full 3D sublattice of A radicals, the honeycomb nature of 

which is illustrated by the space-filling superstructure in Figure 4.4. The effects of the inclusion of the 

sublattice of B radicals is then considered as a perturbation of the electronic structure of the A sublattice.  

 
Figure 4.4. Two sublattices of 4-1c, viewed parallel to the stacking direction, with B radicals occupying 

cavities generated between out-of-register ribbons of A radicals. 
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The results of the band structure calculations are summarized in Figure 4.5 in the form of 

dispersion curves along the direction Γ → Ζ for the SOMO-based COs. There are (i) four bands in the 

2D lattice based on A radicals, (ii) eight bands for the full 3D lattice of A radicals, and (iii) twelve 

bands (8A + 4B) for the full 3D-lattice based on both radicals A and B. As may be seen in Figure 4.5 (i) 

the four COs are split into two pairs, an effect which can be traced back to the influence of the trans-

antarafacial overlap (d11, Figure 3.11) which gave rise to the strong AFM exchange interactions J1 

(which will be discussed in section 4.4.2). Nominally, and again speaking within the limits of the EHT 

model, this weak dimerization affords a very small band gap. On moving from the 2D to 3D lattice of A 

radicals, as in Figure 4.5 (ii), the band gap almost closes, as might be expected from the increase in 

dimensionality. Finally, when the cavities in the superstructure of A radicals are filled with π-stacks of 

B radicals (Figure 4.5 (iii)), a continuum of COs is generated, giving rise to an overall bandwidth W = 

0.48 eV. That being said, the orbital interactions between the A and B radical π-stacks do not appear to 

be extensive, so that to a first approximation it is tempting to describe the overall structure in terms of 

the two separate sublattices, one being strongly antiferromagnetic or even diamagnetic, and the other 

open shell.  

 
Figure 4.5. EHT band structure of different models of 4-1c, showing (i) CO dispersion of a 2D array of 

A radicals, (ii) a 3D array of A radicals, and (iii) the full 3D structure with A and B radicals. 
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4.3  Conductivity 

 

 The crystal and band structures described above underscore the importance of both strong inter- 

and intrastack interactions between radicals in order to attain a high bandwidth. Variable temperature 

conductivity () measurements have been performed on 4-1 over the temperature range 100-300 K 

using the 4-probe method on cold-pressed pellets. The results are illustrated in Figure 4.6, in the form 

of log plots of σ against 1/T. Values of σ(300 K) and the Arrhenius activation energy Eact are 

summarized in Table 4.1. Comparison of the performance of the semiquinone-bridged radicals (4-1) 

with that of related pyridine-bridged materials (4-2), of which R1 = Me, R2 = Cl is representative1 

indicates that the semiquinone-bridged materials are generally superior, both in terms of enhanced 

conductivity and lowered activation energies. Indeed the values of σ(300 K) for 4-1a, 4-1aAMeCN are 

amongst the highest ever observed for a neutral f = ½ radical under regular pressure. Not only are they 

several orders of magnitude higher than in radicals of 4-2 for which σ(300 K) is generally in the range 

10-6-10-5 S cm-1, they also rival the very best selenium-based variant, that is, 5 × 10-3 S cm-1 when R1 = 

Me, R2 = Cl.3 And while the conductivity of these new radicals remains activated, indicative of a Mott 

insulating ground state, the value of Eact = 0.11 eV derived for 4-1a·MeCN constitutes, to our 

knowledge, the lowest thermal activation energy ever reported for neutral f = ½ radical. By contrast, 

radicals 4-2 show Eact values in the range 0.40 - 0.50 eV,1 while the best of their selenium analogues is 

lowered to 0.17 eV.3 

Table 4.1. Conductivity parameters for 4-1 radicals. 

 (300 K) (S cm-1) Eact (eV) 
4-1a·MeCN 1.0 × 10-3 0.11 
4-1a 4.0 × 10-3 0.13 
4-1b·MeCN 2.0 × 10-4 0.16 
4-1b 6.0 × 10-4 0.13 
4-1c 8.0 × 10-4 0.12 
4-1d 3.0 × 10-5 0.20 
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Figure 4.6. Variable temperature conductivity of 4-1 radicals. 

 

 4.4  Magnetism  

 

 Variable temperature DC magnetic susceptibility () measurements (corrected for diamagnetic 

contributions)4 from 300-2 K were performed on 4-1a, c, d and the MeCN adduct of 4-1a using an 

external field of H = 1 kOe. For all the non-solvated radicals (i.e., 4-1a, c, d) the results indicated bulk 

antiferromagnetic (AFM) coupling. The Curie constant (C) and Weiss constant () values were obtained 

from Curie-Weiss fits, which are summarized in Table 4.2, with the exception of 4-1c (see section 

4.4.2). The subsequent zero-field cooled / field cooled (ZFC-FC) experiments at low field (i.e., 100 Oe) 

on non-solvated materials revealed a sharp bifurcation in the T for the ZFC and FC plots, which is 

indicative of a phase transition to a spin-canted AFM ordered state with Néel temperature (TN). Field 

independent magnetization experiments were used to confirm the ordering temperature, and back-

extrapolation of M to T = 0 K afforded a value of the spontaneous magnetization Mspont which was used 

to estimate the spin canting angle following equation 4.1. The saturation magnetization (Msat) for a S = 

½ ferromagnet with g = 2 was set arbitrarily at 1 Nβ, which can be calculated using equation 4.2. The 

calculated spin canting angles along with the TN values are also summarized in Table 4.2.  
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Table 4.2.  Magnetic parameters of 4-1a, d, and 4-1a·MeCN. 

 4-1a·MeCN 4-1a 4-1d 

C (emu K mol-1) a 0.389 0.351 0.349 

θ (K) a -61.7 -27.0 +32.8 

J (cm-1)  -32.4 b ----- 29.5 c 

zJ′ (cm-1)  12.8 b ----- -2.5 c 

° ----- 0.14 ----- 

TN (K) ----- 8.0 4.5 

 
a From a Curie-Weiss fit to the 100-300 K data. b From a fit to the 50-300 K data using a molecular-
field modified Bonner-Fisher 1D S = ½ AFM coupled chain model. c From a fit to the 6-30 K data using 
the Baker model for a Heisenberg 1D FM coupled chain of S = ½ centers.  

  

4.4.1 Magnetism of 4-1a and 4-1a·MeCN 

 

 In the solid state 4-1a adopts a slipped ribbon type of -stack (type iii) while 4-1a·MeCN adopts 

a herringbone motif (type i). The cooling curve plots of T vs. T (as illustrated in Figure 4.7) indicated 

that both materials behave as AFM coupled paramagnets over the range 100-300 K; C and θ values 

obtained from Curie-Weiss fits are provided in Table 4.2. In the case of 4-1a·MeCN the data was also 

fitted using a molecular-field modified Bonner-Fisher 1D S = ½ AFM coupled chain model5 referenced 

to the Heisenberg Hamiltonian Hex = -2J{S1AS2}, from which we obtained values of exchange coupling 

constants J =  -32.4 cm-1 for interactions along the -stacks, and zJ′ = 12.8 cm-1 for the cumulative 

interstack (mean field) interactions. There is no evidence for a structural or magnetic phase transition on 

cooling the sample to 2 K. The data for the unsolvated material 4-1a could not be fit to a simple 1D 

AFM chain model, a result which is perhaps not surprising given the complexity of the structure, with 
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three independent radicals in the asymmetric unit. That being said, this latter compound displays a rapid 

surge in χT on cooling below 10 K, an effect more easily observed in a plot of χ vs. T with H = 100 Oe 

(Figure 4.7b insert). According to the ZFC-FC experiments there is a phase transition to a spin-canted 

AFM ordered state at 8 K. Field independent magnetization experiments (Figure 4.7c) confirmed the 

ordering temperature, and the spontaneous magnetization Mspont = 2.5 mNβ was used to estimate the 

spin-canting angle = 0.14°. Measurements of M as a function of field were also performed, and these 

indicated a weak, quasi-linear M vs. H dependence up to 5 K. Cycling of the field revealed a subtle but 

distinct hysteretic response in M (Figure 4.7 (d)), giving rise (at 2 K) to a coercive field Hc = 80 Oe.    

 
Figure 4.7. (a) Field-cooledT vs. T plot at H = 1 kOe for 4-1a·MeCN. (b) Field-cooled T vs. T plot at 

H = 1 kOe for 4-1a, with insert showing a ZFC-FC plot of  vs. T at H = 100 Oe. (c) Decay in 

spontaneous magnetization M vs. T plot, and (d) hysteresis in cycling of M vs. H measurements at T = 2 

K.   
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4.4.2  Magnetism of 4-1c  

 

 Similar variable temperature DC magnetic susceptibility (χ) measurements on 4-1c have been 

carried out over the temperature range 300-2 K. The results are illustrated in Figure 4.8 in the form of 

cooling curve plots of χ and χT versus T measured using an external field of H = 1 kOe. Inspection of 

the χT versus T plot suggests a strong AFM response, since for a paramagnetic S = ½ system with a 

value of g ~ 2 the high temperature limit of χT should fall near 0.375 emu K mol-1. In this case, 

χT(300K) is near 0.20 emu K mol-1. However, attempts to perform even a Curie-Weiss fit to the high 

temperature data were completely unsuccessful, a finding that we attribute to the fact that crystal 

structure contains two different S = ½ sublattices, one based on A radicals, with eight spins per cell, and 

the other composed of B radicals, with four spins per cell. In addition, the large number of close 

intermolecular contacts between pairs of A radicals, pairs of B radicals, and hybrid A-B pairs suggests a 

complex array of strong magnetic interactions, and a consequent magnetic structure which is unlikely to 

conform to a description based on a 1D- or 2D-magnetic (chain or ladder) model, let alone follow 

Curie-Weiss behavior.  

 
Figure 4.8. (a) Field-cooled  versus T and (b)T versus T plots for 4-1c at H = 1 kOe. 

 
 That being said, some level of understanding of the dominant magnetic interactions of 4-1c can 

be reached by using DFT calculations to estimate pairwise exchange energies J between radicals in the 
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A and B π-stacks, that is, the values of J1, J2 and J3 shown in Figure 4.9. These three dimers were 

previously defined respectively by the close contacts d11, d7 and d6 in Figure 3.10 and Figure 3.11. 

Based on the previous experience with π-stacked radicals of this type, it is these π-stack interactions, 

rather than those involving lateral interstack approaches, that are most likely to produce a strong AFM 

response. The computational approach, which has been successfully applied to a variety of nitrogen-

centered radicals,6 heterocyclic thiazyls7 and phenalenyls,8 employs exchange energies estimated from 

broken symmetry DFT methods developed by Noodleman and Yamaguchi.9 Accordingly, and with 

reference to the Heisenberg Hamiltonian Hex = −2J {S1·S2}, the exchange energy J for any pair of 

interacting radicals (as shown in Figure 4.9) can be estimated from the total energies of the triplet (ETS) 

and broken symmetry singlet (EBSS) states and the respective expectation values < S2 > of the two states, 

according to equation 4.3. Single point total energies ETS and EBSS were calculated using the hybrid 

exchange correlation functional UB3LYP and polarized, split-valence basis sets with double-zeta (6-

31G(d,p)) functions. Atomic coordinates were taken from the crystallographic data.  

 

Figure 4.9. Unique pairwise magnetic exchange interactions in 4-1c. 
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In the pyrazine-bridged radical 4-3,2 which displays a similar alternating π-stack architecture (see 

Figure 3.12), with four-center, trans-antarafacial approaches of radicals akin to that which gives rise to 

J1 are also found (Figure 4.10a), with comparable S···S′ separations (3.831 Å) to those found here (d11 

= 3.722 Å). The associated negative exchange energy (J = −108.4 cm-1) may contribute to the strong 

antiferromagnetic response observed for this compound.a However, the magnitude of these exchange 

interactions falls far short of those seen in more localized radical dimers, such as the 

centrosymmetrically bridged m-cyanophenyl-dithiadiazolyl10 and many salts of the binary cation S3N2
+, 

including [S3N2][AsF6].
11 In these systems (Figure 4.10b and 4.10c) the S···S′ bridges are much shorter, 

so that the electronic structures of the dimers should no longer be considered as an open shell singlets,12 

but rather as a closed shell singlets which are best described in terms of a classical 4-center 2-electron 

bond model.13  

 

Figure 4.10. Centrosymmetric four-center S···S′ contacts in (a) the pyrazine-bridged bisdithiazolyl 4-3, 

R = Me, (b) m-cyanophenyl-dithiadiazolyl and (c) [S3N2][AsF6]. In the case of 4-3, R = Me the 

estimated exchange energy is also provided. 

                                                 
a There is also a non-centric four-center interaction in 4-3. At 295 K the two S···S′ distances are longer 
(3.936 and 4.093 Å), but the calculated exchange energy (J = 61.1 cm-1) suggests strong AFM coupling.   
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4.4.3 Magnetism of 4-1d 

 

 The alternating -stack motif (type ii) found for 4-1d, coupled with the paucity of close 

intercolumnar S···S′ contacts, suggests a relatively one-dimensional electronic structure which might be 

considered susceptible to a symmetry-lowering, spin-pairing instability, as observed in related radicals 

with ABABAB -stacked structures.2 However, the variable temperature magnetic susceptibility () 

measurements establish that this is not the case. The plot of T (field cooled) vs. T (as shown in Figure 

4.11) indicates paramagnetic behaviour, with strong local FM interactions; a Curie-Weiss fit to the data 

above 100 K affords C = 0.349 emu K mol-1 and  = +32.8 K. Application of the Baker model14 for a 

Heisenberg 1D FM coupled chain (-stack) of S = ½ centers to the data over the range T = 6-30 K 

yields the J and zJ′ values of  29.5 cm-1 and -2.5 cm-1 respectively. 

 

Figure 4.11. Plot of T vs. T for 4-1d at H = 1 kOe. Inset shows ZFC-FC plots of  vs. T at H = 100 Oe. 

Additional measurements at lower fields revealed the onset of a slight low temperature 

discontinuity in (T) for H < 200 Oe, and subsequent ZFC-FC experiments at H = 100 Oe (Figure. 4.11, 

inset) established a phase transition at 4.5 K. The resulting state may be viewed in terms of spin-canted 

AFM ordering based on the antiparallel alignment of the FM coupled chains (π-stacks). The degree of 

canting is, however, very small, as no spontaneous magnetization could be detected. The value of TN = 
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4.5 K obtained from the ZFC-FC measurements nonetheless compares well with that (6.2 K) estimated 

using the expression kTC ≈ 2S2 (| zJ′ |·J)½,15 which may be derived from mean field theory, with S = ½ 

and using values of J and zJ′cm-1 obtained from the Baker fit to the 1D FM chain model. 

 

Magnetization (M) vs field (H) measurements (Figure 4.12, left) on 4-1d at different temperatures 

have provided additional insight into its magnetic structure. At T = 2 K, for example, the value of M 

rises sharply with H, reaching a plateau at 1.00 N, the saturation value expected for a S = ½ system 

with a nominal g ≈ 2, just above H = 20 kOe. There is no evidence of hysteresis. At temperatures above 

TN, M rises less steeply, and with decreasing dM/dH, so that saturation does not occur out to H = 50 kOe, 

the limit of the experiment. These results are broadly consistent with metamagnetic behavior,16 in which 

the antiparallel alignment of the FM ordered radical π-stacks is parallel, producing a field-induced FM 

ordered material. However, a characteristic feature for such systems is an inflexion in the M vs. H plot, 

with dM/dH reaching a maximum at the field where magnetic realignment occurs. Several non-metallic 

radicals and radical ions displaying this behaviour have been reported.7f,17 In this case, however, no 

inflexion is observed in the M vs. H plot, nor is any maximum apparent in the dM/dH vs. H plot (Figure 

4.12, right) prior to saturation, even at T = 2 K. This result, plus the fact that ZFC-FC measurements 

establish that AFM ordering collapses above H = 200 Oe, is more consistent with a spin-flop 

transition.18 The profiles of the M vs. H curves at T > TN are also in keeping with such a process.18a,b 
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Figure 4.12. Plots of M vs. H (left) and dM/dH vs. H (right) for 4-1d at T = 2, 5 and 10 K. 

4.5  Discussion 

  

 The semiquinone-bridged bis-dithiazolyls (4-1) constitute the first members of a new class of 

resonance stabilized π-radical for use in the design of f = ½ conductors. Their electrochemical cell 

potentials, which are lower than those observed for the pyridine-bridged radicals 4-2, augur well for an 

improved performance by virtue of a reduced onsite Coulomb repulsion term U. Moreover, in contrast 

to the pyridine-bridged systems, where the N-alkyl group creates an insulating buffer between 

neighboring molecules, the carbonyl oxygen atom in 4-1 plays an active structure-making role, giving 

rise to tightly packed structures linked by short intermolecular S···O′ and S···N′ contacts (as shown in 

Figure 4.13). These supramolecular synthons afford a rich variety of novel packing motifs, including the 

head-over-tail motif found for 4-1c, d and the stacked ribbon architecture found in 4-1a·MeCN (as 

illustrated in Figure 4.1). Only in the case of the unsolvated radical 4-1a does the packing of the π-

stacks resemble the herringbone pattern typically observed for pyridine-bridged radicals 4-2.   
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Figure 4.13. Ribbon-like arrays of radicals created by intermolecular S···O′ and S···N′ supramolecular 

synthons.   

These new structural motifs give rise to interesting magnetic properties. The head-over-tail π-

stacking previously found for 4-1d affords remarkably strong FM interactions along the π-stacks, and 

upon cooling to 4.5 K the FM chains undergo AFM ordering. Similarly 4-1c also adopts the head-over-

tail π-stacking motif, however a fairly strong AFM interaction was observed along the -stack. In the 

case of 4-1a (unsolvated) AFM ordering is also observed, but the unusual crystal structure, with three 

independent molecules in the asymmetric unit, precludes a detailed interpretation of its magnetic 

structure. Attempts to model the χ(T) data above 100 K to either a 1D FM or AFM chain S = ½ model 

were unsuccessful. This is, perhaps, not unexpected, given that there are three distinct π-stacks (A, B 

and C), but given this structural complexity it is surprising that the bulk material is capable of ordering 

magnetically. The origin of the strong local AFM interactions in the solvated material 4-1a·MeCN is a 

little clearer. The χ(T) data from 150-300 K could be fitted using a molecular-field modified Bonner-

Fisher 1D S = ½ AFM coupled chain model5 which, when referenced to the Heisenberg Hamiltonian Hex 

= −2J{S1AS2}, afforded values of J and zJ′ of −32.4 and 12.8 cm-1 respectively. However, modeling the 

2-100 K data produced an equally acceptable fit, but with J =−38.1 cm-1 and zJ′ = 45.2 cm-1. The 

variation in the mean field zJ′ term perhaps indicates the inadequacy of the 1D model, or may simply 

reflect changes in exchange energies occasioned by contraction of the cell on cooling.  

 

 However, it is the charge transport properties of these semiquinone-bridged materials that are 

their most remarkable and appealing features. As a set the structures 4-1a, 4-1aAMeCN, 4-1b, c and d 
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display room temperature conductivities several orders of magnitude higher than those of their pyridine-

based counterparts 4-2. Thermal activation energies are correspondingly much lower, lower indeed than 

those observed in selenium based variants of 4-2, where the heavy atom effect affords improved orbital 

overlap (a larger W) and a softer core (a lower U). The question therefore arises as to the origin of this 

improved performance in the semiquinone materials. Is it a result of an intrinsically lower U, or an 

improved bandwidth W, or are there additional features which need to be considered? In essence the 

operational guidelines provided by Mott-Hubbard theory seem to work, at least qualitatively. As noted 

above, the electrochemical evidence suggests an intrinsically lower U, and the π-stacked slipped ribbon 

architecture for 4-1aAMeCN clearly provides a significant enhancement in W.  
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Chapter 5 

 

Ongoing and Future Work 

 

5.1  Incorporation of Selenium 

 

 The conductivity of radicals is related to the ratio of the bandwidth, W to the on-site Coulomb 

repulsion energy, U, as previously discussed in Chapter 1. When W is larger than U, the material should 

exhibit metallic conductivity. Since W is equal to 4, where  is the resonance integral, one way to 

increase the bandwidth is to enhance the orbital overlap, by incorporating the heavier chalcogen Se 

which has more diffuse orbitals (ca. covalent radius rcov = 117 pm)1 than S (ca. covalent radius rcov = 

103 pm)1. The effects of replacing S with Se on structure and transport properties were recognized early 

on in the development of charge transfer salts2 and were also explored during early studies of 

dithiadiazolyl radicals (i.e., 5-1 and 5-2).3 The incorporation of Se into sulfur-nitrogen ring systems has 

been shown to increase the bandwidth in the BP framework (5-3). The synthesis, structures and 

transport properties of Se containing radicals have been thoroughly investigated for this framework (5-4 

to 5-6).  
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 Incorporation of Se at the E1 position ([5-5]+) can be achieved in a one-step reaction, by refluxing 

a soluble salt of [5-3]+ (e.g., OTf–, SbF6
– salt) and SeO2 over several days (as shown in Scheme 5.1) in 

MeCN or acetic acid solution.4  

 

Scheme 5.1 

 

 

 By contrast, the incorporation of Se at the E2 position requires a multiple step synthetic 

methodology starting from 2,6-diaminopyridine (as illustrated in Scheme 5.2). The reduction of the bis-

selenocyanate molecule 5-7 and subsequent methylation affords 5-8, which undergoes a condensation 

reaction with SOCl2 to give [5-9][Cl] with Se in the E2 position. In addition, a series of reactions are 

required to incorporate different R1 and R2 groups to give a soluble OTf– salt of [5-4]+. The reaction of 

[5-4][OTf] with SeO2 leads to the all Se analogue [5-6]+ (see Scheme 5.2). The subsequent reduction of 

the cations [5-4]+, [5-5]+ and [5-6]+ with a suitable reducing agent using the H-cell method leads to the 

corresponding radicals.5 

 

 In the case of R1 = Et and R2 = Cl, the Se analogues (5-4 to 5-6) are isostructural to the all-sulfur 

compound (5-3). These materials display a general trend of increasing conductivity and lower activation 

energies with increasing Se content. Compared with 5-3 (R1 = Et and R2 = Cl), the all Se compound (5-

6, R1 = Et and R2 = Cl) exhibited an increase in conductivity of two orders of magnitude (as shown in 

Figure 5.1) with a significant decrease of the activation energy Ea (i.e., 0.43 eV to 0.19 eV).5 
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Figure 5.1. Log  versus 1/T plots for 5-3 to 5-6. 

Scheme 5.2 
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In the case of the 5-5 compound, where R1 = Me, R2 = H, F and Me the radicals crystallized as 

centrosymmetric  dimers (as shown in Scheme 5.3).4a,6  
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Scheme 5.3 

N

S
Se

NN
Se

S

R1

R2

N

S
Se

NN
Se

S

R1

R2

N

S
Se

N N
Se

S

R1

R2

2

 

 

At room temperature, the  dimers are diamagnetic species with low conductivity (10-6 S cm-1), 

however under external pressures of over 5 GPa, the conductivity of  5-5 ( R1 = Me and R2 = H, F, Me) 

increases by five to six orders of magnitude.7 This is due to a phase change under pressure, which 

changes the solid state packing, as determined by XRD, and leads to a weakly metallic state.8  

 

5.1.1  Synthetic Procedures 

 

 Applying a similar synthetic methodology previously described for the BP framework, the Se 

analogue of the semiquinone-bridged bis-dithiazolyl [5-12]+ can be prepared in one step, as shown in 

Scheme 5.4. However, more forcing conditions i.e., higher temperature and longer reaction times are 

often required. 

 

Scheme 5.4 
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 For example, in a typical reaction the cation [5-12]+ as a OTf– or SbF6
– salt was refluxed with 

freshly ground SeO2 in acetic acid or propionitrile (EtCN) solution for two hours (R = Cl) or two days 

(R = Ph) to yield a greenish blue solution, which upon cooling to room temperature, led to a copper-

colored microcrystalline solid. The purity of the product ([5-13]+) was high, which was checked by 

Electro-Spray Ionization Mass Spectroscopy (ESI-MS).  

 

5.1.2  Preparation of [5-13a][X] 

 

 The Se insertion of [5-12a]+ was initially performed in refluxing acetic acid . When ~ 2 mmol of 

[5-12a]+ was refluxed with 2.5 equivalent of SeO2 for 2 h, the product precipitated out of solution on 

cooling as a mixture of 85 % Se2 and 15 % Se1 (as shown in Scheme 5.5). 

 

Scheme 5.5 

 

   

 When the reaction was scaled up, the yield of the desired product was lower due to the poor 

solubility of the OTf– salt in acetic acid. Therefore the more soluble SbF6
– salt of [5-12a]+ was 

employed and after refluxing for 2 h in acetic acid, the blue solution was gradually allowed to cool to 

room temperature over 24 h to afford a golden brown precipitate which was collected by filtration. An 

attempt to recrystallize [5-13a][SbF6] from MeCN was unsuccessful, because of the high solubility of 

the salt in MeCN. Therefore the SbF6
– salt was metathesized with nBuNOTf in MeCN to give [5-

13a][OTf] as golden brown microcrystalline flakes and the purity was determined by ESI-MS. 

 
98



5.1.3  Preparation of [5-13b][OTf] 

 

 In the case of R = Ph, a solution of [5-12b][OTf] in acetic acid was refluxed with SeO2 for 16 h, 

but led only to the recovery of starting material. A prolonged reaction in acetic acid for 60 h gave the 

desired product [5-13b][OTf] as determined by ESI-MS. An attempt to recrystallize [5-13b][OTf] from 

hot MeCN led to a large amount of insoluble material and its infrared spectrum suggested significant 

decomposition had occurred during the Se insertion reaction in acetic acid. Therefore, the Se insertion 

reaction was carried out with 3 equivalents of SeO2 in EtCN (bp = 97 °C, c.f. bp = 118 °C for acetic 

acid) at 140 °C. After 2 days the ESI-MS indicated a 50 / 50 mixture of starting material and a cation 

containing only one Se atom. An additional 40 h of heating did not change the reaction mixture 

composition. Therefore the reaction was performed with 6 equivalents of SeO2 in EtCN at 140 °C for 40 

h which led to a dark green-blue solution containing predominately [5-13b][OTf] and a small amount of 

cation containing only one Se atom and starting materials as determined by ESI-MS. The solution was 

allowed to slowly cool to room temperature and a crystalline precipitate was collected by filtration and 

subsequent recrystallization from MeCN led to red needles of [5-13b][OTf]. 

 

5.1.4  Bulk Reduction  

 

 A bulk reduction of [5-13a][OTf] salt using octamethylferrocene as the reducing reagent in 

MeCN gave a golden brown microcrystalline precipitate in nearly quantitative yield. Due to the low 

solubility of the 5-13a radical, the solution EPR spectrum could not be obtained in common organic 

solvents. A two-probe conductivity measurement of this material indicated a high resistivity, ~ 105 , 

which suggests this material is a poor conductor ( ≤ 10–5 S/cm) and may form -dimers similar to 5-5 

(vida infra). In addition, compared with 5-12a the (CO) of 5-13a was shifted significantly (ca. from 

1600 cm–1 to 1500 cm–1), which may be caused by strong Se···O′ interactions, which is associated with 
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the diamagnetic species. Therefore the structure and transport properties (i.e., high pressure 

conductivity) of 5-13a may be of interest in the future.   

 

 The reduction of pure [5-13b][OTf] with octamethylferrocene in degassed MeCN gave a dark 

grey powder and the two-probe conductivity measurements again indicated a very low conductivity for 

5-13b, similar to that observed for 5-13a.  

 

5.1.5  Experimental Details 

 

 Preparation of [5-13a][OTf]. [5-12a][SbF6] (1.501 g, 2.91 mmol) was refluxed in 500 mL glacial 

HOAc and hot filtered to remove insoluble materials, and then powdered SeO2 (1.109 g, 9.99 mmol) 

was added to the filtrate. After refluxing for 2 hrs, the solution was allowed to slowly cool to room 

temperature overnight and a copper-bronze microcrystalline solid (1.153 g, 1.89 mmol; 65.0 % yield) 

was collected by filtration.  To a solution of [5-13a][SbF6] in MeCN (80 mL), nBu4NOTf (0.745 g, 2.23 

mmol) was added and the mixture was stirred at room temperature for 1 h, the [5-13a][OTf] precipitated 

out as golden brown flakes which were collected by filtration and washed with DCM to give 0.790 g 

(1.34 mmol, 71 % yield) of product. IR (cm–1):1683 (m), 1422 (s), 1268 (m), 1230 (s), 1189 (w), 1168 

(w), 1093 (w), 1026 (m), 899 (w), 843 (w), 751 (m), 737 (m), 633 (s), 573 (w), 519 (w). 

 

 Preparation of [5-13b][OTf]. In a glass bomb, [5-12b][OTf] (0.200 g, 0.425 mmol) was refluxed 

with powdered SeO2 (0.304 g, 2.74 mmol) in 30 mL of EtCN at 140 °C for 42 h to give a greenish blue 

solution. Upon cooling, the products were precipitated out as red micro-crystals which were then 

collected by filtration to give 0.123 g (0.235 mmol, 55 % yield) of product.  IR (cm–1): 1668 (s), 1427 

(s), 1407 (s), 1318 (w), 1307 (w), 1281 (s), 1233 (s), 12151 (s), 1183 (m), 1174 (m), 1165 (m), 1085 (w), 
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1048 (w), 1023 (s), 880 (w), 857 (w), 842 (w), 786 (m), 734 (m), 658 (m),643 (m), 637 (m), 574 (w), 

523 (w), 512 (w), 494 (w), 448(w). 

 

 Preparation of 5-13a. Octamethylferrocene (30 mg, 0.10 mmol) was added to a bubble degassed 

(N2) suspension of [5-13a][OTf]  (36 mg, 0.069 mmol) in 25 mL of degassed MeCN at room 

temperature. After stirring for 5 h, the gold brown microcrystalline precipitate was collected by 

filtration and dried in vacuo (16 mg, 0.043 mmol, 62 % yied). IR (cm–1): 1666 (w, b), 1519 (s), 1337 (s, 

b), 1228 (s, b), 1217 (s, b), 1133 (m), 1020 (m), 898 (m), 815 (w), 729 (m), 613 (m), 593 (m), 437 (m). 

 

 Preparation of 5-13b. 5-13b was prepared the same way as 5-13a, using [5-13a][OTf] (20 mg, 

0.038 mmol) and octamethylferrocene (17 mg, 0.059 mmol) in 10 mL of degassed MeCN, yielded a 

dark grey precipitate (12 mg, 0.029 mmol, 76 % yield). IR (cm–1): 1551 (s), 1503 (m), 1480 (s), 1305 

(w), 1289 (w), 1272 (w), 1247 (w), 1232 (w), 1152 (m), 1123 (w), 1074 (w), 1025 (w), 996 (w), 968 

(w), 921 (w), 878 (w), 846 (w), 784 (w), 735 (s), 698 (m), 666 (m), 653 (m), 615 (m), 547 (m), 527 (m), 

484 (w). 

 

5.2  Other R-Groups 

 

 Other on-going progress in this project involves modification of the R groups. Recently Dr. 

Aaron Mailman prepared a new radical (5-12) with R = F, which crystallized in the side-centered 

orthorhombic space group Cmc21 with four molecules per unit cell (Figure 5.2). According to the 

preliminary transport studies, its room temperature conductivity reaches 0.03 S/cm, which is the highest 

room temperature conductivity of sulfur-nitrogen based radicals known to date. From the magnetic data, 

this alternating -stacked material behaves as antiferromagnetic coupled paramagnets over the range 

100-300 K, which goes under a phase transition to spin-canted antiferromagnetically ordered state at 15 
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K. Under the ordering temperature the spin-canting angle ( is estimated to be 0.15°. Further magnetic 

studies (i.e., neutron diffraction) are required to fully understand the magnetic structure of this material.  

 

Figure 5.2. The unit cell of 5-12, R = F viewed parallel to (a) the a-axis and (b) the c-axis. In (a) the 

layer at x = 0.5 is shaded, while in (b) the layer with z > 0.5 is shaded. The dashed lines represent the 

lateral intermolecular S···S′ (purple), S···O′ (orange), S···N′ (green) S···F′ (brown) contacts. 

5.3 Future Work 

 

In general, the crystallography and CV results presented in this thesis (See Chapter 2 and 3) have 

shown that the R group can have a dramatic effect on the crystal packing (i.e., space group, -stacks) 

and allows for 2D interactions, but has only a small influence on the solution cell potentials. The R 

group therefore could be modified, which could potentially change the bandwidth, even though the 

onsite Coulomb repulsion energy does not vary significantly and they may also exhibit interesting 

magnetic properties.  In the case of the pyridine based systems, there are two beltline ligands (i.e., R1 
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and R2 for 5-3) which allow a wide range of different compounds to be prepared. However, in the 

semiquinone based system, replacing one of the beltline ligand with a carbonyl group has limited the 

possible variations which this framework can support however the intermolecular S···O′, and S···N′ 

interactions are the key to build the 2D architectures of the semiquinone-bridged systems. 

  

 The application of physical pressure, on the pyridine based systems has shown significantly 

enhanced conductivity7,9 and magnetic ordering.10 Therefore the high pressure powder crystallography, 

conductivity and magnetic measurements are of potential interest for compounds 5-12, since the 

pressure and hence improved the overlap between the SOMO orbitals may lead to enhanced 

conductivity and increase the magnetic ordering temperature. Alternatively a phase change may be 

observed, which would lead to changes in its conductivity and magnetic properties.   
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Appendix A 

 

Procedures and Techniques 

 

A.1 Procedures 

A.1.1 General Procedures 

 

 Due to the instability of reactants and/or products towards moisture, many reactions were 

performed under an inert atmosphere of nitrogen. Those reactions were carried out in solutions by 

standard or modified Schlenk techniques using a double-manifold glass vacuum line (nitrogen / vacuum) 

with an Edwards E2M series rotary vacuum pump. Air sensitive solids were handled and stored in a 

nitrogen-filled Braun MB-150 dry box. 

 

A.1.2 Diffusion H-cell Crystallizations 

 

 For the highly insoluble and thermally unstable radicals, i.e. recrystallization and sublimation are 

not viable options for crystal growth; H-cell techniques are employed to grow analytical grade crystals. 

A typical H-cell apparatus is illustrated in Figure A.1 and the general experimental procedure is as 

follows; two solutions of each reactant are placed in each of the round bottom flasks and attached to the 

H-cell. Four freeze-pump-thaw cycles were performed to ensure all the oxygen has been removed from 

the solutions. Under the vacuum, the H-cell is inverted and tipped slightly to allow two solutions to mix 

slowly. As one solution diffuses through the glass frit into the other, the crystals of the product grow at 

the interface of the two solutions.  
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Figure A.1: Diffusion H-cell apparatus for single crystal growth. 

 

A.2 Techniques 

A.2.1 NMR Spectroscopy 

 

 1H NMR spectra were collected on a Bruker Avance 300 MHz NMR spectrometer. 

 

A.2.2 Infrared Spectroscopy 

 

 Infrared spectra were recorded at 2 cm-1 resolution as Nujol mulls on KBr plates, on a Nicolet 

Avatar 320 FT infrared spectrometer. 

 

A.2.3 Mass Spectrometry 

 

 Low resolution mass spectra recorded at the WATSPEC Mass Spectrometry Facility. 
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A.2.4 Cyclic Voltammery 

 

 Solution cyclic voltammery experiments were performed in dry acetonitrile using PINE 

Bipotentiostat, model AFCCIBPI with scan rates between 50 and 100 mV s-1. Potentials were scanned 

from -2.5 to 2.0 V with respect to the quasi-reference electrode in a single compartment cell fitted with 

Pt electrode. The potentials were referenced to the ferrocenium / ferrocene couple at 0.38 V vs. SCE.  

 

A.2.5 UV-Visible Spectroscopy 

 

 UV-visible spectra were collected on a PerkinElmer Lambda 35 UV-visible spectrometer, in 

acetonitrile (anhydrous). 

 

A.2.6 EPR Spectroscopy 

 

 The X-band EPR spectra of the radicals were recorded in dichloromethane or toluene solutions at 

ambient temperature using a Bruker EMX spectrometer. Hyperfine coupling constants were obtained by 

simulation using Simfonia and WinSim.  

 

 

A.2.7 Elemental Analysis 

 

 Elemental analyses were performed by MHW Laboratories, Phoenix, AZ, USA. 
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A.2.8 Magnetic Susceptibility Measurements 

 

 DC magnetic susceptibility measurements were performed over the range 2 - 300 K on a 

Quantum Design MPMS SQUID magnetometer operating at H = 1000 Oe at Brockhouse Institute for 

Materials Research, McMaster University. Diamagnetic corrections were made using Pascal’s 

constants.1 

 

A.2.9 Conductivity Measurements 

 

 Four-probe temperature dependent conductivity measurements on cold pressed pellets were 

performed over the range 140-300 K using an Oxford Instruments MagLab EXA system. Silver paint 

(Leitsilber 200) was used to apply the electrical contacts. The system was cooled by a Lake Shore 330 

controller and a Keithley 2400 unit was used as the voltage source and current meter. The pellet was 

prepared by a Weber Pressen (5 mm × 1 mm × 1 mm) pressing tool under 4 kN force (0.8 GPa).   

 

A.2.10 Density Functional Theory (DFT) Calculations 

 

All DFT calculations were performed with the Gaussian 09W suite of programs,2 using the 

(U)B3LYP hybrid functional and polarized, split-valence basis sets with double-zeta (6-31G(d,p)) 

functions. 

 

A.2.11 Band Structure Calculations 

 

 EHT Band electronic structure calculations were performed with the Caesar suite of programs3 

using the Coulomb parameters of Baasch, Viste and Gray4 and a quasi-split valence basis set adapted 

from Clementi and Roetti.5 The off-diagonal elements of the Hamiltonian matrix were calculated with 
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the standard weighting formula.6 Atomic positions were taken from crystallographic data. In the case of 

4-1b·MeCN, the acetonitrile molecules were not included in the calculation. 

 

A.3 Source of Starting Materials 

A.3.1 Purchased Chemicals that were Used as Received 

 

1,2-dichloroethane Caledon 

4-bromophenol Alfa Aesar 

4-chlorophenol Alfa Aesar 

4-ethylphenol Aldrich / Alfa Aesar 

4-methyl-2,6-dinitrophenol Aldrich 

4-phenylphenol Alfa Aesar 

acetic acid, glacial Fisher 

ammonia gas Praxair 

carbon disulfide Aldrich 

chloroform-d Cambridge Isotope 

decamethylferrocene Aldrich 

dichloromethane Caledon 

diethyl ether EMD 

dimethylferrocene Strem Chemicals 

dimethylsulfoxide-d CDN Isotope 

ethanol-95 % Fisher 

gallium (III) trichloride, anhydrous, beads, -10 mesh, 99.99 % Aldrich 

hydrochloric acid, 36 % Fisher 

nitric acid,  68 % Fisher 
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nitrogen gas In-house supply 

nitrosonium hexafluoroantiminate SynQuest 

nitrosonium tetrafluoroborate SynQuest 

octamethylferrocene Aldrich 

silver trifluoromethanesulfonate SynQuest 

sulfuric acid, 98 % Fisher 

sulfur monochloride Aldrich 

tetra-n-butylammonium bromide Aldrich 

tetra-n-butylammonium chloride Aldrich 

tin (II) chloride dihydrate, 98 % Alfa Aesar 

tin powder, 100 mesh, 99.5 % (metals basis) Alfa Aesar 

triethylamine, 99 % EMD 

 

A.3.2 Solvent Purified Prior to Use 

 

acetonitrile (Caledon) distilled from P2O5 and CaH2 

propionitrile (Fluka / Alfa Aesar) distilled from P2O5 and CaH2 after purification 

chloroform (Caledon) distilled from CaCl2 

 

 Purification of propionitrile.7 Propionitrile (1 L) was stirred with 20 % HCl (200 mL) for 1 h, 

washed by water and neutralized with K2CO3. After the organic phase was collected and dried over 

molecular sieves and CaH2, propionitrile was distilled from P2O5 and CaH2. 
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A.3.3 Chemicals Prepared “In-House” 

 

 Preparation of Ag2O.8 KOH pallets were added to a solution of an aqueous solution of silver 

nitrate (AgNO3) until the solution pH reaches ~ 12. The product was precipitated out of solution as 

black powder, which was collected by filtration and dried in air.  

  

 Preparation of iodobenzene dichloride.9  In the dark, a solution of 1.5 mL (2.75 g, 13.5 mmol) of 

iodobenzene in 15 mL dichloromethane was cooled to 0 °C and Cl2 gas was passed over for 20 min to 

give bright yellow precipitate. The solid was isolated by filtration, washed with cold dichloromethane 

and dried in vacuo to yield 3.40 g (12.4 mmol, 92 % yield) of iodobenzene dichloride. 
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